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A scanning near-field spectroscopy method is used to observe loss reduction and Q-factor
enhancement due to transverse-mode profile matching within photonic-crystal microcavities.
Near-field measurements performed directly on cavity modes are compared with three-dimensional
calculations and quantitative agreement is observed. © 2006 American Institute of Physics.
�DOI: 10.1063/1.2170141�
Photonic band gap materials have attracted considerable
interest in recent years due to their ability to control the
propagation of photons inside semiconductors.1 However,
the methods most commonly used to date to examine their
properties have been far-field techniques such as spectral
analysis of out-of-plane radiated or transmitted light. Only a
few recent studies have demonstrated the ability of scanning
near-field optical microscopy �SNOM� techniques to directly
examine aspects relating to the interaction between light and
photonic crystals, such as coupling between the spontaneous
emission of quantum dots and the optical modes of a hex-
agonal microcavity,2 existence of ultraslow light propagation
in a photonic crystal waveguide,3 observation of Bloch
harmonics,4 Bloch mode parity change in photonic crystal
waveguides,5 or field confinement inside photonic crystal
microcavities.6,7

In this study, we used a scanning near-field optical mi-
croscope to examine several photonic-crystal microcavities
which were tuned to taper the slab mode inside the cavity
into the photonic-crystal evanescent Bloch mode of the mir-
rors in order to reduce mode-profile mismatch at the cavity-
mirror interfaces, and thus to enhance the Q factor of the
cavity.8

The cavities consisted of Fabry-Pérot-like microcavities9

created by omitting to drill one row of air holes inside a
triangular-shaped photonic crystal etched in a silicon-on-
insulator substrate. The period of the crystal was 375 nm,
with a hole diameter of 190 nm. The whole structure was
etched in a 8-�m-width multimode waveguide made of a
385-nm-thick crystalline silicon film on a 700-nm-thick bur-
ied oxide. Mode profile matching was obtained by tuning the
position of the first rows of air holes surrounding the cavity
�see Fig. 1�, as has been proposed recently.8,10 In addition,
the tuning value, �, was progressively varied using a 20 nm
step from the so-called reference cavity �with periodic mir-
rors, �=0� to a value of 80 nm.

a�
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Structures were created using a two-step lithography
process: the photonic crystal was defined, then the ridge
waveguide was superimposed. Patterns on the resist were
then transferred to the silicon film by using a chlorine-based

FIG. 1. �Color online� �a� SEM pictures of the investigated microcavities,
�b� enlarged view of the cavities with row tuning of �=0 and 80 nm, and �c�
experimental far-field transmittance spectra of the cavities. The correspond-
ing values of � are indicated. The transmittance values are absolute since the
presented spectra are normalized by the transmission of an identical wave-

guide without cavity.
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inductively coupled plasma etching process with a 100-nm-
thick silica hard mask. Scanning electron microscopy �SEM�
pictures of the structures produced are shown in Figs. 1�a�
and 1�b�.

Each of the five cavities produced were then character-
ized using a waveguided spectroscopy technique.5 The mea-
sured absolute transmittance spectra obtained for a TE polar-
ization of light are shown in Fig. 1�c�. The spectral range of
the measurements shown is limited to the part of the photo-
nic band gap �where transmittance is close to zero on the
figure� which includes all cavity-mode resonances. These
modes are indicated on the figure by the vertical arrows
showing the corresponding � values of the air-hole tuning.

Some of the observations are consistent with our under-
standing of the effect of hole tuning in photonic crystal
microcavities.8,11 As � increases, the effective cavity length
increases, and the resonance wavelength is redshifted.11

More importantly, the mode profile mismatch at the mirror-
cavity interfaces decreases with increasing values of �. Thus
radiation losses in the claddings are reduced and mirror per-
formance increases. This is consistent with the evolution of
peak transmittance at resonance, which increases from 8% to
50% for tuning values from 0 to 60 nm. For the 80 nm-tuned
cavity, peak transmittance at resonance decreases again as a
result of over-tuning with an increased mismatch.8,11 How-
ever, a reduction in scattering losses at the cavity-mirror in-
terfaces with hole tuning should result in higher Q-factor
values.11 This is not observed in the experimental data of Fig.
1, where Q factors are fairly constant ��150� for all cavities.
In addition, this observation is inconsistent with Q-factor cal-
culations, as will be discussed later.

To understand the reasons for these inconsistencies,
near-field measurements were taken of the cavity modes.
Considering the 20-nm-tuned microcavity, the SNOM probe,
consisting of a chemically etched monomode optical fiber,
was positioned 4 nm above the cavity by using shear-force
feedback. Optical pictures were then recorded corresponding
to different wavelengths inside the resonance peak observed
in the transmittance measurement. The pictures obtained are
shown in Fig. 2. On the figure, we have also superimposed
the physical locations of the cavity holes, deduced from the
topographical pictures recorded at the same time as the op-
tical pictures. The light confined in the cavity is directly
linked to the cavity-mode symmetry. In the two pictures, it is
clear that, for each wavelength, we recorded the cavity
modes corresponding respectively to the fundamental mode
�TE00� of the ridge waveguide �with a single maximum in the
transverse direction of the waveguide� and the first-order
mode �TE01� �with a single node in the center of the wave-
guide�. These measurements explain why no Q-factor en-
hancement was observed by air-hole tuning with far-field
measurements in Fig. 1. The far-field transmission does not
result from a single mode resonance but from the superposi-
tion of two transversal resonances.

To identify the contribution of each of these modes, we
then moved the probe to two different positions �labeled A
and B in the figures� above the cavity, each location corre-
sponding to an intensity maximum of the TE00 and TE01
cavity modes, and used a tunable laser to perform a spectral
analysis of the light collected by the probe at these locations.
The recorded spectra are plotted on Fig. 2. The far-field
transmittance spectrum of Fig. 1 is superimposed with a

dashed line. We conclude that the far-field resonance mea-
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surement with an estimated Q factor equal to 120 results in
fact from the overlap between the TE00 and the TE01 reso-
nances with Q factors equal to 250 and 230, respectively.

We repeated the near-field spectra measurements for all
the fabricated cavities, identifying the contribution of the
TE00 and TE01 cavity modes for every case. Figure 3�a�
shows the spectra corresponding solely to the resonance of
the TE00 modes of each structure. All the spectra are normal-
ized to the maximum intensity. We observe that the cavity Q
factors increase from 120 for the reference cavity ��=0� to
500 for a 60 nm tuning. Such behavior is now consistent
with our understanding of the peak transmittance enhance-

FIG. 2. �Color online� �Left� SNOM experimental spectra obtained for the
cavity with 20 nm row tuning. The transmittance spectrum shown by a
dashed-line is the same as in Fig. 1�c� and is obtained with far-field mea-
surements. �Right� SNOM optical pictures recorded for two different wave-
lengths ��1 and �2� chosen inside the resonance peak obtained with far-field
transmittance measurements. The locations of the cavity holes deduced from
topographical pictures are superimposed on the SNOM pictures, and points
A and B represent the exact locations of the probe when recording the
corresponding near-field spectra.

FIG. 3. �Color online� �a� Near-field spectra of the fundamental TE00 cavity-
mode resonances obtained for �=0, 20, 40, …80 nm. �b� Experimental and

numerical Q-factor values as a function of tuning values.
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ment obtained in Fig. 1 and observed earlier in far-field
measurements.

Finally, we compared the near-field experimental mea-
surements with computational data obtained with a three-
dimensional �3D� vectorial modal method relying on Fourier
expansion techniques.12 The geometric parameters used for
the computation were those actually measured on the
samples. The refractive indices for the silicon slab and the
SiO2 substrate were assumed to be independent of the wave-
length and were equal to 3.42 and 1.46, respectively. Experi-
mental and numerical Q-factor values as a function of air
hole tuning are plotted in Fig. 3�b�. Quantitative agreement is
obtained between near-field measurements and 3D calcula-
tions: the measured and computed Q factors exhibit identical
variations with the hole-tuning parameter, with a maximum
enhancement for �=60 nm in both cases. The experimental
values are slightly smaller, the weak difference being attrib-
uted to inevitable fabrication defects and to the Si substrate
influence, neither of which are taken into account in the
calculations.

To summarize, we fabricated waveguide integrated mi-
crocavities and performed near-field and far-field measure-
ments for the resonance. It was shown that with proper
transverse-mode profile tapering, the out-of-plane scattering
at the cavity-mirror interfaces can be greatly reduced. As the
inner rows of holes on the mirrors were displaced, we ob-
served an increase in peak transmission at resonance from
8% to 50%, together with a five-fold Q-factor enhancement.
In addition, by mapping the near-field distribution of the
cavities, we observed the intricate contribution of the differ-
ent guided modes supported by the structure. SNOM mea-
surements enabled a precise interpretation of far-field obser-
vations, and revealed quantitative agreement between the
Downloaded 27 Mar 2012 to 129.175.97.14. Redistribution subject to AIP lic
experimental results and 3D calculations. This work demon-
strates that near-field optical microscopy is a powerful tool in
studying photonic band gap-material devices.
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