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Broad photonic crystal waveguides forming open resonators are shown to support an hitherto
unnoticed lasing pattern. The feedback for lasing originates in Littrow-type reflections of
higher-order modes from the waveguide boundaries. The authors employ plane wave and
finite-difference time-domain simulations of bulk crystal and waveguide to substantiate the concept
of a distributed Littrow reflector. Experimental results are reported for a 10-�m-wide photonic
crystal waveguide deeply etched into InP substrate. In-plane lasing and low modal threshold gain
due to longer path lengths are the key features of this resonator. © 2007 American Institute of
Physics. �DOI: 10.1063/1.2763977�

Lasing mechanisms in reported photonic crystal �PhC�
lasers can be attributed to two schemes:1 �i� photonic band-
gap confinement for strong light localization2 and �ii� photo-
nic crystal distributed feedback �PCDFB� for gain enhance-
ment of diffraction-coupled Bloch waves.3,4 While the
former addresses thresholdless lasing in nanosized cavities,
the latter enables oscillations in broad-area geometries and
open cavities. From an application point of view, the lasing
of open resonators is of interest for high-power lasers and
semiconductor optical amplifiers �SOAs�. Recently, several
proposals5,6 have demonstrated the PCDFB effect for high-
power lasing applications with the advantage of reduced
beam filamentation. The waveguide for these devices was a
gain strip in a PhC lattice. For the SOA, a welcome feature is
an extra lasing oscillation outside the targeted spectral gain
window, which clamps the gain and linearizes the output
power. Transverse laser clamping was proposed in a vertical-
cavity surface-emitting laser-type geometry by Genoa Corp.7

using one-dimensional distributed Bragg reflectors �DBRs�.
However, this scheme is demanding in terms of reflectivity
and InP-based epitaxy. We show here that a diffraction-based
feedback mechanism arises in broad-area two-dimensional
�2D� PhC waveguides for the higher-order modes propagat-
ing at non-normal incidence. This mechanism competes fa-
vorably against all other modes for in-plane lasing.8

Photonic crystals are recognized for their potential as
diffraction gratings.9 In general, a plane wave incident on a
grating structure of period a is diffracted into a set of al-
lowed orders �see inset of Fig. 1�. In the classical Littrow
configuration an mth order is reflected from the grating back
along the incident path, i.e., km=−k, where k is the incident
wave vector. This occurs when the component of the incident
wave vector parallel to the grating surface k� is exactly
m� /a. In this retro-diffraction, the Littrow order m is defined
by its wave-vector components k�

m�−k� and k�
m �−k�. For

first-order diffraction the set of normalized frequencies
�u=a /�� satisfying the Littrow condition is given by
u=1/ �2n sin ��, where n is the material index, � is the inci-
dent angle, and � is the incident wavelength. This relation-
ship is intrinsic to the grating irrespective of its shape and is
subsequently called the Littrow curve.

To assess the diffraction efficiency of a Littrow order
from a photonic crystal slab, we use Sakoda’s method10 and
produce a “reflectivity map” of the diffraction orders. Figure
1 shows such a map for the first �m=−1� order of diffraction
for a TE polarized wave incident on six rows of holes in a
matrix of index n=3.21, the effective index of our InP-based
heterostructure. The PhC lattice is triangular and has an air
filling factor of 30%. Superimposed on the map are the Lit-
trow curve �dashed line� and the diffraction cutoff �solid
line�. It is clear from the map topography that maximal re-
flectivity occurs for Littrow diffraction. The incident light is
hence efficiently diffraction coupled to the first order. The
presence of high reflectivity along the lattice symmetry di-
rections ��M and �K� is attributed to the distributed feed-
back mechanisms at the band edges of the 2D PhC lattice.3

In a PhC waveguide geometry, the Littrow condition
translates into the Brillouin zone-edge modes at k�=� /a
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FIG. 1. �Color online� Reflection map of first-order diffraction with Littrow
curve �dashed white line� and diffraction cutoff �continuous white line� su-
perimposed. Inset: diffraction geometry.
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which are distinctly different from the Fabry–Perot �FP�-type
modes at k�=0. The latter draws its feedback from specular
reflections from the waveguide boundary. The two mode
types possess different free spectral ranges �FSRs�, which
becomes an important identification criterion as shall be seen
in the experimental spectrum later in this letter. Due to
Littrow feedback each higher-order guided mode with its
discrete frequency at the zone edge diffracts into itself, and
the resulting �km ,k� pair forms a stationary mode �see Fig. 2,
top inset� that we shall refer to as the “Littrow mode.” Since
the feedback between the forward propagating mode and its
back-diffracted counterpart is realized over the entire propa-
gation length of the waveguide, the PhC boundary acts as a
distributed Littrow reflector �DLR�.

The profile of a Littrow mode is observed from 2D
finite-difference time-domain �FDTD� simulations11,12 of a
broad PhC waveguide acting as an open resonator �Fig. 2,
bottom inset�. We use two PhC mirrors, each having seven
rows of triangular lattice of holes, separated by 15a�3/2 �a
so-called Wx waveguide, where x=15 along �K� in a me-
dium with gain centered near one of the Brillouin zone-edge
modes. The material gain is assumed to be of Lorentzian line
shape �full width at half maximum of ��=25.5 nm� in the
proximity of a gain peak at �=1565 nm �u=0.228�. To simu-
late gain saturation as a result of carrier depletion, a nonlin-
ear gain model is used where the gain is dependent on the
optical intensity. Figure 2 shows the resulting spectrum of
the W15 waveguide cavity and its dispersion diagram calcu-
lated using the plane-wave method. Good agreement is found
between the frequencies of resonant modes and the W15
zone-edge modes, confirming the origin of lasing. We see
two categories of lasing peaks: Littrow at k�=� /a and near
Littrow at k� �� /a. These latter correspond to zero-group-
velocity points located near but not exactly at the Brillouin
zone edge. The zigzag lasing is a signature of Littrow feed-
back �Fig. 2, top inset�. Furthermore, the beating between
exact and near-Littrow modes manifests itself as the intensity
modulation pattern, as seen in Fig. 2 �bottom inset�. Note
that due to the low threshold gains of Littrow modes, the FP
modes are discriminated against and are observed neither in
simulations nor in experiments, as detailed below.

Our fabricated structure,13 designed to experimentally
observe Littrow lasing, is essentially a 10-�m-wide active
planar multimode interferometer �MMI� bounded by PhC
mirrors. The mirror separation here equals that of a W31 PhC
waveguide. The epitaxial structure of our device is essen-
tially a buried ridge heterostructure grown on a n-doped InP
substrate �n=3.17�. It encapsulates a 118 nm thick high-
index guiding layer made of six InGaAsP quantum wells
�gaps at 1.17 �m for barriers and at 1.55 �m for quantum
wells�. With 7% confinement in active wells, 75% of mode
energy is in the cladding. This gives the fundamental trans-
verse mode an effective index of around 3.2. A 2D triangular
lattice of holes was defined by e-beam lithography and
etched through the heterostructure using inductively coupled
plasma–reactive ion etching. The resulting rows of PhC at
either sides of the MMI have a pitch of 400 nm and a fill
factor of 35%. As can be inferred from Fig. 1, at the fre-
quency corresponding to the chosen values of lattice constant
and peak gain �u=a /�=400/1550�0.26�, the specular order
exists for 0° ���10°. Thus, above the diffraction cutoff
Littrow modes can be discriminated against transverse FP
modes. Figure 3 shows the device with W3 access
waveguides. For current injection a gold electrode, as seen in
Fig. 3�b�, is deposited on top of the waveguide core without
touching the photonic crystal cladding.

The device is characterized by electrically pumping
the waveguide and collecting both the laser emission and
the amplified spontaneous emission �ASE� with a lensed fi-
ber connected to an optical spectrum analyzer. As shown in
Fig. 3�a�, light is collected at two positions: at the waveguide
output via W3 and through the sides of the waveguide. Las-
ing was observed at a threshold current of around 50 mA.
Both the side and the output spectra are shown in Fig. 4�a�
for an injection current of 200 mA. They exhibit three
groups of lasing peaks which we number in order of appear-
ance with the increase in injected current intensity.

To further analyze these results, we note that while the
waveguide modes at k�=0 �FP modes� are uncoupled modes
with a fixed FSR �	�2 /2ngWx, where ng is the group index�,
the pattern of modes at the Brillouin zone edge is more
complex. As we gradually move away from k�=0 toward the
zone edge we enter a parity dependent strong coupling re-
gime that modifies the mode FSR to FSR� at k�=� /a. The
ratio FSR� /FSR is typically around 0.7. The mode coupling
also results in local zero-group-velocity points at the anti-

FIG. 2. �Color online� FDTD of W15 active waveguide: lasing spectrum
�red� compared to the dispersion diagram. Top inset: photonic crystal wave-
guide as an open resonator. Oblique arrows show Littrow lasing configura-
tion and vertical arrow shows transverse �FP� lasing. Bottom inset: lasing
pattern in the 40-�m-long W15 PhC waveguide.

FIG. 3. �Color online� Fabricated structure: �a� top view of the open reso-
nator formed by a broad 2D PhC waveguide. The black arrows depict the
optical path related to the feedback mechanism. �b� Micrographs of the
waveguide showing etched PhC cladding holes �left� and top view of the
waveguide �right�.
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crossings.14 Each such point is a potential lasing mode. How-
ever, the enhancement of optical density of states at the zone
edge privileges a k�=� /a mode �i.e., the Littrow mode� over
the near zone-edge mode.

Convincingly, the mode spacing in the lasing spectrum
of the W31 �	18 nm� in Fig. 4�a� is smaller than the FSR
and corresponds to that of the Littrow modes, as shown in
Fig. 4�b�. Side detection of emission helps to collect the
purely transverse oscillations across the waveguide, which
appear as ASE in the side spectrum �Airy function with an-
gular convolution�.15 The FSR of the ASE signal �	30 nm�
corresponds to that of the FP modes of waveguide. The pres-
ence of this modulation in the emission confirms the fact that
the FP modes in the waveguide are in competition with the
Littrow modes. However, the latter dominates due to longer

effective optical path length and subsequently lower modal
threshold gain.16

On the basis of agreement between theory and experi-
ment, we have demonstrated a lasing mechanism in broad-
area PhC waveguides that is based on diffraction in Littrow
configuration. In analogy with the DBR in one dimension,
we call this mechanism the DLR. With the advantage of a
planar open cavity configuration, Littrow lasing has a direct
application in gain-clamped linear optical amplifiers.

This work was carried out within the framework of
European project FUNFOX under Grant No. FP6-IST-
004582.
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FIG. 4. �Color online� �a� Measured emission spectra of the electrically
pumped W31 waveguide. Peaks are labeled in order of appearance. �b�
Calculated TE dispersion diagram of a W31 PhC waveguide.
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