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We report on a magnetic-field investigation of a In0.53Ga0.47As/GaAs0.51Sb0.49 terahertz quantum cascade

laser. Owing to the suppression of inter-Landau level non-radiative scattering, the device performances are

strongly improved at high magnetic field. Working temperature up to 190K and current threshold of 450A/cm2

are measured at 11 teslas, comparable to the state-of-the-art GaAs/AlGaAs terahertz lasers. The nominally

symmetric three-well structure presents significantly better performance with negative bias polarisation because

of the inverted-interface roughness impact on the laser action.

Quantum cascade lasers (QCL) are promising sources in the
terahertz (THz) range but their use in applications is limited by
their temperature performance because it is difficult to main-
tain a population inversion between closely spaced electronic
levels (1THz ∼ 4meV). Among the various proposed QCL
designs, the three-well resonant phonon based structure usu-
ally shows the best temperature behaviour1,2 .The dipole ma-
trix element of the radiative transition and the upper state life-
time are the key-parameters to obtain high temperature oper-
ation. By improving the QCL design, operating temperatures
up to 200K have been reported in GaAs/AlGaAs structures2.
Nevertheless, room temperature operation seems very diffi-
cult to reach by further optimization in the GaAs/AlGaAs
system. Recently, QCLs based on InGaAs/GaAsSb type II
heterostructures have been proposed3 in order to improve the
characteristics of the device, in particular because of the low
electron effective mass in this system and its suitable con-
duction band offset. However, it has been shown4 that the
strong effects of asymmetric interfaces in these heterostruc-
tures, with different group V elements for wells and barriers
(As and Sb), is a limitation which must be taken into account.

It is well-known that the application of a magnetic field
parallel to the growth axis is a very valuable technique to
characterize the QCL and to evaluate the involved scatter-
ing mechanisms5–7. In this paper, we have investigated a
three-well In0.53Ga0.47As/GaAs0.51Sb0.49 QCL under mag-
netic field up to 15T in the temperature range 4 − 220K.
The QCL is the same structure as Sample 2 of Ref. 4 with
a symmetric active region, so that the bias polarity could
be applied either positive or negative. Starting from the
first quantum well, the layer sequence in Å is as follows
30/133/10/133/30/20/188/20 (the barrier widths are repre-
sented in bold types). The Si doping density is 1× 1016 cm−3

in the underlined section. The structure has been grown by
MBE as described in Ref 4 and consists of 170 three-well pe-
riods. The active region was then processed in a double metal
waveguide and the ridges (50µm × 1mm) were formed by
lithography and dry etching. The conduction band diagram
calculated for an applied electric field of 9.8 kV/cm (55meV
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FIG. 1: (a) Conduction band diagram of the three-well structure us-

ing a one-dimensional Schrödinger solver at a bias of 9.8 kV/cm. The

radiative transition occurs between |3⟩ and |2⟩. The dashed rectangle

indicates the three-well period. (b) Voltage versus current density J
for a 50µm × 1mm ridge. Characteristics are measured for various

B at 4K for negative bias. The bold line sections indicate alignment

regions where the laser operates. (c) Same as (b) for positive bias.

per period) is presented on Fig. 1(a). A one-band model
is used, including the conduction band non-parabolicity ef-
fect in InGaAs and GaAsSb. Band-edge electron effective
masses of 0.043m0 and 0.045m0 are taken for In0.53Ga0.47As
and GaAs0.51Sb0.49 respectively as well as a conduction band
offset of 360meV8. The laser optical transition occurs be-
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FIG. 2: Evolution of the QCL emission lines as a function of B (in

teslas) for negative bias at 4K. The vertical axis between each panel

(a), (b), (c) differs by a factor of ten.

tween subbands |3⟩ and |2⟩ and is calculated to be 15.6meV
(3.8THz). Electrons in the lower lasing level |2⟩ relax to level
|1⟩ through electron-LO phonon scattering (the LO phonon
energy in InGaAs being ~ωLO = 34meV), which guaran-
tees an efficient depopulation of |2⟩. As shown in Ref. 4, the
nominally symmetric structure is in fact asymmetric because
of the asymmetry of the normal and inverted InGaAs/GaAsSb
interfaces (the normal interface corresponds to the switching
during growth from the well to barrier and vice versa for the
inverted one). TEM analysis shows that the roughness of the
inverted interface is much larger than that of the normal one
as it is usually observed in this material system with differ-
ent group V elements for wells and barriers. Depending on
the bias polarity of the structure (positive or negative), the
electron wave function shown on Fig. 1(a) are either pushed
toward the rougher or smoother interfaces, leading to differ-
ent scattering rates for the two polarities. In the experimental
setup, a positive bias leads to an electron flow towards the
rougher inverted interface and a negative bias to an electron
flow towards the smoother normal interface. The application
of a strong perpendicular magnetic field B changes the two-
dimensional parabolic dispersion of the relevant energy lev-
els |i⟩ into a set of discrete quasi-equidistant Landau levels
(LLs) |i, n⟩, where n = 0, 1, is the LL index. LL energies
are calculated using the same one-band model including the
non-parabolicity effect as for B = 0 and the calculated fan
chart of the LLs |2, n⟩ and |3, 0⟩ is shown on Fig. 3(a). The
width of each Landau level depends on the electron scattering
rate and is therefore expected to be different for positive or
negative bias polarity.

The voltage versus current density characteristics at various
magnetic fields are presented on Fig. 1(b) and 1(c) for negative
and positive polarity respectively. For negative bias, as B is
increased from 0 to 15T, the onset of the zone where the laser
action takes place (alignment zone) moves continuously from
J = 0.8 to 0.45 kA/cm2. Note that the structure alignment is
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FIG. 3: (a) Landau level fan chart of the active region. The lower

LL |2, 1⟩ crosses the upper lasing level |3, 0⟩ around 6.4T. The LL

crossing domain, taking into account the finite width of the levels, is

schematically represented by the black and blue diamonds for neg-

ative and positive bias respectively (see text). (b) Threshold current

density versus B measured at 4K for negative (black) and positive

(blue) bias.

preserved at J = 0.8 kA/cm2 for the whole B range. Results
for positive bias are quite different, as the characteristics shift
versus B is more important. The onset of the alignment zone
drops from 1.6 to 0.7 kA/cm2 and the width of the alignment
zone dramatically shrinks as compared to the negative bias.
For example at B = 11T, the alignment zone only occurs in
the vicinity of J = 0.8 kA/cm2. It is therefore no longer pos-
sible to define a fixed current where the alignment is preserved
in the whole B range.

The QCL laser emission was measured using a fast Fourier
transform spectrometer with a resolution of 1 cm−1 (1THz =
33 cm−1) and a Si far-infrared bolometer. The emission at 4K
is shown on Fig. 2 (a), (b), (c) for various magnetic fields, neg-
ative bias and a fixed current density J = 0.8 kA/cm2. The
device was operated in pulse mode with 2µs long pulses at a
repetition rate of 10 kHz. Note that the vertical axis between
each panel (a), (b), (c) differs by a factor ten, i.e. a factor of
100 between (a) and (c). Essentially two points are notice-
able: (i) a strong enhancement of the laser line intensity as
B is increased; (ii) a switch-off of the laser action between
6 and 7.5T. The main laser emission is observed at 3.8THz
(15.6meV) in good agreement with calculated energy levels
shown on Fig. 1. The B-enhancement of the line is consistent
with the V (J) characteristic behaviour shown on Fig. 1(b),
as the current density J is close to the onset of the alignment
zone at B = 0 and in the middle of this zone at high B. A
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FIG. 4: (a) Laser emission for various temperatures at B = 0 for

negative bias and J = 1.3 kA/cm2. The device operates up to ∼
100K. (b) Laser emission at various temperatures at B = 11T for

negative bias and J = 1 kA/cm2. The device operates up to ∼
190K. For clarity, the curve at 190K is magnified by a factor 10.

factor of 100 is measured between 0 and 15T for the main
line. Additional strong laser lines appear between 3.6 and
4.2THz. The extinction between 6 and 7.5T can be explained
by the crossing of LL |2, 1⟩ and |3, 0⟩ occurring around 6.4T
(see Fig. 3(a)). It is well-known that the lifetime of the upper
lasing level is significantly reduced in the vicinity of the LL
crossing because the non-radiative scattering is increased5,6.
The B-domain of the extinction characterizes the width of the
LLs. The black diamond on Fig. 3(a) represents schematically
the crossing area taking into account a LL width of 4meV, in
good agreement with calculations of broadening effects due
to alloy scattering in In0.53Ga0.47As QCL9. The threshold-
current density Jth of the laser action, measured at 4K, is
shown on Fig. 3(b). Jth is around 750A/cm2 for B < 5T
and drops down to 450A/cm2 for high B. The significant im-
provement of the laser action at high magnetic field is usually
observed in the THz QCLs11,12. In fact, for B > 8T, scat-
tering from the upper lasing level |3, 0⟩ to the |2, n⟩ LLs is
suppressed for any value of the LL index n. The upper lasing
level lifetime increases, and therefore the gain coefficient too.
The black diamond on Fig. 3(a) fairly corresponds to the B-
domain where the laser switches off. Similar measurements
were done for a positive bias. The current threshold Jth is
shown on Fig. 3(b) (blue line). Jth is typically twice larger
than measured for negative bias in the whole B-range. The
energy position of the laser lines is similar, around 3.8THz.
The most interesting point is that the laser action quenches
now between 5 and 8.5T due to the crossing of LL |2, 1⟩ and
|3, 0⟩. The larger B-domain of the laser extinction (3.5T in-
stead of 1.5T for negative bias) can be explained by the larger
LL width in that case where the electron wave functions are
pushed towards the rougher inverted interfaces. The current
threshold Jth is proportional to the total scattering rate 1/τ of
the upper lasing level10. Results shown on Fig. 3(b) indicate

that 1/τ is roughly two time larger for positive bias than for
a negative one. If one considers, following Ando et. al.13, a

dependance of the LL-width Γ ∝

√

B/τ , one deduces that Γ

is larger by a factor of
√
2 for positive bias. The blue diamond

on Fig. 3(a) represents schematically the crossing area taking
into account a LL width of 4

√
2meV. Again, the diamond

position fairly corresponds to the B-domain where the laser
switches off. The significantly better laser performance with
negative bias polarity is a clear indication that the interface
roughness scattering has a major impact on the laser action.

We have studied the laser emission as a function of tem-
perature in the range T = 4 − 220K under magnetic field.
It is known that the laser action at high temperature can be
improved under a strong magnetic field. For instance, laser
action at 3THz up to 225K was reported at B = 19.3T in
a GaAs/Al0.15Ga0.85As QCL12. Here we present only the re-
sults for negative bias polarity where better performances are
expected. Typical results at B = 0 and 11T are shown on
Fig. 4 for current density J = 1.3 kA/cm2 and 1 kA/cm2 re-
spectively. Again, the device was operated in pulse mode with
2µs long pulses at a repetition rate of 10 kHz. The laser line
at B = 0 vanishes for T > 100K while a weak laser action
is still measured for B = 11T at T = 190K and vanishes
completely only at T = 195K. The use of 0D confinement
in QCL has been proposed as an efficient mechanism to sup-
press non-radiative relaxation and achieve higher temperature
operation12. A magnetic field, changing the 2D subband into
a set of discrete 0D-like LLs, is therefore an effective tool to
improve the QCL performances6,11. One might note on Fig. 4
that the laser action at 4K is smaller than that measured at
40K and 80K. Indeed, we present the emission at a fixed
current density in the whole investigated temperature range.
This current density is chosen to optimize the laser emission
at high temperature, thus the device is not operated at maxi-
mum output power at 4K. Finally, we have performed similar
temperature measurements for positive bias, which show de-
teriorated performances with a working operation limited at
50K for B = 0 and 135K for B = 11T.

In conclusion, we have investigated under magnetic field a
In0.53Ga0.47As/GaAs0.51Sb0.49 symmetric QCL emitting at
3.8THz for positive and negative bias. Reasonable device
performances (laser current threshold and working tempera-
ture) are obtained for a negative bias polarity where electrons
are moving against the smoother normal interface. Owing to
the suppression of inter Landau level non-radiative scatter-
ing, we demonstrate unambiguously that the device perfor-
mances are improved at high magnetic field. For instance,
working temperature up to 190K and current threshold as low
as 450A/cm2 were measured at 11T. The significantly bet-
ter laser performance with negative bias polarity, in particular
the demonstration of a smaller LL width, is a clear indication
that the interface roughness scattering has a major impact on
the laser action. Finally, this work suggests that such QCL
with a better growth quality could be good candidates to chal-
lenge the state-of-the-art GaAs/AlGaAs THz QCLs for higher
temperature laser operation.
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