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Abstract

We discuss basics of scanning tunneling microscopy and spectroscopy (STM/S) of the superconducting state with
normal and superconducting tips. We present a new method to measure the local variations in the Andreev reflection
amplitude between a superconducting tip and the sample. This method is termed Scanning Andreev Reflection
Spectroscopy (SAS). We also briefly discuss vortex imaging with STM/S under an applied current through the sample,
and show the vortex lattice as a function of the angle between the magnetic field and sample’s surface.
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1. Introduction

Using Scanning Tunneling Microscopy and Spec-
troscopy (STM/S), one can, in principle, image
many features of superconductors. In particular,
the position of vortices and the symmetry of the lat-
tice, as well as the spectroscopy inside and around
vortex cores[1,2]. A vortex consists of supercurrents
surrounding a magnetic core, and the Cooper pair
wavefunction slips its phase by 2π in a ring around
its center [3–5]. The quantized finite circulation im-
plies that the supercurrent velocity has to diverge at
the center of the vortex. This divergence is avoided
as the Cooper pair wavefunction drops continuously
towards the center and becomes zero exactly at the
vortex core. Materials Science and nanostructuring
have been used to highlight different aspects of vor-
tices, giving new physics or applications. For exam-

1 * Corresponding author: hermann.suderow@uam.es

ple, vortex lattice elasticity studies treat vortices as
ropes with a rigid center in 3D or as disks in 2D, and
are important in explaining vortex lattice disorder
and melting [6–9]. In anisotropic superconductors,
non-local physics leads to anomalous vortex lattice
symmetries[10,11]. Magnetism may increase vortex
density or change its symmetry[12,13]. Conduc-
tance or Tc oscillations, observed in regular arrays
of dots or other nanostructures, highlight vortex
pinning in terms of force balance[14]. The observa-
tion of peaks in the density of states in the center
of the vortex cores is understood in terms of the
smooth changes of the Cooper pair wavefunction
when approaching the center of the vortex[15–18].
In this paper we review some aspects of tunneling

spectroscopy relevant for the study of supercon-
ductors, and discuss recent developments enabling
new imaging possibilities, such as Scanning An-
dreev Reflection Spectroscopy. Measurements have
been taken in several dilution and 3He refrigerator

Preprint submitted to Elsevier 10 January 2012

http://arxiv.org/abs/1201.1868v1


STM/S set-ups described elsewhere[2,19,20].
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Fig. 1. a) Calculated tunneling conductance between a nor-
mal tip and a s-wave BCS superconductor as a function
of the bias voltage at Tc/65 (blue line) and at Tc/2 (red
line). We use NS(E) as shown in the inset (with peak at
∆=1.76kBTc=1meV) . b) Tunneling conductance between a
tip having a Gaussian shaped peak of the density of states at
the Fermi level, with a width of 15µeV (NT (E) as shown in
the left inset) and a superconducting sample with the same
density of states NS(E) as in a, at Tc/65 and at Tc/2. In-
set shows the corresponding I(V) curves. c) Tunneling con-
ductance between tip and sample with the same density of
states as in a) at Tc/65 and at Tc/2. Bias voltage labels for
c are given in mV at the bottom, and for a and b in mV at
the top.

2. Spectroscopy with superconducting tips

One objective of a tunneling spectroscopy imag-
ing experiment in a superconductor is to obtain with
highest precision the energy dependence of the den-
sity of states of the superconductorNS(E) as a func-
tion of the position at all temperatures or magnetic

fields. The tunneling current I between tip and sam-
ple can be written as I(V ) ∝

∫
dE[f(E − eV ) −

f(E)]NT (E−eV )NS(E), and is the result of the con-
volution of the densities of states of tipNT and sam-
ple NS , weighted by the Fermi function f(E)[1,21].
When the tip is made of a non superconducting
metal, NT is energy-independent, and the differen-
tial tunneling conductance σ = dI/dV is simply
NS(E) smeared by the Fermi function[1,22]. When
kBT is low enough, σ is practically equal to NS(E),
but when increasing the temperature, the tunnel-
ing conductance may be significantly smeared (Fig.1
a), and measurement uncertainty coming from noise
significantly influences the final de-convolution[23].
Consider now, for example, a tip with a δ function

like sharp peak at the Fermi level, in an otherwise fi-
nite and energy independent density of states, such
as the one produced by a localized state close to the
tip[24,25]. In that case, the I(V) curve directly re-
flects the density of states of the sample, with a peak
at the gap edge. The conductance σ has correspond-
ingly pronounced maxima and minima, and passes
through zero exactly at the position of the peak in
I(V). When increasing temperature, the current be-
low the gap edge increases exponentially, reflecting
the thermal behavior of the tail of the Fermi func-
tion[26], but features in σ at the gap edge are largely
unaffected (Fig.1 b). If the density of states of the tip
is well known and independent of temperature, then
the de-convolultion of the sample’s density of states
from the I-V curve or from the tunneling conduc-
tance remains precise when increasing temperature.
Localized state features which give peak shaped den-
sities of states have been observed in some cases
close to defects or impurities[24,25,27,28]. Tips with
impurities located close to the apex could therefore
give interesting results, although they still need to
be realized in a controlled way.
A superconducting tip leads to even better results.

The form and properties of the density of states of
tips made of well known superconductors have been
previously reported with detail[2,29–37]. The quasi-
particle peaks located at the gap edge lead to a sharp
anomaly at the sum of the tip and sample’s super-
conducting gaps (Fig.1c). When increasing temper-
ature, the width of the corresponding anomaly does
not change, making the determination of the LDOS
of the sample through de-convolution accurate at all
temperatures [38,39].

2



(c)

(b)

0.5 1.0

0.0

0.5

1.0

GN = 0.006 G0

N
o
rm

al
iz

ed
 C

o
n
d
u

ct
an

ce
 (

G
/G

N
)

Voltage (mV)

0.5 1.0

0.0

0.5

1.0

GN = 0.2 G0

N
o
rm

al
iz

ed
 C

o
n
d
u
ct

an
ce

 (
G

/G
N

)

Voltage (mV)(a)

Fig. 2. Scanning Andreev Spectroscopy of the vortex lattice
of NbSe2 using a tip of Pb at 0.3 K. In left panels we show
experiments on the vortex lattice with a short tip-sample
distance (conductance at 4 mV is of 17µS, Andreev reflection
is observed), and in the right panels we show experiments
made using a larger tip-sample distance (conductance at
4 mV is of 0.5µS, Andreev reflection is suppressed due to

the high tunneling barrier). In a) we show the tunneling
conductance at a vortex core (red points), and in between
vortices (blue points). Higher conductance at the vortex cores
is due to Andreev reflection between the superconducting
tip and the NbSe2 sample, only visible when tip-sample
distance is short enough (here at 17µS). Violet and green
lines show the voltages at which the spectroscopic images
in b anc c are built of. The images built with the tunneling
conductance at 0.5 mV (shown in b in violet frames), clearly
show the vortex lattice if the tip-sample distance is short
(left panel, 17µS) due to Andreev reflection between the
superconducting tip and the normal vortex core. The image
built with the tunneling conductance at the same voltage
is featureless when the tunneling conductance is low (right
panel, 0.5µS). Color code is shown as a bar at the center using
the same scale as in the y axis of a, namely the tunneling
conductance normalized to the value at high voltages. In c
we show the images constructed from the data at 1 meV,
using the color code from the bar at the center. Observed
features (star shaped vortex core) do not depend on the
tip-sample distance, and have been discussed in previous
publications[2,29–36].

3. Scanning Andreev Reflection

Spectroscopy with superconducting tips.

Superconducting tips also allow, on the other
hand, to probe the Josephson effect at the local

level[30,40,41], and they could enable designing,
in future, local phase sensitive experiments[2,42].
There is yet another important feature which has
not been explored until now. In particular, at the
lowest temperatures, the current due to thermal
excitations at voltages below the superconducting
gap is exponentially small. Andreev reflection be-
tween tip and sample is always present, and the
corresponding current depends exponentially on
the tunneling barrier[43]. Therefore, reducing the
tunnel barrier at the lowest temperatures leads to
the observation of a small current at bias voltages
below the superconducting gap which exponentially
grows when the distance between tip and sample
is reduced[44]. For instance, using a superconduct-
ing tip and a normal sample, with a tunneling
conductance of around some tens of µS (i.e. some
0.1 G0, where G0 is the quantum of conductance),
the Andreev reflection accounts for the observation
of a tunneling conductance of some per cent the
high voltage conductance. When scanning with a
superconducting tip a superconducting sample, An-
dreev reflection is further suppressed, as the process
requires bouncing back and forth four electronic
states, instead of the two states involved in a N-S
Andreev reflection process[45].
Thus, scanning with, e.g. a superconducting tip

of Pb, on a sample with superconducting and nor-
mal areas, leads to a conductance at a finite voltage
below the superconducting gap which changes as a
function of the position, being significantly larger on
top of the normal areas. Of course, the experiment
needs to be made at low enough temperatures to en-
sure that the result does not come from thermal ex-
citations. Moreover, local variations in the magnetic
field may result in changes in the tip’s density of
states which induce pair breaking effects, producing
similarly a higher low bias conductance[31]. Chang-
ing the tip-sample distance is the most effective way
to separate Andreev processes from other variations
of the low bias voltage conductance as a function of
the position. In Fig.2 we show results taken at a con-
ductance of 17 µS (left panels of Fig.2), and compare
them with results taken at a conductance of 0.5 µS
(right panels of Fig.2), which is around 0.39% G0.
While thermal excitations or pair breaking depend
on the actual density of states of the tip and should
be present at all tunneling tip-sample distances, An-
dreev reflections will decrease exponentially with
distance. The left panel of Fig.2b shows the vortex
lattice of NbSe2 at 0.1 T viewed by plotting as a func-
tion of the position the value of the Andreev conduc-
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tance. The signature of vortices is washed out when
images are taken at low tunneling conductance, be-
low µS, as shown in the right panel of Fig.2b. When
the image is built from the value of the conductance
at 1 mV the observed features are due to changes in
the local density of states, and have been discussed
previously[2,29–36]. Namely, the density of states at
the center of the vortex core is high and leads to high
conductance at 1mV when using a superconducting
tip of Pb, and the characteristic star-shape found in
NbSe2 is observed in-between vortices. This obser-
vation is independent of the value of the tunneling
conductance, as is shown in Fig.2c.
This demonstrates that the localized electronic

states inside the vortex cores can carry an Andreev
current, which peaks at the vortex core. Note that
Andreev reflection between a conventional s-wave
superconductor and a metal with full spin polariza-
tion is not allowed. Thus, Scanning Andreev Spec-
troscopy can be developed in future as an effective
tool to study local spin polarization of materials at
very low temperatures.

4. Current drive scanning tunneling

microscopy and spectroscopy.

Fig. 3. The pinned vortex lattice of NbSe2 observed using
conventional scanning tunneling spectroscopy with a normal
tip under an applied current of 10 mA at a magnetic field
of 0.5 T and at 4.2 K. To obtain the image, full I-V curves
are taken at each position. The conductance at zero bias is
plotted as a function of the position. At this temperature
(4.2 K), the dependence of the I-V curves within vortex cores
and in between vortices as a function of the applied current
is mixed with the temperature smearing.

It is also important to image varying relevant ther-
modynamic and transport parameters, such as an

applied current. Several STM/S experiments have
been designed for topography measurements under
an applied current. The arrangement requires to
ground one side of the sample and apply a bias to
the other side, with a current fixed by the resistance
of the sample and the bias voltage[20,46]. In order to
study a superconductor, one requires knowledge of
the fullNS(E) dependence. Recently, we have devel-
oped new STM/S circuitry and methods to be able
to make I-V measurements as a function of the posi-
tion and the current using normal tips[20]. In Fig.3
we show a vortex lattice image of NbSe2 obtained by
measuring at each position a full I-V curve, and ap-
plying a current of 10 mA through the sample, at 4.2
K. Corresponding current density is of 0.4 104A/m2.
Current flow can be expected to be homogeneous,
because the London penetration depth λ is much
larger than the coherence length ξ[18]. Here we plot
the normalized zero voltage conductance as a func-
tion of the position[2]. The vortex lattice is clearly
viewed, so that the current is below the de-pinning
value. We image therefore the pinned vortex lattice.
Further measurements at lower temperatures, and
as a function of the current and the magnetic field
are under way.

5. Scanning tunneling microscopy and

spectroscopy in a vector magnetic field.

76°70°60°

Fig. 4. Vortex lattice of NbSe2 as a function of the angle
of the applied magnetic field with respect to the surface.
Images are taken at 0.5 T and 1.2K. Top panels show the
real space images, and bottom panels their Fourier trans-
forms. Red lines and points highlight the Bragg peaks of
the vortex lattice. When increasing the angle, the hexagon
elongates, and leaves practically a stripe like arrangement at
76o. Grey lines and points show the position of Bragg peaks
with smaller amplitude.
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The control over the direction of themagnetic field
is another important aspect which allows studying
highly anisotropic samples. In particular, the vor-
tex lattice in layered compounds is expected to show
many peculiar features related to the modifications
of intervortex potential when the magnetic field is
turned from being perpendicular to the layers[47–
49]. Recently, we have developed a dilution refrig-
erator three-axis vector magnet STM/S set-up, and
could measure the angular dependence of the vortex
lattice in NbSe2. The density of vortices decreases
when the z-axis component of the magnetic field
drops, following cos(θ−θm), with θm being the mis-
alignment of the normal to the surface of the sample
with respect to the z component of the magnetic field
(here θm = 4o). As observed previously in Ref.[48],
the vortex lattice buckles, losing hexagonal symme-
try, because it tries to orient one of the three high
symmetry axis of the hexagon along the planar com-
ponent of the magnetic field vector. Gradually, the
hexagon is elongated and a zig-zag structure which
ends up in stripe-like vortex arrangements is found.
Although the vortices have been observed (Fig.4),
more precise and clear measurements are needed to
show this interesting feature of the tilted vortex lat-
tice.

6. Summary and outlook.

Scanning tunneling spectroscopy has evolved as
a very efficient and complete microscopy of the su-
perconducting state. Work in superconducting tips
allow to increase considerably the precision in mea-
suring the density of states of the sample, and pro-
vides for new modes of operation. Scanning Andreev
Spectroscopy (SAS) appears as an efficient way to
probe Andreev reflection at the very local level, and
should lead to new imaging technique sensitive to
the spin polarization of the tunneling current. Fur-
ther developments in measurements as a function
of an applied current (CD/STS), and in a vector
magnetic field, will enable new imaging possibili-
ties. The full potential of Materials Science, with
anisotropies of single crystalline materials, and of
engineered Nanoscience, with phenomena related to
vortex flow in different geometries and arrangement
of nanostructures in superconducting samples, come
into the realm of the imaging possibilities of STM/S.
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