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Abstract 

 

The thermo-oxidative degradation of polylactide (PLA) films was studied between 70 and 

150°C. It was shown that the oxidative degradation of PLA leads to a random chain scission 

responsible for a reduction of the molar mass. These molar mass changes affect Tg and the 

degree of crystalllinity, and it was found that Tg decreases according to the Fox-Flory theory 

whereas the degree of crystalllinity increases due to a chemicrystallization process. A 

correlation between molar mass and strain at break during oxidation has been established: 

PLA displays a brittle behaviour when Mn falls below 40 kg.mol
-1

 in agreement with 

relationships linking the critical value for embrittlement with the molar mass between 

entanglements. 

 

Corresponding author: bruno.fayolle@ensam.eu 
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INTRODUCTION 

In the market of biodegradable polymers, polylactide (PLA) is undoubtedly one of the 

most promising candidates for further developments since it is not only biodegradable but 

also produced from renewable resources, such as sugar beet and corn starch [1]. PLA can be 

found under several forms depending on the enantiomeric ratio of the lactic acid group, 

namely PLLA (poly-L-lactic acid), PDLA (poly-D-lactic acid) and the most common one, PDLLA 

(poly-D,L-lactic acid), each PLA having specific properties. 

Some of the PLA properties are comparable to the ones of conventional polymers. 

Ease of processi g, echa ical properties especiall  You g’s odulus , glass tra sitio  

temperature higher than room temperature and high transparency thus make PLA a 

promising material for packaging and other industrial applications [2]. Therefore, 

understanding the oxidation and thermal degradation of this polymer is of great importance, 

because they affect directly the physical state of the polymer and as a consequence its 

performance in use. 

PLA performance in terms of durability are limited by multiple chemical ageing 

mechanisms such as thermal decomposition [3-5], hydrolysis [6-8], photo oxidation [9, 10], 

natural weathering [11] and thermo oxidation at high temperature [12, 13]. Due to 

biodegradable applications, numerous studies dealing with hydrolytic ageing are available 

(see for instance reference [8]). However, no studies of ageing in atmospheric conditions in 

the absence of water and UV light have yet been conducted. As a consequence, we focus our 

study only on the oxidative degradation of PLA induced at moderate temperatures (i.e. 

below the PLA melting temperature). 

Concerning kinetics of thermal degradation in air of PLA, different assessments of 

activation energy (Ea) can be found in the literature. It is noteworthy that these experimental 

data are based on thermogravimetric measurements (TGA mainly). For example, Gupta and 

Deshmukh reported the degradation process above 150°C as being a single-stage type, with 

lactide as the major decomposition product. From isothermal TGA measurements in air, they 

found the overall activation energy (Ea) of the degradation to be 104-125 kJ/mol [14, 15]. 

McNeill and Leiper investigated the degradation of PLLA under both controlled heating 

conditions and isothermal conditions in an inert atmosphere. A first-order kinetic model 
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enabled them to obtain an apparent activation energy of 119 ± 4 kJ.mol
-1

 in the temperature 

range 240-270°C [16, 17]. Babanalbandi et al. reported Ea values for PLLA using isothermal 

gravimetric analysis over the temperature range 180-280°C under nitrogen and air. Their 

results showed that Ea for isothermal weight loss rate was between 72 to 103 kJ/mol 

depending on degradation conversion [18]. Their hypothesis was that the PLLA degradation 

process followed complex kinetics, even at low conversion. Liu et al. reported that the 

degradation of PDLLA at processing temperatures (170°C-200°C under air or nitrogen) 

follows a random chain scission mechanism, with two to three degradation stages 

depending on atmosphere and exposure temperature (higher than 160°C). They identified 

that Ea changes (from 137 kJ/mol to 142 kJ/mol) can be associated with the various 

degradation stages [19]. 

 As already stated, all these data are obtained from experiments conducted at higher 

temperatures than the melting temperature of PLA (160°C). Therefore, it is possible that 

others mechanisms and kinetic behaviour take place during degradation below 160°C, i.e. in 

the solid state. Moreover, TGA experiments are often questionable to follow degradation 

since volatile products can have multiple sources (thermal decomposition, oxidation… . 

 The main purpose of the present work is to investigate thermal oxidation of 

commercial PLA (containing a small fraction, typically 5%, of D-lactide groups) below its 

melting temperature. The final objective of this work is to build a model based on the 

following steps: 

1. Understanding the oxidation mechanism at temperatures below 160°C. 

2. Building a kinetic model to simulate and predict macromolecular modifications 

independent of exposure temperature and oxygen pressure. 

3. Establishing relationships between macromolecular modifications and 

physical/mechanical properties valid for all exposure conditions to predict the 

lifetime of the PLA in dry applications. 

In this study, we first identify the chain scission kinetics at different temperature 

conditions. Thus, to the best of our knowledge, this study constitutes the first systematic 

investigation concerning the ageing of PLA under thermal oxidation below its melting 

temperature. Second, physical properties such as glass temperature and degree of 
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crystallinity are characterized during the oxidation process in order to correlate these 

properties with the molar mass changes. Finally, taking into account that tensile properties 

are strongly dependant on the molar mass, mechanical behaviour is characterized to 

establish a master curve linking properties at break and molar mass during oxidation 

independent of any ageing conditions. 

 

EXPERIMENTAL 

1) Material and preparation of films    

The poly(D,L-lactide) (PDLLA) used in this study was supplied by NatureWorks 

(U.S.A.). The selected grade 2002D had a D content of 4.25% [20], Mw = 209,000 g.mol
-1

, Mn 

= 101,000 g.mol
-1

, polydispersity index: Mw/Mn = 2.07 (obtained from SEC measurements) 

and a melting temperature of 155°C (obtained from DSC measurements). 

Prior to processing, pellets were dried at 90°C under dried air for 4 h to remove water 

traces. Films were prepared from these pellets by extrusion using a single-screw MAPRE 

extruder of 30 mm in diameter with a barrel of length-to-diameter (L/D) ratio of 33 and a 

three-section screw. The temperature profile of the six zones of the screw was 180–180–

180–185–190–190°C and the speed screw was set at 40 rpm.  A flat die of 200 mm in width 

heated at 190°C and a chill roll Haake equipment were used to manufacture films having 145 

 i  idth a d appro i atel    i  a erage thick ess. The roll te perature a d the 

roll speed were fi ed, respecti el , at  °C a d ≈  / i .  

 

2) Ageing conditions  

 The films were exposed in an oven under air at constant temperature of 70, 100, 130 

or 150°C. Other smaller specimens (3.5×4 cm
2
) were introduced in an autoclave at 100°C 

under an oxygen partial pressure of 30 bars. At chosen times, individual samples were 

removed from the oven or the autoclave to be characterized.  
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3) Characterization   

a) IR analysis  

 Infrared spectra in ATR mode were recorded with a FT-IR spectrometer Frontier 

(Perkin Elmer) and SPECTRA software for acquisition. Spectra were obtained using 64 scan 

summations and a 4 cm
-1

 resolution. The OMNIC software program was used to analyse the 

data. 

b) Size exclusion chromatography (SEC)  

 The changes in molecular characteristics were obtained by size exclusion 

chromatography (SEC) using a Waters Co. equipment. It consisted of an isocratic pump 

(GILSON 307), a column oven (Waters Control Module II) at 35°C, an automatic sample 

changer (Waters 717 plus Autosampler), a Refractive Index (RI) detector (Waters 2414) and a 

UV photodiode array detector (Waters 2998). The analysis was performed with THF as the 

eluent at a flow rate of 1 ml.min
-1

. The PLA solutions were prepared in THF (60 mg 

polymer/3 ml solvent). The Breeze software program was used for acquisition and analysis 

of the Waters data. Calibration of the SEC equipment was based on polystyrene standards 

(Shodex Standard from Showa Denko range 3070-778000 g.mol
-1

). 

c) Differential scanning calorimetry (DSC)  

 The differential scanning calorimeter used to measure the thermal characteristics of 

the PLA was a Pyris 1 (Perkin Elmer). Calibration of the apparatus prior to the experiments 

was performed using an Indium standard. Samples of around 9 mg were cut from the films 

and put in 40 l sealed alu i iu  pa s. All the e peri e ts were performed under dry N2 as 

a protective gas (30 ml/min). Three calorimetric scans were performed for each sample at a 

heating/cooling rate of 10°C/min. The first heating scan, in which the thermal history was 

suppressed, was performed from 0 °C to 200°C; the cooling scan went from 200°C to 0°C and 

the third and last heating scan from 0°C to 200°C. 

 The thermal characteristics – glass transition temperature (Tg), cold crystallization 

temperature (Tcc), enthalpy of cold crystallization (ΔHcc), melting temperature (Tm) and 

melting enthalpy (ΔHm) – were determined from the first scan. The degree of crystallinity (xC) 

of the PLA samples was calculated using a enthalpy of fusion per mole of repeating unit of 

perfect crystal of infinite size (totally crystalline polymer) equal to 93 J.g
−1 

[21]. 
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d) Tensile tests 

 Tensile properties were obtained using a universal tensile machine (Instron model 

4301) with dog bone shaped samples (NF ISO 37:2005-12 type 3 standard) cut in the films 

along the extrusion flow direction. Dog-bone useful cross-section was then 40 microns in 

thickness and 4 mm in width. Prior to tensile testing, film samples were conditioned at 23°C 

and 50% RH (relative humidity) for 24h. Tensile tests were performed at a cross-head speed 

of 10 mm/min at 23°C and 50% RH. 

 

RESULTS AND DISCUSSION 

1) Identification of oxidation products  

Figure 1 shows the IR spectrum modifications of PLA films exposed to oxidation at 

150°C. The band assignements for neat PLA are made according to values provided in the 

literature [22]: δas(CH3) at 1454 cm
-1, δs(CH3) at 1383 cm

-1, δ1(CH) at 1359 cm
-1, δ2(CH) at 

1292-1305 cm
-1

 a d as(COC) at 1208 cm
-1

. Only slight changes are observed which can be 

attributed to a secondary crystallization process, revealed by marked modifications of 

intensity at 955 cm
-1 

and 921 cm
-1

. Indeed, Meaurio has shown that during PLA 

crystallization, the intensity of the band at 955 cm
-1

, relative to the amorphous phase, 

decreases and that a new band appears at 921 cm
-1 

indicating the presence of α cr stals [23]. 

Gardette [24] and Bocchini [25] showed that PLA photo oxidation by UV-light 

irradiation leads to the formation of carbonyl products, identified as anhydride functions, 

characterized by a new band at 1845 cm
-1

. Nevertheless in our case of thermal oxidation, we 

have not observed new bands, especially this expected band for anhydride functions at 1845 

cm
-1

 (Figure 1). Only the splitting of the initial carbonyl bands at 1745-1754 cm
-1

, 737-754 

cm
-1

 and 692-711 cm
-1

 could be observed. However, the modifications in the 690-760 cm
-1

 

region could also be explained by crystallinity changes which lead to other conformations of 

the polymer. The splitting of the initial carbonyl bands at 1745-1754 cm
-1

 could also be 

linked to the presence of new carbonyl bonds, not belonging to anhydride functions, formed 

during the PLA oxidation. All the modifications previously described are independent of the 

exposure temperature. Because of the chemical structure of the PLA, no carbonyl associated 

with the chain scission mechanism can be detected by FTIR (as is commonly done for 
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polyolefines), because the intrinsic PLA carbonyl band is located in the 1700-1750 cm
-1

 

region. Nevertheless, we can assume that PLA thermal oxidative degradation follows the 

mechanism shown in Figure 2. This hypothesis is made considering that the tertiary CH bond 

shows the lowest dissociation energy and that hydroperoxides (POOH) contribute mainly to 

the oxidation initiation step and follow a close-loop mechanism [26]. To complete this 

mechanism, we have to consider that the structure of the PO° radical can decompose by 

three possible -scissions as shown in Figure 3. Among these ones, only path (1) does not 

produce anhydrides [24]. 

 

2) Molecular weight modifications 

 Figure 4 shows the changes in Mn and polydispersity index (PI) = Mw/Mn of PLA 

samples as a function of time during thermal oxidation at 100, 130 and 150°C. It appears 

that Mn decreases with time for all samples suggesting strongly that a chain scission 

mechanism is largely predominant during oxidation (Figure 4a). One can notice that this 

mechanism does not exhibit an induction period, i.e. the oxidation starts from the beginning 

of the exposure. As expected, the rate of molar mass reduction increases with the 

temperature. 

However, PI displays a relative stability with values between 2 and 2.5 independent 

of the ageing temperature (Figure 4b). In addition, no secondary peaks can be observed in 

the SEC chromatograms.  

This strongly suggests that chain scissions occur randomly along the polymer 

macromolecules under thermo-oxidative conditions and validates that degradation is 

homogeneous through the film thickness. As a result, the molar mass drop can be attributed 

to a chain scission process, knowing that if depolymerisation process had occurred at the 

same time, this latter mechanism would have caused a remarkable PI increase in time. 

 

According to Saito [27], the number of chain scissions, s, given in mol/kg, can be 

expressed by the following equation:                                    (1) 
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where        is the molar mass of the initial sample and      is the molar mass of the 

aged sample after an exposure time t.  

Figure 5 represents the evolution of s with the exposure time during thermal 

oxidation at 70, 100, 130 and 150°C. For comparison with hydrolytic degradation, molar 

mass measurements have been performed on PLA samples exposed at 70°C in water; the 

related chain scission number is also included in the same Figure 5.  

First, by comparing ageing in air and in water at 70°C, we can conclude clearly that 

the hydrolysis ageing can be neglected in air. At temperatures higher than 100°C in air, 

ageing mechanism is undoubtedly the oxidation.  

To confirm that oxidation is the predominant mechanism of degradation, exposures 

under 30 bars of oxygen have been performed. Figure 6 shows the change of Mn for PLA 

samples exposed at 100°C under an oxygen partial pressure of 0.2 and 30 bars. One can 

observe Mn of all the films exposed to an oxygen partial pressure of 30 bars decreased 

significantly from the beginning of exposure, the chain scission rate being dependent on the 

oxygen concentration into the polymer. By assuming, as a first approach, that the oxidation 

rate is proportional to the chain scission rate, this result suggests that oxidation occurs in air 

and that the oxidation rate depends on oxygen pressure as in many polymers such as 

polypropylene [28]. 

Analysing the data shown in Figure 5, it is possible to assess the activation energy for 

the oxidation rate assuming that the oxidation rate is proportional to the chain scission rate. 

Ea is then found close to 60 kJ.mol
-1

, which is significantly lower than values reported in the 

literature (see Introduction). Whereas degradation kinetic are mainly assessed by following 

weight loss (TGA measurements), we believe that such measurements have to be used with 

caution to predict PLA lifetime at low temperatures. 

 

3) Tg and degree of crystallinity changes 

DSC measurements on PLA films exposed to oxidation at 100, 130 and 150°C were 

also performed. It was observed that, whatever the exposure temperature, Tg tends to 

decrease while the melting temperature as well as the degree of crystallinity tend to 

increase during the oxidation process (Figure 7). It is noteworthy that DSC thermograms (not 

shown here) do not display any shoulder or secondary peak during the oxidation process. 
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Indeed, melting temperature values increase slightly with exposure time suggesting that this 

secondary crystallization linked to the molar mass decrease is not due to new crystals but 

rather to a crystallite thickening process [29].  

The Tg decrease can be attributed without any doubt to the chain scission process 

occurring during oxidation. Indeed, in the case of linear polymers, Tg and number average 

molecular weight are linked by the Fox-Flory relationship [30] Tg = Tg,∞ - k/Mn, where k 

(K.kg.mol
–1

) is the Fox-Flory constant and Tg,∞ the glass transition temperature of a PLA 

having an infinite molar mass. 

Tg is plotted as a function of 1/Mn in Figure 8 for all temperatures of exposure: a 

linear correlation is found confirming the Fox-Flory approach can be applied to predict Tg 

changes during a chain scission process. According to Figure 8 and the Fox-Flory relationship, 

we can estimate a Tg,∞ value of about 55°C, which is in agreement with values proposed 

elsewhere for PLA [31]. 

According to the DSC thermograms, it can be observed that an annealing process 

occurs during the first stage (roughly 48 hours) of exposure at 100, 130 and 150°C, because 

of the well-known PLA cold crystallisation. After this first stage, crystallinity increases slowly 

with the oxidation process. In other words, crystallinity increases until about 40% in these 

first hours of exposure to reach a regime where crystallinity is then only driven by the chain 

scission.  Figure 7 shows the change in crystallinity for PLA samples exposed to oxidation at 

100, 130 and 150°C as a function of chain scission number. It is obvious that the crystallinity 

increases regardless of exposure temperature. As a result, one can conclude that the degree 

of crystallinity is mainly governed by the chain scission process. 

The phenomenon linking crystallinity and chain scission is often called chemi-

crystallization. Indeed, in semi-crystalline polymers the chain scission process occurs only in 

the amorphous phase by freeing new chain segments. These segments can then integrate 

the crystalline phase if they have sufficient mobility, which is the case in the rubbery state. In 

our case, this process are likely to occur since exposure temperatures were well above Tg, 

knowing PLA Tg are usually measured between 47 and 60°C (Figure 8).  

Fayolle et al. [32] have proposed a relationship linking chemi-crystallization and chain 

scissions processes, introducing the concept of crystallisation yield. This can be defined as 

the number y of monomer (or elementary chain segment) units entering the crystalline 

phase per scission event. The instantaneous value y (unitless) of this yield is given by [32]:   
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                   (2) 

 

where Mm is the molar mass of the monomer unit (Mm(PLA) = 72 g/mol), xc is the degree of 

crystallinity, and s is the number of chain scission event per mass unit. 

Figure 7 allows us to assess the term      ⁄  from the slope of the straight line. One 

can thus notice that the degree of crystallinity increases regardless of exposure temperature, 

and consequently the term       ⁄ can be considered as a constant. Using equation (2), an 

average value of 44 for y is found, as reported in Table 1. It is noticeable that this value is 

very close to the ones obtained for others polymers such as PE [33] or POM [34] (see Table 

1). As a result, a prediction for the degree of crystallinity is now possible based on a chain 

scission kinetic model. 

 

4) Embrittlement process 

Figure 9 shows the changes in strain at break for PLA films exposed to oxidation at 

100, 130 and 150°C. The strain at break before annealing is not reported in this figure since 

its value is close to 20%. It is noteworthy that this value, though higher than what is usually 

reported in the literature for PLA [35], has already been observed by several groups 

especially for extruded samples [36, 37]. During the oxidation process, strain at break values 

drop with increasing exposure time and reach a value close to zero after a time depending 

on the exposure temperature, about 150, 250 and 500 hours for 150, 130 and 100°C 

respectively. One can also notice that a higher exposure temperature results in a faster 

decrease in the tensile properties. 

It is well known that mechanical properties at break of vitreous amorphous linear 

polymers are strongly dependent on the molar mass. In the case of semi-crystalline polymers 

having their amorphous phase in the rubbery state, these properties are dependent not only 

on the molar mass but also on the crystalline morphology (degree of crystallinity, 

amorphous layer thickness) [32]. In the case of PLA, we have seen that during oxidation the 

molar mass decreases whereas the degree of crystallinity increases, both aspects being 

intimately linked. However, in our study, tensile tests have been performed at room 

temperature, i.e. at much lower temperature than Tg (even considering its drop during 
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oxidation). As a result, strain at break values have been measured on oxidized PLA having its 

amorphous phase in the glassy state. In a first approach, we propose to investigate a 

possible correlation between strain at break values with the degree of crystallinity or with 

the molar mass (see Figures 10 and 11 respectively).  

Looking at figure 10, the embrittlement process cannot be correlated to the 

crystallinity increase (Figure 10) since the scattering of the data does not allow the building 

of a master curve. As a result, the degree of crystallinity does not appear to be the main 

parameter which governs PLA embrittlement. 

Figure 11 shows strain at break as a function of number average molar mass (Mn) for 

the three exposure temperatures. Indeed, it has been proposed that Mn is the relevant 

average molar mass to correlate with the failure properties for glassy linear polymers [38]. 

Here, the strain at break decreases sharply when Mn decreases until a critical value of about 

40 kg/mol where it reaches a plateau value close to 1%. A very good correlation is obtained 

independently of the considered temperature of exposure, which allows building a master 

curve linking molar mass with failure properties independent of chain scission kinetics.  

From the master curve shown in Figure 11, the following aspects can be drawn. First, 

strain at break values can be predicted from molar mass values which could be simulated by 

a kinetic model for PLA oxidation. Consequently, knowing the chain scission kinetics, it will 

be possible to predict the embrittlement time, in other words the time when Mn is below 40 

kg.mol
-1

: this time is around 150h, 250h and 500h for the PLA aged at 150, 130 and 100°C 

respectively. One can notice that this critical mass M’C for complete embrittlement could 

also be applied in the case of hydrolytic ageing. 

At last, the remaining question is the physical meaning of this value of 40 kg.mol
-1

 for 

M’C. For glassy amorphous polymers, it has been proposed that M’C is linked to the molar 

mass between entanglements. In order to predict M’C from the polymer structure, a 

parameter q can be defined as q = M’C/Me where Me is the entanglement molar mass. For 

most of amorphous polymers, q is about 5 [39]. On the other hand, for semi-crystalline 

polymers having their amorphous phase in the rubbery state, q values are much higher 

(close to 50 [38]). For PLA, Me has been assessed close to 8 kg.mol
-1

 [40] leading to a q value 

close to 5. From this point of view, it appears then that PLA at room temperature is a 

member of the glassy amorphous family.  
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CONCLUSION 

 

The thermal oxidation mechanism of PLA at low temperatures (T<160°C) leads to a 

random chain scission process, responsible for the decrease of the PLA molecular weight as 

shown by SEC measurements.  

Oxidation affects the physical and mechanical properties of the polymer, in 

agreement with some common behaviours observed during polyolefin oxidative ageing.  

Thus, the glass transition temperature Tg decreases according to the Fox-Flory theory 

whereas the degree of crystallinity increases due to a chemi-crystallisation process. This 

latter process links crystallinity and chain scissions following a crystallisation yield 

mechanism. The determined yield value is quantitatively comparable to the ones obtained 

for others polymers in thermal oxidation.  

It is concluded that the strain at break decrease is clearly linked to the molar mass 

reduction during oxidation, independent of exposure temperature. PLA displays a brittle 

behaviour when Mn is below 40 kg.mol
-1

, which is in agreement with relationships linking the 

critical value for embrittlement (M’C) with the molar mass between entanglements (Me). 
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Table 1: Chemicrystallization yield y of some polymers in thermal oxidation 

 

Polymer  Acronym  
Temperature 

(°C) 
y Reference 

Polylactide PLA 100-150 44   

Polyethylene PE 70-105 45 [33] 

Polyoxymethylene POM 130 40-50 [34] 
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Figure 1: IR spectra of PLA films in ATR mode during thermal oxidation ageing at 150°C, 

(normalization at 1453 cm
-1

 assigned to as CH3). 
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Figure 2: PLA oxidation mechanism.  

 

 

 

 

 

 

 

 

 

 

 

Figure 3: Possible β-scissions of the PO° radical according to [24]. 
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Figure 4: (a) Mn and (b) polydispersity index changes of PLA samples aged at 100 (), 130 () and 

150°C (). 

 

 

 

 

Figure 5: s as a function of exposure time during thermal oxidation at 70, 100, 130 and 150°C in 

comparison with hydrolysis at 70°C. 

 

 

 

 

 

0

20

40

60

80

100

120

0 200 400 600

M
n
 (

k
g

/m
o

l)
 

Exposure time (h) 

1,0

1,5

2,0

2,5

3,0

3,5

4,0

0 200 400 600

M
w

/M
n

 

Exposure time (h) 

-2,E-02

0,E+00

2,E-02

4,E-02

6,E-02

8,E-02

1,E-01

1,E-01

1,E-01

0 100 200 300 400 500 600

s 
(m

o
l/

k
g

) 

Exposure time (h) 

70°C hydrolysis

70°C oxidation

100°C oxidation

130°C oxidation

150°C oxidation

(a) (b) 



17 

 

 

Figure 6: Evolution of Mn as a function of exposure time exposed at 100°C under an oxygen partial 

pressure of 0.2 () and 30 () bars.  

 

 

 

Figure 7: Degree of crystallinity as a function of the number of chain scission per mass unit. 
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Figure 8: Glass transition temperature as a function of Mn
-1

 at 100, 130 and 150°C. 

 

 

 

Figure 9: Strain at break changes as a function of exposure time during exposure at 100, 130 and 

150°C under air. 
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Figure 10: Strain at break as a function of degree of crystallinity during exposure at 100, 130 and 

150°C under air. 

 

 

 

Figure 11: Strain at break as a function of number average molar mass (Mn) during exposure at 100, 

130 and 150°C under air. 
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