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We examine the excitonic nature of high-lying optical transitions in single-walled carbon nan-
otubes by means of Rayleigh scattering spectroscopy. A careful analysis of the principal transitions
of individual semiconducting and metallic nanotubes reveals that in both cases the lineshape is
consistent with an excitonic model, but not one of free-carriers. For semiconducting species, side-
bands are observed at ∼200 meV above the third and fourth optical transitions. These features are
ascribed to exciton-phonon bound states. Such side-bands are not apparent for metallic nanotubes,
as expected from the reduced strength of excitonic interactions in these systems.

PACS numbers: 78.67.Ch, 71.35.-y, 73.22.-f, 78.35.+c, 78.30.-j

Excitonic effects play a central role in defining the op-
tical properties of quasi-one dimensional (1D) materials,
such as single-walled carbon nanotubes (SWNTs)1. In
the case of semiconducting species (S-SWNTs), confine-
ment leads to many-body and excitonic corrections that
are a significant fraction of the single particle bandgap.
These effects have been predicted theoretically2–4 and
validated experimentally by means of various photolumi-
nescence excitation (PLE) schemes5–7. Remarkably, as
a consequence of the reduced screening of Coulomb in-
teractions in 1D systems, excitonic signatures were also
observed in the absorption spectra of individual metallic
species (M -SWNTs)8.

Although the aforementioned experiments have unam-
biguously established the excitonic character of the two
lowest optical transitions in S-SWNTs, recent spectro-
scopic analysis9,10 reported that the energies of the third
(S33) and fourth (S44) transitions follow a different scal-
ing law as a function of the diameter than that of the first
(S11) and second (S22) ones

3. It was therefore suggested
that the S33 and S44 transitions may not arise from
excitons, but rather from free-carrier contributions9,10.
In order to investigate the role of excitonic effects on
high-order optical transitions, we have studied the opti-
cal response of isolated suspended SWNTs. This geome-
try allowed us to minimize environmental perturbations
and circumvent the extrinsic effects inherent to ensemble
measurements.

In this letter, we present a detailed lineshape analysis
of the Rayleigh scattering spectra of high-order transi-
tions in structure-assigned SWNTs. For both S-SWNTs
and M -SWNTs, we find that the main Rayleigh lines fit
very well to an excitonic model, while a free-carrier model
fails to reproduce the spectroscopic features. In addition,
we report on the systematic observation of well-defined
phonon side-bands (PSBs) in the Rayleigh spectra of S33

and S44 transitions in semiconducting species. These fea-
tures have been predicted to arise from exciton-phonon
bound states4. They are recognized as additional ev-

idence for the excitonic character of the lower optical
transitions (S11) in S-SWNTs11–14. Such side-bands are
not apparent near the M22 Rayleigh feature in metallic
species. This is consistent with the reduced strength of
excitonic interactions in metallic nanotubes8. Our find-
ings provide direct evidence for an excitonic description
of high-order optical transitions in SWNTs and repre-
sent an important step towards resolving uncertainties
about the nature of these transitions and the strength of
exciton-phonon coupling in M -SWNTs8,13,15.

Rayleigh scattering spectroscopy is a powerful tech-
nique for studying the optical transitions in SWNTs1,16.
For SWNTs with diameters of 2 nm, the S33, S44 and
M22 transitions lie in the visible spectral range and are
thus conveniently observed. Recent advances in super-
continuum generation have led to improved signal-to-
noise ratios. Thus, whereas previous Rayleigh studies re-
lied mainly on the spectral position of the resonances, we
are now able to conduct reliable lineshape analyses and
gain valuable information about underlying microscopic
mechanisms. Rayleigh spectra of individual suspended
nanotubes were obtained using a commercial supercon-
tinuum laser system. The raw spectra were corrected for
the supercontinuum spectrum and for the ω3 systematic
dependence of the scattering cross-section expected for
an infinite cylinder (for details, see1,16).

A hybrid experimental/theoretical scheme was devel-
oped for the assignment of nanotube structure. First,
for some key nanotubes both the Rayleigh spectra and
electron diffraction patterns were measured, with the lat-
ter providing direct determination of the (n,m) chiral
indices16. Then, for other nanotube structures, the as-
signments were made not based on absolute values of
predicted transition energies17, but rather on the family
patterns9,10,16,17, with the energies adjusted to match the
established experimental reference points. The assign-
ments were further confirmed by Raman scattering spec-
tra. These measurements provided important informa-
tion on the nanotube diameter (from the radial breathing
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mode (RBM) frequency)18,19 and its semiconducting or
metallic nature (from the G mode profile)18–20.

We performed such all-optical structure assignments
for several tens of individual nanotubes. A set of typical
Rayleigh spectra for S-SWNTs with diameters ranging
from 1.50 nm to 2.45 nm is displayed in Fig. 1(a-d), to-
gether with further Raman data (Fig. 1(e-h)). The main
Rayleigh peaks correspond to the S33 and S44 transi-
tions. For the largest diameter tubes (Fig. 1(d)), the S55

line can also be observed. Interestingly, clear secondary
features are visible at about 200 meV above each main
Rayleigh line. In some cases, these features overlap with
the low-energy tail of the adjacent transition; still a size-
able shoulder is observed. Because of their location at
200±20 meV above the main line for all chiral indices,
we assign them to PSBs.

This ∼ 200 meV blue shift is close to the energy of
the zone center LO (Γ-point, 197 meV) and near zone
edge TO (K-point, 165 meV) optical phonon modes,
which are well known to dominate the Raman G- and
D- lines, respectively19. From the asymmetric location of
the absorption- and emission side-bands relative to the
main excitonic line, Torrens et al. have established that
PSBs arise chiefly from the mixing of K-momentum dark
excitonic states with KTO phonons11. Following this
analysis, we show that Rayleigh spectroscopy of PSBs
permits the investigation of K-momentum excitons for
any transition (within our spectral detection range) and
any kind of S-SWNT. Considering the energy of the KTO

phonons, we estimate a splitting of roughly 35 meV be-
tween the bright and the K-momentum dark excitonic
levels of both S33 and S44 transitions. In the diameter
range investigated here, we conclude that the dependence
of the excitonic manifolds on the diameter and chiral an-
gle is too weak to be resolved. Surprisingly, the splittings
we deduce from the PSBs of S33 and S44 closely match
the values reported thus far for the S11 and S22 exciton
manifolds in narrower SWNTs (0.75-1.05 nm) wrapped
with surfactants or polymers11–14. We believe that this
agreement is fortuitous and results from the κ−1.4d−2

scaling of ∆ with the diameter and the dielectric con-
stant κ of the surrounding medium2.

The full-width at half maximum (FWHM) of the side-
bands is usually on the order of 60-100 meV, compa-
rable with the widths of the main Rayleigh lines. In
rare instances, we observed significantly broader PSBs
(see Fig. 1(i)), including higher-energy features located
250-300 meV from the main excitonic lines (not shown).
This energy range is similar to the experimental and the-
oretical estimates of the exciton binding energy for free-
standing nanotubes in our diameter range2,7. This sug-
gests that these complex side-bands may result from a
combination of PSBs and excited excitonic or continuum
states. We note that excited states of the S11 manifold
have directly been observed in PLE experiments on in-
dividual SWNTs7, but remain rather elusive in individ-
ual nanotube Rayleigh and absorption spectra8,13 and
ensemble samples11,12. This presumably reflects the rel-
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FIG. 1: (color online). (a-d) Rayleigh scattering spectra of
individual suspended S-SWNTs ((mod(n−m), 3) = 1, 2) with
increasing diameters. The scattering intensities have been
normalized by the cube of the photon energy. The vertical
dotted lines highlight the ∼200 meV blue-shifted phonon side-
bands. The stars in the Rayleigh spectra (a-b) indicate the
laser energy for the Raman measurements. (e-h) Raman data
for a (12,10) and a (16,12) SWNT. The RBM frequencies of
(e) 163 cm−1 and (h) 130 cm−1 yield diameters of 1.50 nm
and 1.98 nm, respectively18. The semiconducting nature of
the nanotube is further confirmed by the narrow and bimodal
Raman G feature19. The Raman spectra have been fit to
Lorentzian profiles. (i) Close-up of the PSB associated with
the S44 line for 3 different SWNTs. The spectra have been
shifted horizontally and normalized for clarity.

ative sensitivities of measurements.

The integrated intensities of the PSBs relative to that
of the main lines range from 2%-10% (Fig. 1(i)), with
no obvious dependence on the diameter or chiral angle.
Theoretical studies have shown that the strengths of the
PSBs are related to the joint density of states of the
exciton-phonon quasi-particle. Since the optical phonon
branches are weakly dispersive, this density of states is
driven by the dispersion the K-momentum exciton, i.e.
by its effective mass11. However, no clear correlation
was found between the intensities of the PSBs in our
Rayleigh spectra and computed values of the effective
mass of excitons17.

In contrast to absorption, which only probes the
imaginary part of the SWNT dielectric susceptibility χ,
the Rayleigh scattering cross section is proportional to
ω3|χ(ω)|2, i.e. it includes response of both parts of
χ. Therefore the intensity of a PSB can be enhanced
if it overlaps spectrally with non-resonant contributions
to χ, e.g. from the tails of neighboring resonances, or
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the onset of free-carrier transitions. A simple calcula-
tion using Lorentzian profiles for both the excitonic and
PSB lines shows that for an intensity ratio of 10% in
absorption11,13, the spectral weight of the PSB can reach
7% in the Rayleigh spectrum, in agreement with exper-
imental observations. Since the non-resonant contribu-
tions to the dielectric constant are known to depend on
(n,m), this may lead to enhanced PSBs for some specific
chiral families.

Additional insight into the nature of high-energy tran-
sitions in SWNTs can be gained by carefully inspecting
lineshapes in the Rayleigh spectra. In absorption (or
PLE) spectroscopy, excitonic transitions are expected to
give rise to Lorentzian line shapes, whereas free-carrier
absorption leads to van Hove profiles in the case of quasi-
1D materials. We have attempted to fit the experimen-
tal Rayleigh data to excitonic and a free-carrier models.
The complex susceptibility of the exciton is described by
a Lorentzian profile χ(ω) ∝ [(ω0 − ω)− iγ/2]

−1
where

ω0 is the resonance frequency and γ a phenomenologi-
cal width. For the free-carrier model, we compute the
joint density of states of two symmetric one-dimensional
parabolic bands (of the same effective mass) where each
state has a natural width γ and the matrix element is
taken as constant near the bottom of the band17. We

obtain χ2(ω) ∝

ω2

p

ω2

√

η+
√

1+η2√
1+η2

, where η = ω−ω0

γ/2 and ωp

is the plasma frequency. The real part χ1(ω) is obtained
from a Kramers-Kronig transform.

Fig. 2(a) displays the Rayleigh profile of the S33 tran-
sition in a (15,14) S-SWNT. Also shown are best fits to
the exciton and the free-carrier models. In both cases
a spectrally flat (non-resonant) component of the order
of 0.2 was added to the real part of the dielectric con-
stant. This non-resonant contribution is essential to ac-
count for the observed asymmetry of the feature. The
80 meV experimental FWHM was accounted for by us-
ing a phenomenological broadening of γ=56 meV in the
free carrier model and 84 meV in the exciton model.

The excitonic model is found to provide excellent
agreement with our data. In contrast, the free-carrier
model leads to poorer fits on the blue side of the line,
where a systematic overestimate of the signal is observed.
This reflects the asymmetric lineshape of van Hove sin-
gularities, which leads to an enhanced absorption (and
modulus of the dielectric constant) on the blue side of the
line compared to a (symmetric) Lorentzian. We tried to
improve the model by incorporating neighboring lines at
both higher and lower energies to account more quantita-
tively for the non-resonant contributions to the dielectric
constant. The main result is unchanged: the free-carrier
model always overestimates the signal on the blue side
of the line and does not reproduce our data. This result
and the presence of PSBs in the Rayleigh spectra sup-
port an excitonic description of third- and fourth-order
excitations in S-SWNTs.

A further interesting point concerns the linewidth of
the S33 and S44 transitions compared with those of
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FIG. 2: (color online). Rayleigh scattering spectra for the
S33 transition of a (15,14) semiconducting nanotube (open
circles) (a) and for the M−

22
transition of a (27,12) metallic

nanotube (b). Best fit of the profile to the free-carrier (blue
dashed line) and excitonic (red solid line) models. In both
cases the excitonic model is more appropriate.

the S11 and S22 transitions. In the case of suspended
SWNTs, Lorentzian fits lead to FWHMs of ∼10 meV and
∼30-50 meV for S11 and S22 transitions respectively7,
whereas our excitonic fits of S33 and S44 transitions con-
sistently give a broadening of 80 to 90 meV. We attribute
the increased width of the S33 and S44 transitions to the
same effect as that leading to broadening of the S22 tran-
sition, namely, rapid relaxation into lower-lying excited
electronic states. Still, the broadening of high-energy
transitions remains nearly one order of magnitude smaller
than the exciton binding energy2,7, consistent with the
observed stability of S33 and S44 excitons. This broaden-
ing is compatible with a lower bound given by the lifetime
of the high-energy excitons. This latter quantity can be
examined by time-resolved spectroscopy and is found to
be of a few tens of fs (i.e. about 50 meV)21.
Fig. 3 displays spectra of metallic nanotubes. Chiral

M -SWNTs are unambiguously identified through the ex-
istence of a broad Fano profile in their Raman G-mode
spectra (Fig. 3(f,h))20. The high-symmetry armchair
SWNT (Fig. 3(a,d,e)) exhibits a single M22 peak around
2 eV, together with a low RBM frequency (106 cm−1)
and a single narrow G-mode feature20. Phonon side-
bands are not apparent in the Rayleigh spectra of the
M -SWNTs (Fig. 3(a,b)). Given our sensitivity, we esti-
mate that their intensity is < 0.5% of that of the M22

lines, i.e. at least one order of magnitude weaker than in
semiconducting species. Instead of well-defined PSBs, we
observe a rather strong high-energy tail22. This feature,
particularly visible for armchair SWNTs (Fig. 3(a)), is
attributed to the existence of continuous band-to-band
transitions. Nevertheless, the lineshapes of the main fea-
tures in the Rayleigh spectra are similar to the ones
of S-SWNTs and thus are best fit to excitonic models
(Fig. 2(b)).
These observations support the existence of weakly



4

80 120

1.6 2.0 2.4 1300 1600

80 120
2.0 2.2

0.0

0.1

1.0

2.2 2.4

0.2

0.3
1.0

2.3 2.5
0.3

0.4

1.0

 

(21,15)

(h)

(b)

 

S
ca

tte
rin

g 
In

te
ns

ity
 (a

rb
. u

ni
ts

)

(c)
(27,12)

 

 

 

 

 

 

(e)

(g)

(f)

(d)

 

Photon Energy (eV)  Raman Shift (cm-1)

 

 

 

 

  

 

 

 

 (19,19)
(a)

 

FIG. 3: (color online). (a-c) Rayleigh scattering spectra of
individual suspended M -SWNTs ((mod(n−m), 3) = 0). The
insets show details of the spectra near the expected posi-
tions of phonon side-bands (dotted lines). The stars in the
Rayleigh spectra (a-c) indicate the laser energy for the Raman
measurements. (d-h) Raman data. The RBM frequencies of
(d) 106 cm−1 and (g) 101 cm−1 yield diameters of 2.60 nm
and 2.75 nm, respectively18. (e, f, h) G mode spectra show-
ing chirality dependent electron-phonon coupling, as expected
for chiral metallic nanotubes20. Spectra in (d,e,g) are fit to
Lorentzian profiles, while the fits in (f,h) are based on Fano
profiles.

bound excitons in metallic nanotubes, in agreement with
recent observations in absorption spectroscopy8. The ex-
istence of excitons in metallic nanotubes is in strong con-

trast with the phenomenology of bulk metals and is a typ-
ical signature of 1D-confinement and the corresponding
importance of Coulomb interactions. The binding energy
of such excitons was estimated, both theoretically and ex-
perimentally, to be a few tens of meV8. This is an order
of magnitude less than for semiconducting nanotubes,
but still significant compared to the exciton binding en-
ergies in typical 2-dimensional or 3-dimensional semicon-
ductors.

In summary, we have carried out a careful analysis
of high-order optical transitions in semiconducting and
metallic carbon nanotubes of defined chiral index. These
transitions are much better described by an excitonic
model than by a free-carrier one. Furthermore, in semi-
conducting species, the third and fourth transitions sys-
tematically exhibit strong phonon side-bands, which are
understood as signatures of optically forbidden states in
the excitonic manifolds. The weakness of such side-bands
in metallic nanotubes reflects the stronger screening of
the electron-hole interaction. Thus, phonon side-bands
provide a useful optical criterion for distinguishing semi-
conducting nanotubes from metallic ones. We conclude
that higher-lying energy transitions in semiconducting
carbon nanotubes arise from excitons. This result and
the observation of a dominant excitonic component in
the optical transitions in metallic nanotubes highlight the
unusual properties of quasi-1D materials like nanotubes.
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