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We have studied numerically the propagation of surface plasmon polaritons (SPPs) in linear periodic chains
of plasmonic nanoparticles of different shapes. The chains are deposited on top of a thick dielectric substrate.
While in many commonly considered cases the substrate tends to suppress the SPP propagation, we have
found that this adverse effect is practically absent in the case when the nanoparticles have the shape of oblate
spheroids with sufficiently small aspect ratio (e.g., nanodisks) whose axis of symmetry coincides with the axis
of the chain.

I. INTRODUCTION

Linear or curved chains of metallic nanoparticles (plas-
monic chains) and two-dimensional periodic arrange-
ments of nanoparticles on planar substrates have at-
tracted significant recent attention, mainly, in conjunc-
tion with spectroscopic and sensing applications1–10. The
useful feature of the physical objects mentioned above
is their capacity to support very narrow non-Lorentzian
resonances11 that are not broadened by Ohmic losses but
very sensitive to the chemical environment. These spec-
tral lines have been observed experimentally. Waveguid-
ing applications of plasmonic chains have also been con-
sidered in the literature12–19. The major problems one
faces in the waveguiding applications are (i) engineer-
ing of useful dispersion relations (ii) coping with losses
and (iii) coping with parasitic electromagnetic coupling
with the environment, in particular, with the substrate.
In our previous work, we have used the additional de-
grees of freedom that are inherent in nonspherical parti-
cles such as oblate and prolate spheroids to solve some
of these problems20–22. We have found that, generally,
chains of oblate spheroids (nanodisks) whose short axes
are aligned with axis of the chain can overcome many
of the existing difficulties. In particular, such waveg-
uides are characterized by high field localization, disper-
sion curves of sufficient slope to form well-defined wave
packets and by efficient propagation even in the presence
of Ohmic losses. However, so far we have considered free
chains in vacuum. This is not realistic because, in prac-
tice, the chains must be deposited on a substrate. In this
paper, we study the effects of a dielectric substrate such
as glass on the propagation of surface plasmon polaritons
(SPPs) in chains composed of spheroidal particles of var-
ious shapes. Again, we find that the chains composed
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of nanodisks do not experience the adverse effects of the
substrate.

SPPs in plasmonic chains is currently a mature re-
search subject. Propagation and decay of SPPs in in-
finite or semi-infinite linear, perfectly periodic chains is
well understood at present21,23,24. Although a perfectly
periodic chain is an idealization, it was shown that weak
disorder23,25,26 does not have a dramatic effect on long-
range SPP propagation. Dispersion relations and tran-
sient processes (wave packet transmission) in plasmonic
chains have also been studied in detail19,20,27–29. In par-
ticular, it was found that chains of spherical particles
can not support propagation of well-formed wave pack-
ets due to the flatness of the corresponding dispersion
curves. This, in particular, has motivated our inter-
est in chains of non-spherical particles such as prolate
or oblate spheroids20,21, which can serve as broadband
SPP waveguides. Moreover, twisted chains of spheroids
exhibit unique properties such as high anisotropy and
polarization sensitivity30.

In the majority of theoretical works on the subject,
plasmonic chains were assumed to be in vacuum or em-
bedded in a spatially-uniform host medium. However,
the practical use of plasmonic chains requires their depo-
sition on a flat substrate. Therefore, the effect of the sub-
strate on the waveguiding properties of plasmonic chains
is of practical importance. This question was addressed
recently in a number of publications. In Refs. 4, 18, and
31, the optical properties of linear and curved chains of
spherical nanoparticles located near a metal (Ag, Au)
substrate were investigated. In Ref. 32, coupling of the
surface modes of a dielectric slab and a plasmonic chain
were considered from the theoretical point of view (here
one important consideration is the momentum conserva-
tion law, which can allow or forbid coupling of different
modes depending on the respective dispersion relations).
Generally, it can be concluded from these works that sub-
strates play a detrimental role by suppressing propaga-
tion of SPPs or coupling them to other surface modes,
which can be an unintended effect.
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However none of the above works considered non-
spherical particles. We therefore have computed the
transmission characteristics of plasmonic chains com-
posed of spheres, prolate and oblate spheroids on a di-
electric substrate numerically. We emphasize that the
present paper is primarily computational. Thus, we do
not utilize the theoretical arguments such as those em-
ployed in Ref. 32, although such considerations can be
very illuminating. Our goal here is simply to investigate
the transmission properties of various chains, which is
achievable numerically.
Below, in Sec. II, we summarize the theoretical model

that we use. As many other authors, we work in the
dipole approximation. The major problem in this case
is the computation of the reflected part of the electro-
magnetic Green’s tensor (due to the presence of the sub-
strate) between all possible pairs of particles and between
each particle and itself. The later term describes the
substrate-mediated self-interaction of a particle33, which
we take fully into account. Sometimes the problem men-
tioned above is tackled by utilizing the approximate elec-
trostatic method of images34. However, this approxima-
tion is inaccurate for particle pairs with large lateral sep-
arations – a consideration that is important for the the-
oretical description of long-range SPPs. Therefore, we
have utilized a purely numerical approach to compute
the Sommerfeld integral by discretization (we have used
our own Fortran code to this end). In Sec. III, we present
our numerical results. Finally, in Sec. IV, we give a sum-
mary of the obtained results.

II. MODEL

We work in the frequency domain (frequency ω, free
space wave number k = ω/c) and the factor exp(−iωt)
is suppressed in all expressions. We consider linear pe-
riodic chains of metallic nanoparticles (spheres, prolate
and oblate spheroids) of the permittivity ǫm whose cen-
ters are located at the height H above a planar dielectric
substrate with the permittivity ǫd. We assume that there
is no other host material or medium above the substrate.
The center-to-center separation of neighboring spheroids
is denoted by h and the longer and shorter semiaxes of
each spheroid are denoted by a and b. In the case of
spheres, a = b. A given waveguide contains N identical
spheroids arranged in a perfectly periodic chain. In this
paper we do not consider disordered or curved chains as
was done in some of our previous publications22,23.
We arrange the spheroids so that the shorter spheroid

axes are always parallel to the axis of the chain. Graph-
ical illustrations of this arrangement are given below.
This geometry is characterized by a more efficient elec-
tromagnetic coupling of the neighboring spheroids and,
therefore, by a more efficient SPP propagation through
the waveguide21,22,35.
More specifically, in the case of oblate spheroids, the

two longer spheroid semiaxes are oriented orthogonally

to the chain. In vacuum, this waveguide would have
been cylindrically-symmetric. However, in the presence
of a substrate, this symmetry is broken and the two
transversely-polarized SPPs propagating in this chain are
no longer equivalent. Moreover, the SPP that is polar-
ized transversely to both the chain and the substrate is
coupled to the SPP that is polarized parallel to both the
chain and the substrate. This coupling is mediated by
the substrate and its physical consequence is polariza-
tion conversion of SPPs upon propagation. Thus we see
that the transversely and longitudinally-polarized SPPs
are no longer decoupled in the presence of the substrate
even in perfectly linear chains. However, note that the
SPP that is polarized transversely to the chain but par-
allel to the substrate is decoupled from other modes and
does not experience polarization conversion.

In the case of prolate spheroids, the chain does not
possess cylindrical symmetry even in the absence of the
substrate. If the substrate is present, there are two pos-
sible cases to consider: the longer spheroid axes can be
either parallel or orthogonal to the substrate. In each ar-
rangement, there are two distinct transversely-polarized
SPPs, so that the total number of different SPPs with
transverse polarization that we can consider is four. As
in the case of oblate spheroids, the SPPs that are polar-
ized transversely to both the chain and the substrate are
coupled to the longitudinally-polarized SPPs.

We have used the following physical parameters in the
simulations. The shorter semiaxes of all spheroids (in
the special case of spheres, the radiuses) are set to be
b = 8nm and the center-to-center separation of the neigh-
boring nanoparticles is h = 3b = 24nm. Therefore, the
surface-to-surface separation of neighboring particles is
in all cases equal to b. The height above the substrate
varied in the the simulations, but for the most part we
compared the case when the particles are touching the
substrate with the case of free chains (obtainable in the
limit H →∞).

The permittivity of the particles is assumed to obey
the Drude formula

ǫm = ǫ∞ −
ω2
p

ω(ω + iγ)
, (1)

where ǫ∞ = 5 and ωp/γ = 526.3, which approximately
corresponds to silver for the wavelengths larger than ≈
400nm. The permittivity of the substrate is taken to
be frequency independent but complex, i.e., ǫd = 2.5 +
0.01i, which corresponds, approximately, to glass. Thus
we disregard frequency dispersion in the substrate but
take into account dispersion in the metal.

Modeling is performed in the dipole approximation.
Each nanoparticle is characterized by the location of
its center rn and the dipole moment dn where n =
1, 2, . . . , N and N is the total number of nanoparticles
in a finite chain, and we assume that the point dipole
dn is located at rn. The coupled-dipole equations in the
presence of the substrate are of the form
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dn = α

[

En +

N
∑

m=1

(

GF
nm +GR

nm

)

dm

]

. (2)

Here En is the electric field produced by all external
sources at the center of n-th nanoparticle, α is the po-
larizability tensor (same for all nanoparticles for the ge-
ometry considered), GF

nm is the regular part of the free-
space Green’s tensor and GR

nm is the contribution to the
Green’s tensor due to the substrate (the ”reflected” part).
Note that, by definition, GF

nn = 0 but GR
nn is generally

different from zero; summation in (2) runs over all in-
dexes including the index m = n. The latter term in
the summation accounts for the substrate-mediated self-
interaction of each dipole. In this approach, the polariz-
ability of the particles α is defined with respect to gen-
eral external field, which includes the field reflected by
the substrate. We can refer to the quantity α as to the
polarizability of a ”free” particle. Mathematical expres-
sions for α that we use in this paper are given in Ref. 22
and take into account second-order36 and third-order37

(in the wave number k) corrections to the quasi-static
polarizability tensor of a spheroid.
Note that there exists an alternative formulation of the

coupled-dipole equation in which the summation in the
right-hand size of (2) runs over the indexes m 6= n and
the effective (”renormalized”) polarizability

αeff
n =

(

I − αGR
nn

)

−1
α (3)

is introduced33. In the above equation I is the identity
tensor and the renormalized polarizability depends on
the distance to the substrate. The quantity αeff

n can be
understood as the linear response coefficient with respect
to all external fields except for the fields reflected by the
substrate. The mathematical equivalence of these two
approaches can be established by moving the diagonal
term from the summation of the equation (2) to the left-
hand side. We note that the formulation (2) is more con-
venient in numerical simulations involving identical but
arbitrarily located particles because it contains a single
spectral parameter α that is independent of n. However,
if the particles are physically different, this advantage is
lost.
The dipole approximation is widely used in the liter-

ature and is valid for nanoparticles that are separated
by sufficiently large distance. The particle separation at
which the dipole approximation breaks depends on the
polarization and, generally, it is rather small for trans-
verse (with respect to the chain) polarizations. The al-
ternative to the dipole approximation is the use of rigor-
ous numerical methods such as finite difference or finite
elements methods. Unfortunately, application of these
methods to long chains (e.g., longer than ∼ 10 nanopar-
ticles) is technically problematic and subject to uncer-
tainties. For example, the exact shape of the particles is
rarely known or described by regular geometrical shapes.

Also, solution of boundary value electromagnetic prob-
lem in nanoparticles is affected by quantum finite-size
effects that are difficult to incorporate into the FD or
FEM schemes. In the dipole approximation that we use,
the exact shape of the particles is not overly important
and the finite size effects can be, in principle, incorpo-
rated into a single parameter, the particle polarizabil-
ity. We therefore believe that the dipole approximation
captures the essential physics of plasmonics chains rea-
sonably well and serves as a useful mathematical model.
We also emphasize that spheroids are used below only
as examples; the exact spheroidal shape is not impor-
tant. What is important is the depolarization factors of
the nanoparticles that ultimately determine their polar-
izabilities. For example, we can use nanodisks (truncated
cylinders) instead of oblate spheroids, the only require-
ment being that the two shapes have a dominating dipole
resonance at approximately the same frequency.
Expression for GF

nm is simple and well-known. The
tensor GR

nm for the half-space above the substrate can
be written in the form of a Fourier integral38,39. Math-
ematical expressions for GF

nm and GR
nm are also given in

Ref. 40. To use these expressions directly, we should ap-
ply the correspondence rules GF

nm ← GF (rn−rm), where
GF (r) is given in Eq.8 of Ref. 40 with k1 → k = ω/c and
GR

nm ← GR(rn, rm), where the latter quantity is given by
Eq.10 in Ref. 40. We should keep in mind that GF

nn = 0
by definition and we should not attempt to use the math-
ematical expression for GF (r) to compute this quantity
(which is obviously impossible).
In some special cases, the electrostatic method of re-

flections or its analytical extensions40 can be used to com-
pute GR

nm approximately. However, for the problem at
hand, the electrostatic reflection formulas as well as its
analytical extensions are grossly inaccurate, particularly,
for describing the interaction of particles that are sep-
arated by a lateral distance that is significantly larger
than the free space wavelength. In this work, we use a
purely numerical approach to computing GR

nm. Specif-
ically, we compute the Fourier integral numerically by
discretization.
Solution to (2) can be written in the form

dn =
∑

m

DnmEm , (4)

where Dnm is the Green’s function for the chain. Here
each element Dnm is a 3× 3 tensor. For a linear periodic
chain in vacuum, all tensors Dnm are diagonal in a Carte-
sian reference frame that has one of its axes parallel to
the axis of the chain. In curved chains, this is no longer
so22. In a linear chain above the substrate, diagonality
is also lost. For example, in the reference frame shown
in Fig. 1 below, (Dnm)zy = (Dnm)yz 6= 0 while other
non-diagonal elements of Dnm are zero.
If the first particle is illuminated by an external field

of amplitude E1 = A and all other amplitudes Em with
m 6= 1 are zero, then the solution to (2) takes the form
dn = Dn1A. To quantify the transmission properties of a
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FIG. 1. (color online) Schematic view of a chain composed of
spherical particles.

chain, we will use the normalized Green’s functions22,23.

Fn =
|Dn1A|
|D11A|

, (5)

where the length of an arbitrary complex vector x is
|x| =

√
x∗ · x. For a chain consisting of N particles,

we will refer to the positive scalar quantity FN as to
the transmission of the chain. According to this termi-
nology, the dependence of FN (ω) on the electromagnetic
frequency ω (for a stationary monochromatic excitation)
is the transmission spectrum.

III. NUMERICAL RESULTS

A. Spherical particles

We start with the case of chains made from spherical
particles (see Fig. 1 for an illustration). The transmis-
sion spectra FN (ω) for chains consisting of N = 1001
nanospheres and for various heights of the chain above
the substrate (as well as in the absence of the substrate)
are shown in Fig. 2. In this and other figures below,
we classify the results by the polarization of the exter-
nal field amplitude, A, which is assumed to be strictly
linear. In some cases this polarization coincides with the
polarization of the excited SPP. In other cases, the SPP
undergoes polarization conversion as will be shown be-
low. In labeling the figures, we will always refer to the
polarization of A, which can also be thought of as the
”initial” polarization of the SPP.
It can be seen from Fig. 2 that the SPP transmission

is strongly suppressed by the substrate for both trans-
verse polarizations (along X and Z axes). The strongest
suppression occurs for the X-polarization (in plane of
the substrate). In this case, not only the transmission
is suppressed, but also its spectrum does not exhibit the
resonant behavior, which is characteristic of the transmis-
sion spectra of chains in vacuum. However, in the case
of longitudinal polarization (along the Y -axis), the effect

(a)X-polarizationFN10−3

10−4

10−5

10−6

10−7

H = 5.0b

H = 2.5b
H = 1.0b

Free

(b)Y -polarizationFN10−3

10−4

10−5

10−6

10−7

ω/ωp

(c)Z-polarizationFN

0.40.390.380.370.360.350.34

10−3

10−4

10−5

10−6

10−7

FIG. 2. (color online) Transmission spectra for a chain of
N = 1001 spherical particles for different values of the height
above the substrate H (H = b corresponds to touching) and
for different directions of the external field A. The thick (red)
lines give the transmission spectra without the substrate.

of the substrate is much less pronounced and no suppres-
sion of transmission is observed. At some frequencies,
the transmission is in fact enhanced by the substrate.
If we excite the chain by Y or Z-polarized field, the

resulting SPP undergoes polarization conversion. This is
so because the SPPs that are polarized orthogonally to
both the chain and the substrate are electromagnetically
coupled to the longitudinally-polarized SPPs. Mathe-
matically, the coupling takes place due to the nonzero
elements (GR

nm)yz = (GR
nm)zy . All other off-diagonal el-

ements of the tensors GR
nm are zero. Therefore, polariza-

tion conversion does not occur for the X-polarization.
We quantify the polarization conversion effect by the

ratio δn defined as

δn =

{

|dnz |/|dny| for A along Y ,
|dny|/|dnz | for A along Z .

(6)

In other words, δn quantifies the conversion of the initial
polarization created by the external field into an orthog-
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H = 5b

H = 1b
ω = 0.358ωp

ω = 0.353ωp

(a)Y -polarizationδn
10

1
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10−2

ω = 0.381ωp

ω = 0.372ωp

n

(b)Z-polarizationδn

10017515012511

10

1

10−1

10−2

FIG. 3. (color online) Depolarization ratio δn (6) for a chain
of N = 1001 spherical particles for different polarizations of
the external field A and for different heights H above the
substrate (H = b corresponds to touching). In each case, the
SPPs are excited at the frequencies (as labeled) that corre-
spond to the maximum transmission. These frequencies were
determined from the data of Fig. 2.

onal polarization due to the interaction with the sub-
strate. Note that in the definition (6), we disregard the
phase of the dipole amplitude ratios and therefore we
do not distinguish between an elliptical and linear (but
rotated) polarizations. The results for δn are shown in
Fig. 3. It can be seen that δn approaches unity when
the chain touches the substrate (H = b) indicating that
the effects of polarization conversion is in this case very
strong. When H = 5b, δn does not deviate too much
from zero. Theoretically, δn = 0 in the absence of the
substrate (these result is trivial and the corresponding
data are not shown).

B. Prolate spheroids

Now we turn to the case of prolate spheroids. Note
that we consider the same geometrical chain parameters
as were used by us previously21. In particular, the longer
semiaxes of the spheroids are always orthogonal to the
chain. However, when the chain is placed close to a
substrate, there are additional options for the chain ar-
rangement as is shown in Fig. 4. We will consider here
both possible cases in which the longer semiaxes of the
spheroids are (a) parallel and (b) orthogonal to the sub-
strate. Also, the transmission spectra of chains consisting
of spheroids with the aspect ratios ξ > 0.6 are fairly simi-

(a)

(b)

FIG. 4. (color online) Schematic view of particle chains com-
posed of prolate spheroids whose axes of symmetry are paral-
lel to the substrate and aligned with the X-axis (a) and whose
axes of symmetry are orthogonal to the substrate and aligned
with the Z axis (b).

lar to those in the chains of spherical particles. Therefore,
we will consider spheroids with a significantly smaller as-
pect ratio, namely, ξ = 0.2.

Transmission spectra of the chains shown in Fig. 4(a)
are given in Fig. 5. For the X-polarization, transmission
is strongly suppressed by the substrate at all frequencies.
However, for Y and Z polarizations, there exist resonance
frequencies at which the transmission is not much worse
than the best (maximum) transmission of a free chain.
This indicates that the frequency can be tuned so that
the substrate does not play a very detrimental role.

The results for prolate spheroid having their axes of
symmetry oriented perpendicular to the plane of the sub-
strate (as in Fig. 4(b)) are shown in Fig. 6. Here, we also
compare a chain that is touching the substrate and a free
chain. As before, transmission is strongly suppressed in
X-polarization for all frequencies. However, the results
are much more promising in Y and Z polarizations. Here
the substrate does not play such a detrimental role.

The stronger transmission in the chains shown in
Fig. 4(b) compared to those shown in Fig. 4(a) can be
explained by noting that, in the first case, the centers
of spheroids are located further away from the substrate
surface by the factor 1/ξ = 5 (when both chains are
touching the substrate). But this effect is not very strong.
What seems to be far more important here is the fol-
lowing. The transmission properties of a free chain are
optimal when the SPP polarization coincides with the
direction of the longer axes of the spheroids. In this
case, large dipole moments can be excited in the par-
ticles (compared to the case of spheres or polarization
along the shorter axes) and the electromagnetic coupling
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(a)X-polarizationFN
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0.400.350.300.250.200.15

1

10−2

10−4

10−6

10−8

FIG. 5. (color online) Transmission spectra of chains shown in
Fig. 4(a) with N = 1001 particles. The chain either touches
the substrate (thinner, green line, marked ”Subs”) or there
is no substrate at all (thick, red line, marked ”Free”). The
aspect ratios of all spheroids is ξ = 0.2. Polarization of the
exciting field, A, as labeled.

in the chain is strong. On the other hand, we have seen
that SPPs that are polarized orthogonally to the chain
and in the plane of the substrate (such SPPs do not ex-
perience polarization conversion) are strongly suppressed
by the substrate at most (but not all) frequencies. In the
arrangement (a), the polarization that is aligned with the
longer axes of the spheroids happens to be in the plane
of the substrate. In the arrangement (b), the polariza-
tion can be simultaneously aligned with the longer axes
of the spheroids and be perpendicular to the substrate.
This appears to be the most advantageous arrangement
for transmission. It is true that the SPPs undergo in this
case polarization conversion, but the projections of the
dipole moment vectors onto the Z axis remain sufficiently
large upon propagation; besides, polarization conversion
from Z-direction to Y -direction is a weak effect at low
frequencies.
We note that in Y and Z polarizations (which are cou-

(a)X-polarizationFN
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10−4

10−6

10−8

Subs

Free
(b)Y -polarizationFN
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10−6

10−8

ω/ωp

(c)Z-polarizationFN
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10−6

10−8

FIG. 6. (color online) Same as in Figure 5, but for a chain of
prolate spheroids with axes of symmetry being parallel to Z

axis.

pled by polarization conversion) there are frequency in-
tervals at which the substrate does not influence propa-
gation at all. At these frequencies, the SPPs propagat-
ing in the chain are not electromagnetically coupled to
the substrate with any noticeable efficiency. We will see
below that this situation is typical for chains of oblate
spheroids.
Finally, we note that the apparent improvement

of transmission in Y polarization at low frequencies
(Fig. 6(b)) is due to polarization conversion. Here the
substrate does not really assist propagation in any way
(as it may seem from the figure) but simply mediates the
conversion of the SPP polarization from Y to Z, which
then propagates efficiently through the chain, as can be
seen in Fig. 6(c). One should be careful not to attribute
this improvement in transmission to the substrate: the
same result could have been achieved by using Z polar-
ization from the start. The relevant effect of polarization
conversion is illustrated in Fig. 7. It can be seen that the
initial Y -polarization of the SPP is almost totally con-
verted to Z-polarization. In this case, the initial and fi-
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FIG. 7. (color online) The depolarization ratio δn (6) for a
chain of N = 1001 prolate spheroids oriented as in Fig. 4(b).
The inset shows a schematic representation of the dipole mo-
ments transformation, which takes into account decay of the
dipole amplitudes upon propagation. The n = 1 spheroid is
excited at the frequency ω = 0.2ωp with the initial polariza-
tion along the Y axis.

FIG. 8. (color online) Schematic view of a linear chain com-
posed of oblate spheroids.

nal polarizations are both linear. An additional comment
can be made regarding the sharp spikes in Fig. 7. These
spikes (and similar ”fine” features visible in other plots)
are not due to numerical errors. Solutions to (2) that
we obtain are numerically accurate and reflect the com-
plicated electromagnetic fields excited in a given chain
correctly. However, the small-scale fluctuations of these
fields are expected to be very sensitive to small pertur-
bations of the actual system and therefore they are not
experimentally reproducible. In this respect, these fea-
tures are similar to speckles. In analyzing Fig. 7, we
mainly pay attention to the overall trend of the curve.

C. Oblate spheroids

A schematic view of a chain of oblate spheroids on a
substrate is shown in Fig. 8. The corresponding transmis-
sion spectra are shown in Fig. 9. Here, as in the case of
prolate spheroids, particles have the aspect ratio ξ = 0.2.
It can be seen that, for most frequencies considered, the
effect of the substrate on the transmission properties of
the chain is negligible. There are some relatively narrow

frequency bands in which electromagnetic coupling be-
tween the chain and the substrate is apparently strong,
which causes suppression of transmission. But all these
bands are at high frequencies. At the frequencies below
∼ 0.3ωp, which are of primary interest in waveguiding
applications, transmission of a chain on a substrate is
virtually indistinguishable from the transmission of a free
chain. We note that the transmission is also very efficient
in absolute terms – the normalized Green’s function FN

can be close to unity in a very long chain consisting of
N = 1001 particles and having the physical length of
24µm. This effect does not violate energy conservation
and is similar to what we have observed previously in free
chain21. Note that the transmission can, in principle, be
even larger than unity without violating any conserva-
tion laws. As in the case of free chains, this effect is
explained by strong coupling between the particles and
the high values of the SPP group velocity. We thus con-
clude that the nondecaying SPPs that were described in
Ref. 21 can also exist if the chain is deposited on a dielec-
tric substrate under the condition that the right shape of
spheroids is used.
The negligible role of the substrate for the chain of

oblate spheroids can be explained by several factors. The
most important factor is the high localization of the elec-
tromagnetic field near the chain, which is, generally, char-
acteristic of the oblate spheroids with sufficiently small
aspect ratios22. Consequently, the field of the SPP does
not effectively penetrate into the substrate. The second
factor is the increase of particle volume relative to the
cases of spheres and prolate spheroids (by the factors of
25 and 5, respectively). This results in increased parti-
cle polarizability and stronger electromagnetic coupling
of the individual particles.

IV. CONCLUSIONS

The presence of a substrate is indeed problematic
for waveguiding applications of plasmonic nanoparticles
chains if the particles have the shapes of spheres or pro-
late spheroids. There exist some combinations of param-
eters for which the problem is not very severe but in
general these shapes should be avoided. However, chains
of oblate spheroids of sufficiently small aspect ratio ex-
perience no adverse effects of the substrate. Therefore
we conclude that the use of oblate spheroids (nanodisks)
in plasmonic waveguiding applications can be advanta-
geous when compared to other particle shapes. We note
that SPPs propagate efficiently along the chain of oblate
spheroids on a substrate such as the one shown in Fig. 8
in all three possible polarizations: one longitudinal and
two transverse.
One of the reasons why nanodisks may be better can-

didate particles for waveguiding applications than other
shapes such as nanoneedles or nanospheres is that the
nanodisks have the largest volume for given values of
the relative particle separation h/b and aspect ratio
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FIG. 9. (color online) The same as in Fig. 5 but for oblate
spheroids. N = 1001, ξ = 0.2.

b/a. Therefore, nanodisks experience stronger electro-
magnetic coupling when compared to geometrically sim-
ilar chains consisting of other particles. For example,
the volume of the oblate spheroids we have considered
is larger by the factors of 5 than the volume of pro-
late spheroids and by the factor 25 than the volume
of spheres; yet the surface-to-surface separation of the
neighboring particles is the same in all cases and the over-
all physical length of the chain is also the same (24µm).
The other advantage is that the nanodisks tend to local-
ize the field of a propagating SPP inside the gaps, which
helps prevent parasitic couplings and losses.

The plasmonic chains considered in this paper can
be fabricated by means of layer-by-layer nanolitographic
technique for vertical deposition of nanodisks onto each
intermediate layer with subsequent placement of a sand-
wich structure horizontally on a dielectric substrate. An-
other way of experimental realization is to use nanorods
instead of prolate spheroids or thing truncated cylinders
(or even parallelepipeds with a square profile) instead of
oblate spheroids. What is important here is the depolar-

ization factor for these types of particles (see the expres-
sion for polarizability tensor of nanoparticles in Ref. 22).
Fabrication of chains of nanoellipsoids of rather general
shape deposited on a SOI substrate (e.g., with the semi-
axes of 100nm × 40nm × 15nm) has been reported in
Ref. 41. In this reference, the waveguiding functionality
in chains of up to N = 50 nanoparticles has also been
demonstrated. Experimental realizations of more sym-
metric nanodisk chains have also been reported42,43. We
therefore believe that experimental fabrication and elec-
tromagnetic characterization of the nanodisk chains de-
scribed above is a realistic task, although we expect that
somewhat shorter chains will be used in experiments, at
least initially.
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