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The effect of direct recycling of effluents on the quality of CrxCy coatings grown by MOCVD using direct liquid
injection (DLI) of bis(ethylbenzene)chromium(0) in toluene was investigated. The results are compared with
those obtained using non-recycled solutions of precursor. Both types of coatings exhibit the same features. They
are amorphous in the temperature range 673–823 K. They exhibit a dense and glassy-like microstructure and a
high hardness (> 23 GPa). Analyses at the nanoscale revealed a nanocomposite microstructure consisting of
free-C domains embedded in an amorphous Cr7C3 matrix characterized by strong interfaces and leading to an
overall composition slightly higher than Cr7C3. The stiffness and strength of these interfaces are mainly due to at
least two types of chemical bonds between Cr atoms and free-C: (i) Cr intercalation between graphene sheets and
(ii) hexahapto η

6-Cr bonding on the external graphene sheets of the free-C domains. The density of these in-
teractions was found increasing by decreasing the concentration of the injected solution, as this occurred using a
recycled solution. As a result, “recycled” coatings exhibit a higher nanohardness (29 GPa) than “new” coatings
(23 GPa). This work demonstrates that using bis(arene)M(0) precursors, direct recycling of effluents is an effi-
cient route to improve the conversion yield of DLI-MOCVD process making it cost-effective and competitive to
produce protective carbide coatings of transition metals which share the same metal zero chemistry.

1. Introduction

For a better control of production cost of manufactured objects that
comprise CVD coatings, the economic performance of deposition pro-
cesses is an important need. The increasing use of metalorganic pre-
cursors is a way to reduce the cost of large-scale CVD process because
this greatly lowers the deposition temperatures leading to substantial
energy savings. This is evidenced for instance by the growth of metallic
Cr at 673 K by DLI-MOCVD [1] in comparison with the industrial
chromizing method of pack cementation which operates at about
1273 K.

A way to reduce the cost of CVD products is to repair the coating or
to recycle the substrate. Indeed, though the coating and the substrate
generally form strong and inseparable pairs there are examples where
the substrate can be separated and recycled in CVD process to reduce
the production cost. For instance in diamond coated cutting tools the
worn coating was removed to apply a new one by the same CVD process
[2] and, in the graphene CVD synthesis the Cu substrate used as catalyst

was recycled after delamination because it is an expensive substrate
[3].

Another way to improve economic performance of CVD is to im-
plement the recycling of effluents. Recycling in CVD processes is only
mentioned in a basic book on the technique although it is important for
applications [4]. When expensive molecular precursors are used, as for
deposition of precious metals, the by-products are collected at the exit
of the CVD reactor then leading recyclers and traders develop in par-
allel complex effluent treatments either to refine and reuse the collected
precursor or to transform by-products and reuse pure metal [5]. This
approach is also applied in high volume CVD production facilities. For
instance a hydrogen recycle system was proposed recently for CVD of
poly-Si [6]; in this case it is the carrier gas which is recycled. Also in the
growth of Si for solar cells the exhaust gases (H2, HCl, chlorosilanes)
were collected, separated and recycled [7]. Generally these strategies
reduce the production cost but they did not act directly on the CVD
process itself since the precursor is not directly recycled in a loop.

One of the advantages of CVD processes is the deposition of uniform
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position temperature, high quality of the coatings…. Direct recycling of
effluent using metalorganic precursors was not reported because the
growth occurs at lower temperature than in hydride and halide chem-
istry and, in this condition, the quality of the layer strongly depends on
the metal source which motivates many studies on molecular precursors
[4,12–14]. Furthermore, these compounds generally undergo complex
decomposition mechanisms producing many unstable metal-containing
by-products. Kinetics plays a major role and the growth occurs far from
thermodynamic equilibrium. Examples of complexity of decomposition
pathways of Cr precursors are reported in [4,14,15].

The bis(arene)M(0) precursors, where M is a transition metal in the
oxidation state zero of the columns 5 and 6 are an important family of
CVD precursors for low temperature deposition of carbides, nitrides and
even metal coatings. This is supported by several works using these
precursors on carbides of V [16], Nb [17], Ta [17], Cr [18–21], Mo [22]
and W [22], nitrides of V [16] and Cr [23] and metal V [16] and Cr
[24,25], as well as nanostructured multilayer Cr-based coatings [26].

Chromium carbides are of great interest as tribological coatings for
the protection of steel and metallic alloy components owing to their
good resistance to corrosion and wear and their high hardness and
melting point. They are used in many fields such as transports (auto-
mobile, shipping, aeronautic), mechanical and chemical industries and
tools [27,28].

Our greater knowledge of the growth mechanisms of Cr-based
coatings [24,29], thermodynamic modeling without [29] and with di-
rect liquid injection (DLI) to feed the reactor [30], the determination of
a kinetic model and the simulation of the CVD process [31] led us to
study the effect of direct recycling of effluents on the quality of chro-
mium carbide (CrxCy) coatings grown by DLICVD using bis(ethylben-
zene)chromium(0) as representative of this family. The results are
compared with those obtained using a non-recycled solution of pre-
cursor. Both types of coatings exhibit the same features (composition,
structure, hardness), demonstrating that using this specific chemical
system, direct recycling of effluents is an efficient route to improve the
conversion yield of DLI-MOCVD process making it very competitive to
develop industrial applications. The barely significant difference of
hardness is commented and selection criteria for molecular precursors

are also discussed so that they can be implemented in CVD processes
with recycling of effluent.

2. Experimental

2.1. Deposition process

The growth was carried out at low temperature by direct liquid
injection of metalorganic precursors in a CVD reactor (namely DLI-
MOCVD process). It is a horizontal, hot-wall, Pyrex tubular reactor
(300 mm long and 24 mm in internal diameter) with an isothermal zone
around 150 mm. Stainless steel (304 L) plates and Si(100) wafers pas-
sivated by an amorphous SiNx thin layer acting as a barrier were used as
substrates. They were placed on a planar horizontal sample-holder in
the isothermal zone. More details are reported elsewhere [31]. The total
pressure was automatically monitored and kept constant at 6.7 kPa and
deposition temperature was set at 723 K.

Commercial bis(ethylbenzene)chromium (BEBC) from Strem (CAS
12212-68-9) was used as chromium precursor. It is in fact a viscous
liquid mixture of several bis(arene)chromium compounds with the
general formula [(C2H5)xC6H6-x]2Cr where x = 0–4 and BEBC is the
major constituent. A solution in anhydrous toluene (99.8%) from
Sigma-Aldrich (CAS 108-88-3) was prepared under inert atmosphere
with a concentration of 3 × 10−1 mol·L−1 (4 g of BEBC in 50 mL of
toluene). This precursor solution was injected in a flash vaporization
chamber heated at 473 K using a Kemstream pulsed injector device. A
liquid flow rate of 1 mL·min−1 was set by adjusting the injection
parameters in the ranges: frequency 1–10 Hz and opening time
0.5–5 ms. Nitrogen was used as carrier gas with a 500 sccm mass flow
rate and was heated at approximately 453 K before entering the flash
vaporization chamber to prevent condensation.

In this paper, “new” coatings refer to coatings elaborated using a
freshly prepared liquid solution of as-received precursor and solvent,
while “recycled” coatings concern coatings deposited using directly a
recycled liquid solution of precursor, by-products and solvent. The
same experimental parameters were used for new and recycled coat-
ings: temperatures, pressure, injection parameters, carrier gas flow rate
(the deposition time was about 1 h to inject about 160 mL of solution).
The only difference was that the precursor concentration of the recycled
solution was significantly lower due to consumption during previous
runs. As a result, the growth rate in recycling mode was significantly
lower. No attempt was made to change the deposition parameters in
order to compare the characteristics of the coatings under identical
growth conditions. The main CVD conditions are reported in Table 1.

The recycling mode investigated at this stage was based on an open-
loop. This means gaseous by-products going out of the CVD reactor
were forced to pass through a liquid nitrogen trap. Thus undecomposed
molecules of BEBC and solvent were condensed in a tank with the re-
actions by-products (except light hydrocarbons as C2 species whose
trapping is not effective because of their high volatility). After returning
to room temperature, a homogenous “daughter” liquid solution was
obtained and stored in a pressurized tank under argon before further
use. Several CVD runs were required to recover a sufficient amount of
“daughter” solution for a recycled run. For example, we succeeded in
obtaining a 1.5 μm thick coating with a recycled solution originating
from two “new” deposition experiments which had each produced a
5 μm thick coating.

Each trapped solution could also be analyzed, for instance by UV

Table 1

Experimental DLICVD conditions of new CrxCy coatings. The growth conditions in recycling mode are the same except that the BEBC solution injected resulting from cryogenic trapping
during previous CVD runs had a lower concentration.

T (K) P (kPa) BEBC in toluene (mol/L) BEBC gas flow rate (sccm) Toluene gas flow rate (sccm) N2 gas flow (sccm) Frequency (Hz) Opening time (ms)

723 6.7 0.3 9 216 500 1–10 0.5–5

coatings on 3D components with a high conformal coverage. This is 
achieved when the process operates in the chemical kinetic regime, i.e. 
at low pressure and low temperature. However, under these particular
conditions the conversion efficiency of reactants is low (typically <
30%). Consequently to develop large-scale CVD processes using ex-
pensive reactants recycling of precursor become necessary to achieve a
high conversion yield. For instance in the CVD production of boron 

fibers the selective condensation of unconverted BCl3 is reused directly
in the growth process [4]. Also the gas mixture CH4/H2 recycling for 
diamond growth was reported [8] and a closed gas recycling CVD
process has been proposed for solar grade Si [9]. Furthermore it was 
shown that a recycle loop is very useful for the management of the axial 
coating thickness uniformity of poly-Si in a horizontal low pressure
CVD reactor [10], in agreement with the fact that the regime of the 

reactor is close to a Continuous Stirred Tank Reactor as previously 

demonstrated [11]. In these few examples the precursor is a hydride or 
a halide.

Metalorganic precursors become very important CVD sources
thanks to the diversity of their molecular structures which allows 
controlling their chemical, physical and thermal properties. This allows 
satisfying the stringent requirements for the CVD process, e.g. low de-



for new and recycled coatings, typically rms = 18 ± 2 nm. Both types
of coatings exhibit a very good conformal coverage on substrates with
high surface roughness and on non-planar surfaces (edges, trenches…;
not shown here). This is a great advantage of low pressure DLI-MOCVD
which combines both a high diffusivity of gaseous reactants and de-
composition at low temperature leading to a growth in the reaction-
controlled regime. The only difference at this stage is the growth rate:
recycled coatings were deposited with a lower growth rate than new
coatings because of the lower precursor concentration of the recycled
solution. Of course, this can be adjusted later.

3.2. Structure

A typical XRD pattern of a new coating 3.4 μm thick grown at 723 K
on Si substrate is presented and compared to a recycled coating in
Fig. 2. In both cases, there is no evidence of diffraction peaks of poly-
crystalline phases. The pattern of the new coating is characteristic of an
amorphous material with 4 weak and broad bumps, around 2θ = 13.8°,
28.6°, 42.5° and 79.0° (better seen in the inset zoom). No difference was
found for the recycled coating, except that due to its lower thickness, a
broad peak originating from the substrate (amorphous SiNx barrier
layer) is observed at about 69° and the small bump at 79° is not as well
marked.

The last two bumps from the coating at 42.5° and 79.0° corresponds
to amorphous chromium carbides such as Cr7C3 (JCPDS 00-036-1482)
and Cr3C2 (JCPDS 35-804) which both exhibits their main diffraction
peaks in these two angular ranges. The FWHM of the most intense bump
at 42.5° gives an average size of coherent domains close to 1 nm using
Scherrer's formula, confirming the amorphous character of this carbide
phase.

In carbon-containing materials the presence of graphite crystallites

Fig. 1. Cross section of CrxCy coatings grown at 723 K and 6.7 kPa
on Si substrates using (a) a new BEBC solution in toluene and (b) a
recycled solution. The lower thickness in (b) originates from the
lower concentration of the recycled solution.

Fig. 2. Typical XRD pattern of a “new” CrxCy coating grown by DLI-MOCVD with a new
solution of BEBC in toluene (black) compared to that of a “recycled” coating (grey) grown
in the same conditions.

spectrophotometry to determine its precursor concentration. Indeed,
BEBC exhibits a characteristic absorption band around 315 nm that
could be used to measure the concentration according to the Beer-
Lambert law (Supplementary material, Fig. S1). Also, as an improve-
ment of the process, a closed-loop recycling system could also be in-
stalled and automated (currently in progress).

2.2. Coating characterization

The surface morphology and cross sections of coatings were char-
acterized by scanning electron microscopy (SEM; Leo-435VP), and by 

electron probe micro-analysis (EPMA; Cameca SXFive) for the chemical
composition. The crystalline structure was investigated at room tem-
perature and ambient atmosphere by X-ray diffraction (XRD) in 2θ
range [8–105°] using a Bruker D8-2 diffractometer equipped with a
graphite monochromator (Bragg-Brentano configuration; Cu Kα radia-
tion). The microstructure of the coatings was also studied by trans-
mission electron microscopy (TEM; Jeol JEM 2100 equipped with a
200 kV FEG, and a Bruker AXS Quantax EDS analyzer). For TEM ob-
servations, the samples were cut and thinned perpendicular to the 

surface by mechanical polishing, then prepared by a dimpling tech-
nique and thinned using a precision ion polishing system (PIPS, Gatan). 
By this method, the electron transparent area that can be observed is a
cross section including the coating and the interface with the substrate. 

The chemical environment of each element of the coating was in-
vestigated by X-ray photoelectron spectroscopy (XPS; Thermo Scientific
K-Alpha) equipped with a monochromatic Al X-ray source and a low 

energy Ar+ gun (1 keV) for surface cleaning and depth profile analysis. 
Raman spectroscopy (Horiba Jobin Yvon LabRAM HR 800 with a
532 nm laser) was also used to analyze chemical bonding, in particular
CeC bonds.

Hardness and Young's modulus were determined by nanoindenta-
tion using a Nano Scratch Tester (CSM Instruments). The loading/un-
loading cycle was respectively from 0 to 30 mN at 60 mN·min−1, a
pause of 30 s, then from 30 to 0 mN at 60 mN·min−1. With this cycle
the indenter penetration depth was lower than 1/10 of the coating 

thickness. For the thickest coatings, Vickers hardness was also mea-
sured using a BUEHLER OmniMet 2100 tester.

3. Results

3.1. General appearance and morphology

New and recycled coatings grown in the conditions reported in
Table 1 exhibit the same glassy and dense microstructure, typical of an 

amorphous material. Interestingly, no grain boundary is observed by
SEM, even at higher magnification than in Fig. 1, and it will be con-
firmed by TEM analysis in the Section 3.3. They have a metallic glossy 

appearance and a mirror-like surface morphology. Surface roughness of
CrxCy coatings on Si substrates measured by AFM gave similar values



is evidenced by the diffraction of the (002) plane expected at
2θ= 26.6° in well crystallized graphite. However, disorder in hex-
agonal graphite structure (e.g. inside and between basal planes, stacking
order between the graphene sheets, slipping out of alignment,
folding…) leads to broadening and shifting of this peak. For instance
pyrolytic carbon can exhibit a more or less disordered turbostratic or
graphitic structure. Consequently the bump at 28.6° is assigned to
pyrolytic carbon nanoparticles, namely free-C.

The first bump at 2θ= 13.8° is not related to amorphous chromium
carbides or to free-C. At this small angle (large interplanar spacing), this
could be a compound with a lamellar structure derived from graphite,
such as graphite oxide (GO). Indeed it has been reported that GO (001)
plane diffracted from 2θ = 2 to 12° depending on the presence of
oxygen-containing groups [32]. However, the oxygen content of our
coatings is lower than 5 at.% (Table 2), which is too low to support this
hypothesis. Therefore the first bump at 13.8° was assigned to another
derivative from graphite: the intercalation of Cr atoms between two
graphene sheets as in graphite intercalation compound (GIC). Recently
there are several reports dealing with the interactions between Cr and
different forms of carbon, including graphene, nanotubes and full-
erenes. For instance, a structural feature of the functionalization of
graphene surface is the grafting of Cr which recreates locally the same
type of bonding than in bis(arene)chromium, i.e. with an η

6-bonding to
the aromatic cycles [33,34]. On the other hand, in sandwich graphene-
Cr-graphene nanostructures, the representative distance of an ordered
staking is twice the spacing between two consecutive graphene sheets,
i.e. 6.556 Å, because Cr cannot be intercalated between two consecutive
interlayer spaces as described in [33,34]. This corresponds to a dif-
fraction angle 2θ= 13.5° considering the (001) plane, which is very
close to our 13.8° experimental value (Fig. 2).

3.3. Microstructure

From approximately the same magnification as in SEM images
(Fig. 1) and to larger values up to high resolution, TEM images showed
the same glassy microstructure for CrxCy coatings, as it can be seen on
Fig. 3a. Again no significant difference was found for recycled coatings.
A high resolution TEM analysis (Supplementary material, Fig. S2) has
revealed a dense and very finely granular structure with homogeneous
and monodisperse distribution of contrasted domains. The average size
of these domains is of the order of magnitude of 1 nm, in good

agreement with the value found by XRD.
The selected area electron diffraction pattern of the micrograph

shown in Fig. 3a revealed two diffuse rings (Fig. 3b) as for high re-
solution TEM analysis in Fig. S2. They are centered on interplanar
distances 2.097 Å and 1.223 Å. In accordance with the Bragg relation,
they correspond to theoretical XRD diffraction angles at 2θ= 43.1° and
78.1°. Therefore, the inner and outer rings on TEM diffraction patterns
correspond to the first and the second CrxCy bumps on XRD pattern
found at 2θ= 43.5° and 79.0°, respectively (Fig. 2). This is supported
by the fact that both crystalline Cr7C3 and Cr3C2 phases show their
strongest XRD contributions in the 2θ range 39–44° and they also ex-
hibit a second bunch of peaks with a lower intensity around 2θ= 80°.
The two bumps on XRD pattern at 2θ= 13.8° and 28.6° assigned to GIC
and free-C respectively, were not seen on TEM diffraction pattern likely
because they were too weak and diffuse for this technique.

3.4. Chemical composition

Atomic composition determined by EPMA of new and recycled
coatings is reported in Table 2. No significant difference is observed
between both coatings; it is typically Cr064C0.33O0.03. The level of
oxygen contamination is slightly higher in recycled coatings but it does
not exceed about 5 at.%. This was attributed to the handling of the
recycled solution that was stored in a pressurized tank. Although han-
dled under Ar atmosphere this container had to be opened and closed
several times in order to recover enough solution after several deposi-
tion experiments for a further use in a recycling CVD run. By neglecting
traces of oxygen, the total carbon content of these carbide coatings
(C:Cr = 0.50 ± 0.02) is intermediate between Cr7C3 (C:Cr = 0.43)
and Cr3C2 (C:Cr = 0.67) but it is closer to Cr7C3. The overall atomic
composition is consistent with a nanocomposite structure consisting of
an amorphous carbide matrix a-CrxCy and free-C, as supposed from XRD
and TEM results, and the ratio y:x in the matrix is lower than 0.50, i.e.
even closer to the Cr7C3 stoichiometry.

XPS analyses did not reveal significant difference between both
types of coatings, except a higher contribution of oxygen bonded to Cr
for recycled coatings, in agreement with EPMA data. As-deposited
samples exhibit Cr 2p3/2 peaks characteristic of Cr(III) oxide (575.8 eV)
and CreOH (576.8 eV), O 1s peaks were assigned to Cr2O3 (530.8 eV)
and CeO/OH (532.0 eV), and C 1s core level was characteristic to ad-
ventitious carbon with the components CeC/CeH at 284.8 eV and
OeC]O at 288.0 eV. A depth profile analysis of C 1s showed that Ar+

ion etching of the sample for about a minute at 1 keV removes readily
the surface contamination without significant secondary effect of
sputtering (Fig. 4a). The C 1s region of as-deposited sample shows the
main features of adventitious carbon with the CeC/CeH and OeC]O
components (Fig. 4b). After removal of the contamination layer by ion
etching for 220 s the C 1s peak reveals two forms of carbon present in
the coating: the carbide (282.8 eV) and the free-C (~284 eV) as

Cr (at.%) C (at.%) O (at.%)

New CrxCy 63.6 ± 1.7 33.1 ± 1.7 3.3 ± 2.0
Recycled CrxCy 64.2 ± 0.2 30.6 ± 0.2 5.2 ± 0.2

Fig. 3. (a) TEM micrograph of a new CrxCy coating ob-
served in cross section; (b) corresponding selected area
electron diffraction showing two diffuse rings of the
amorphous carbide phase.

Table 2

Atomic composition of coatings grown with a new and recycled solution (EPMA data).



minority component (Fig. 4c). After the surface cleaning by ion etching,
the O 1s intensity is significantly decreased and only one component is
found at 530.8 eV (CreO). Regarding Cr 2p3/2 region, the oxygenated
components have almost disappeared and the peak is shifted to
574.0 eV as for Cr metal or carbide (CreC bonds). This XPS analysis
confirms the presence of free-C and a carbidic form in the coatings as
observed by XRD. After in situ surface cleaning the atomic composition
of the surface analyzed by XPS is Cr0.57C0.33O0.10 that is in good
agreement with EPMA data (Table 2). From the relative intensity of the
two components of C 1s peak of Fig. 4c the proportion of free-C to the
total-C is approximately 20%. On the other hand, considering the EPMA
composition Cr0.64C0.33O0.03 (Table 2) as a representative formula and
neglecting oxygen content, comparison with the stoichiometric Cr7C3

phase reveals a carbon excess as free-C of 18 at.%. These two values of
relative content of free-C determined by XPS and EPMA are in good
agreement and confirm the presence of free-C nanostructures identified

in XRD. Due to the presence of free-C, it is confirmed that the matrix a-

CrxCy has the composition a-Cr7C3.
The coatings being of metallic nature, Raman spectra should not be

a priori readily informative. Raman signal originates only from surface
oxides and carbon components; no response was expected from a me-
tallic matrix. Fig. 5 compares the Raman spectra of a new and a re-
cycled coating for the 200 to 1800 cm−1 spectral range. Overall, the
large width of the bands reveals the absence of long-range order, either
because of the amorphous character of the phases or because of defects.
At first glance the spectra appear very different but they are both
constituted of two zones with different intensities. The bands in the first
zone (200–1000 cm−1) are essentially due to chromium oxides on the
surface of the sample [35–37] while the bands in the second zone
(1000–1800 cm−1) are characteristic of carbon in different environ-
ments [38]. In comparison with the new coating (Fig. 5a), the higher
intensity of the bands in the first zone for the recycled coating is con-
sistent with a substantially greater oxidation (Fig. 5b), in good agree-
ment with EPMA and XPS analyses.

Spectra deconvolution on Fig. 5c and d reveals the D band at
1340 cm−1 and the G band at 1570 cm−1 which are representative of
CeC bonds [38]. G stands for graphite and D for disorder in graphitic
structures. The bands at 1225 and 1455 cm−1 were assigned to trans-
polyacetylene, a strong polymeric chain e(C2H2)ne where carbon
adopts sp2 configuration [38]. Because of overlaps with the bands of
trans-polyacetylene, the presence of C sp3 cannot be ruled out since it is
expected at 1180 and 1332 cm−1 in nanocrystalline and cubic diamond
respectively, and at 1500 cm−1 in DLC (disordered sp3 hybridization)
[39].

In carbon materials, correlations were established between the de-
velopment of the disorder from sp2 structural model (graphite) to sp3

(diamond) and the variation of the intensity ratio I(D)/I(G) as well as
the FWHM and the position of the G band [38–40]. Fig. 5 shows that the
intensity ratio I(D)/I(G) significantly increases from new coatings
(~0.6) to recycled coatings (~1.2), suggesting that the disorder within
graphitic nanostructures is higher for the recycled sample. The fact that
the relative intensity of the bands at 1220 and 1460 cm−1 assigned to
trans-polyacetylene and possibly to C sp3 does not change from a new
coating to a recycled one suggests that the evolution of the disorder
cannot be interpreted in terms of C sp3 proportion. As a result, it is more
appropriate to consider interactions between Cr and free-C as structural
defects (both in-plane and between graphene sheets) that cause in-
creasing disorder when their number increases.

The average size of graphitic nanoparticles in the basal plane de-
termined from the FWHM of the G band, namely La [38], remains
constant at around 35 nm for both new and recycled coatings. On the
other hand, a disorder measurement LD can be determined from the
intensity ratio I(D)/I(G); it represents the average distance between two
point defects in graphene planes [40]. As suggested above, Cr grafting
on graphene sheet can be considered as a defect which induces dis-
order. Thus, LD can be considered as the average distance between two
grafted Cr and it was found decreasing from 15.5 to 6.2 nm for new and
recycled coatings respectively. This means that despite an identical
overall atomic composition, recycled coatings exhibit a higher defect
density, as interactions at the free-C/a-Cr7C3 interfaces, e.g. both as
hexahapto-η6-Cr grafting on external graphene sheets and Cr inter-
calation between graphene layers.

3.5. Hardness

For the thickest CrxCy new coatings (~5 μm), Vickers hardness
around 2300 HV was measured which is quite high for CVD chromium
carbide coatings. Values in the range 700–1600 HV were previously
reported for polycrystalline MOCVD chromium carbides coatings
[41,42] while electrodeposited CrxCy coatings did not exceed
1300 HV100 [43,44] and electroplating hard Cr is lower than 1200 HV
[45,46]. Only PVD processes manage to reach even higher hardness,

Fig. 4. XPS analysis of a new CrxCy coating: (a) depth profile of C 1s components, (b) C 1s
spectra of as-received sample (0 s ion etching time) and (c) C 1s spectra after 220 s ion
etching time.



from 2000 to 3000 HV [47–49].
For the thinnest CrxCy coatings (≤3.5 μm), hardness was de-

termined by nanoindentation on five samples corresponding to three
new and two recycled coatings. The values of hardness (H) and Young's
modulus (E) reported in Table 3 are the average of at least ten suc-
cessful indentations per sample. Considering standard deviations of
measurements, new and recycled coatings have substantially compar-
able H and E values. Nanoindentation measurements confirmed Vickers
hardness tests. With values in the range 23–29 GPa for coatings on 304
L thicker than 1 μm, both types of coatings exhibit nanoindentation
hardness as high as those of CrxCy coatings deposited by PVD, e.g.

24.2 GPa [50], 22 GPa [51] and 21 GPa [52], as well as MOCVD,
25 GPa [53]. It is noteworthy that our coatings are amorphous, whereas
those in the cited references were polycrystalline.

While there is no difference on the Young's modulus between new
and recycled coatings (285 and 295 GPa, respectively), the na-
noindentation hardness of recycled coatings could be considered
slightly higher (29 GPa) than that of new coatings (23 GPa), despite the
standard deviations. This will be discussed in the next section. The ratio
H3/E2 is often referred as a durability criteria; it is proportional to the
contact loads needed to induce plasticity and consequently it char-
acterizes the resistance to induce plastic deformation [54,55]. Com-
parison of both types of coatings revealed a better behavior of recycled
coatings as a result of their higher hardness, the ratio H3/E2 being in-
creased almost 3-fold.

4. Discussion

Chromium carbide coatings were successfully deposited using di-
rectly recycled solutions in the same DLI-MOCVD conditions as using
new bis(ethylbenzene)chromium solutions. The growth rate in effluent
recycling mode was found lower (around 0.5–1 μm·h−1 instead of
5–10 μm·h−1) essentially because the recycled BEBC solution in toluene

was less concentrated due to consumption in previous runs. Chemical
and structural characterizations of both types of coatings did not reveal
significant differences. The coatings exhibit a smooth surface mor-
phology, a dense and glassy-like microstructure and an amorphous
structure (XRD and TEM analyses). The overall atomic composition was
found to be Cr0.64C0.33O0.03 (Table 2). Interestingly, both coatings ex-
hibit a high conformal coverage on non-planar surfaces at relatively low
deposition temperature (723 K).

4.1. A high hardness

This section discusses on the one hand the high values of hardness of
the coatings whatever the precursor solution injected (new or recycled)
and, on the other hand, on the difference of nanohardness between
recycled and new coatings, assuming therefore that the difference is
significant enough.

Both Vickers hardness (2300 HV) and nanoindentation hardness
(23–29 GPa) have revealed high values, at the level of those previously
reported for PVD CrxCy coatings [50–52]. A great advantage of DLI-
MOCVD CrxCy coatings is that they are amorphous, without grain
boundaries, while those deposited by other processes are polycrystal-
line. It is generally reported that crystalline chromium carbides coatings
grown by PVD [51], cathodic arc evaporation [51] and electrodeposi-
tion [43] are harder than amorphous ones. Interestingly the hardness of
our amorphous coatings is already at the level of these polycrystalline
CrxCy coatings. Consequently, their amorphous structure cannot explain
their high hardness. We are aware that Cr3C2 is the hardest phase of
CreC system and therefore its presence, even in the amorphous state,
should significantly increase the hardness. However, we have shown
that the matrix of our coatings has the stoichiometry a-Cr7C3. Also it is
known that for nanocrystalline CrxCy coatings, the nanohardness in-
creased by decreasing the average grain size [44]. Without evidence for
nanocrystalline structure this claim does not hold for our coatings. It
was also reported that a high hardness was achieved for high Cr con-
tents [50], or that stoichiometric CreC phases must be privileged,
meaning a C excess must be avoided [52]. We will discuss below that in
our case a C excess, compared to Cr7C3 stoichiometry, on the contrary
plays a key role.

Among the factors that influence the hardness of coatings, residual
stresses are probably the most important [56]. The influence of other
factors as coating thickness, growth conditions, micro- and

Fig. 5. Raman spectra of CrxCy coatings grown on a Si substrate
with a new BEBC solution (a) (c), and a recycled one (b) (d):
spectral range 200–1800 cm−1 (a) (b), and the C region (c) (d). The
proposed deconvolution of the C bands is commented in the text.

Table 3

Nanoindentation results for new and recycled coatings deposited on 304 L stainless steel
substrate.

Coating Thickness (μm) H (GPa) E (GPa) H3/E2 (GPa)

New CrxCy 3.5 23 ± 2 285 ± 20 1.4 × 10−1

Recycled CrxCy 1.0 29 ± 4 295 ± 40 3.9 × 10−1



−1.20 and −1.25 GPa were found for the 4.0 and 6.0 μm thick coat-
ings, respectively. Reliable data could not be obtained by this method
for recycled coatings because they were too thin. Assuming a rigid
substrate, the maximum thermal stress can be calculated according to
the equation:

= ′ − ∆σ E (α α ) T.t f f s

where ∆T is the variation of temperature and αi the thermal expansion
coefficient (αs = 18.3 × 10−6 K−1 and αf = 10.1 × 10−6 K−1). For
∆T = 430 K, calculated thermal stresses are −1.32 GPa. These values
are generally found for ceramic coatings as TiN on stainless steel sub-
strates [59]. These results are confirming the dominant contribution of
thermal stresses to residual stresses.

The comparison of hardness of new (23 ± 2 GPa) and recycled
(29 ± 4 GPa) coatings reveals a small but significant difference, taking
into account the standard deviations, which raises the question: why
should recycled coatings be harder? This could be discussed in terms of
residual stresses but no data are available for recycled coatings.
However, the residual stresses are largely dominated by thermal stress
which has the same value for both coatings since they were deposited at
the same temperature and their thickness was relatively close (3.5 and
1.0 μm, respectively). Consequently this is likely not a major factor to
explain the difference of hardness. One of the best ways to comment on
this difference in hardness is to focus on the specific nanocomposite
structure of these hard coatings since it is known that this influences the
hardness.

4.2. A specific amorphous nanocomposite structure

The morphology, microstructure and composition of new and re-
cycled coatings are the same. Furthermore, XRD, XPS and Raman
analyses gave evidence for an amorphous nanocomposite structure. The
only significant differences between both types of coatings were found
by Raman spectroscopy (Fig. 5).

Basically, the microstructure is composed of 2 phases with inter-
faces acting as strong interphases. The dominant phase is an amorphous
carbide matrix with the Cr7C3 stoichiometry (namely a-Cr7C3).
Nanometric free-C domains (La = 35 nm in-plane correlation length)
are embedded in this amorphous carbide matrix. They are related to
pyrolytic C, which means they exhibit a disordered graphitic structure
(turbostratic stacking) with likely some covalent bonding between
graphene sheets via open cycles at the edges (generating C sp3 sites).

Furthermore, some graphene sheets are also connected by trans-poly-
acetylene chains at the edges of these C domains. The relative amount
of free-C does not exceed 20% of the total carbon (XPS and EPMA data).
An important finding was to identify signatures by Raman and XRD
revealing interactions between Cr and free-C. This particular nanos-
tructure is shown schematically in Fig. 6. Due to their layered structure,
the free-C domains exhibit two types of interfaces with the a-Cr7C3

matrix: the one which is parallel to the graphene sheets (parallel in-
terface) and that which is roughly perpendicular to the stacking of
graphene planes (perpendicular interface). Cr atoms from the amor-
phous carbide matrix can be grafted on external graphene sheets as
hexahapto η

6-Cr complexes of graphene [34]. These specific bonds are
very similar to those in the BEBC precursor. They contribute to the
strengthening of the parallel interfaces. Also, individual Cr atoms can
be intercalated between consecutive graphene sheets as in graphite
intercalation compounds as supported by XRD data (Fig. 2) [33,34]. All
these Cr interactions can be considered as point defects in ideal gra-
phene sheets. Despite a graphitic base structure, these interactions and
interconnections between free-C and a-Cr7C3, through C sp3, trans-

polyacetylene and η
6-Cr bonding rigidify the free-C domains,

strengthen the interfaces and consolidate a 3D structural network be-
tween the carbide matrix and free-C through strong interphases.

The defect density on the external graphene sheets of free-C na-
nostructures has been estimated from Raman data as the average dis-
tance LD between two point defects in graphene sheet (Fig. 6). Inter-
estingly LD was found to decrease from 15.5 to 6.2 nm for new and
recycled coatings, respectively, while the average size of graphene
sheet given by in-plane correlation length La is constant (35 nm). This
means the defect density, i.e. the density of interactions between the
carbide matrix and free-C is significantly higher for recycled coatings
than for the new ones. This trend suggests a correlation with the higher
hardness of recycled coatings (29 ± 4 GPa) compared to the new
coatings (23 ± 2 GPa). The nanohardness would increase with the
density of chemical bonds both within graphene sheets of the free-C
nanostructures and between these free-C domains and the amorphous
carbide matrix.

Basically the growth mechanism is the same for “new” and “re-
cycled” coatings. A simple chemical mechanism reduced to 4 limiting
reactions (1 homogeneous, 3 heterogeneous) was proposed for kinetic

Fig. 6. Schematic representation of the amorphous and nanocomposite microstructure of
CrxCy coatings deposited by DLI-MOCVD showing the main structural features at the
interface between free C nanostructures embedded in an amorphous Cr7C3 matrix (Cr
atoms are the red circles). The La and LD distances shown are discussed in the text. (For
interpretation of the references to color in this figure legend, the reader is referred to the
web version of this article.)

nanostructure has been reported but they act both on the stresses and 

the hardness, and so their effect is difficult to decouple.
For two new coatings 3.5 and 35.0 μm thick the nanohardness and

Young modulus were found constant at 23.6 ± 2.0 GPa and approxi-
mately 293 GPa, respectively. This means the nanohardness is in-
dependent of the thickness for values higher than 3.5 μm. At this stage 

no data is available for thinner coatings to comment on the possible
influence of thicknesses lower than 3.5 μm. It is noteworthy that our
experimental value of the Young's modulus is in good agreement with 

the Cr7C3 theoretical value of 302 GPa [57].
In coating-substrate systems prepared by CVD, residual stresses (σr)

originate from the sum of thermal stresses (σt) induced by the mismatch
of thermal expansion between the coating and the substrate, and in-
trinsic stresses (σi) induced by the growth mechanism. The residual
stresses were determined for two “new” coatings (thickness tf = 4.0 

and 6.0 μm) deposited on 304 L steel strip 0.5 mm thick (ts). As the ratio 

tf/ts (or Ef
′tf/Es

′ts) is ≤1% [58], the deformation of the substrate can be
negligible. The Ei

′ are the biaxial moduli (Ei / (1  − νi)), ti the thick-
nesses, νi the Poisson's ratio and the subscripts s and f respectively
denotes the substrate and the film, which leads to Ef

′ = 363 GPa and
Es

′ = 278 GPa using νCrC = 0.2 and ECrC = 290 GPa (average data of 
Cr7C3 and Cr3C2). The Stoney's equation is applicable with an error
which does not exceed 5%. From the measurement of the change of 
curvature before and after deposition, compressible residual stresses of



reactive, thermally stable in the deposition temperature range, and
therefore does not participate in the growth mechanism as found using
toluene and cyclohexane [26,65].

The solution recovered in the cold trap at the exit of the CVD reactor
contains undecomposed BEBC, toluene (solvent) and a mixture of or-
ganic by-products originating from the released ligands and the het-
erogeneous decomposition of a small part of them producing ethyl-
benzene, diethylbenzene, benzene, ethyltoluene, toluene [62] as well as
lighter and non-aromatic hydrocarbons and hydrogen [24]. The lighter
hydrocarbons and hydrogen are not efficiently trapped because of their
high volatility. The organic by-products originating from the ligands are
of the same family as the solvent. Consequently, the trapped solution
that can be directly recycled contains unreacted BEBC and solvents
constituted of a mixture of several aromatic hydrocarbons. The major
difference with the new solution is that the BEBC concentration in the
recycled solution is lower due to its consumption. Finally, direct re-
cycling of all effluents can be implemented using this chemical system
in a close-loop to reach a conversion rate of the precursor near 100%
(currently in progress).

5. Conclusions

The impact of the high cost of metalorganic precursors on the
economic viability of MOCVD can be overcome by maximizing the
conversion yield. It was demonstrated that direct recycling of effluent is
possible using appropriate bis(arene)Cr(0) precursors.

Chromium carbide coatings were deposited by DLI-MOCVD using
either a new bis(ethylbenzene)chromium solution in toluene or a re-
cycled solution recovered at the exit of the reactor. Chemical and
structural characteristics of both types of coatings are very similar.
They are amorphous with a composition slightly higher than Cr7C3. The
nanohardness is particularly high with values in the range 23–29 GPa.
This high hardness is essentially due to the nanocomposite micro-
structure, without grain boundary, and strong interphases between
free-C domains embedded in an amorphous Cr7C3 matrix. The slightly
higher hardness of recycled coatings was assigned to a higher density of
chemical bonds both within the C domains (C sp3 and trans-poly-
acetylene bridges) and at the interfaces with the amorphous carbide
matrix (Cr grafting and intercalation). A gradual filling of prismatic and
octahedral C sites of the matrix also likely plays a role in strengthening
the interphase.

It is a breakthrough for MOCVD because the process can be ex-
tended to metals of columns 5 and 6 for which the same M(0) chemistry
can be implemented and the carbides also have many practical appli-
cations as protective metallurgical coatings. Recycling in a closed-loop
is currently in progress to reach a conversion rate near 100% in a one-
step CVD run.
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