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First-principles electronic structure calculations
for the whole spinel oxide solid solution range
MnxCo3ÿxO4 (0 r x r 3) and their comparison
with experimental data†

Rémi Arras,*a Thi Ly Le,b Sophie Guillemet-Fritsch,b Pascal Dufourb and
Christophe Tenailleaub

Transition metal spinel oxides have recently been suggested for the creation of efficient photovoltaic

cells or photocatalysts. These compounds can be easily tuned by doping to adapt their electronic or

magnetic properties. However, their cation distribution is very complex and band structures are still a

subject of controversy. We propose a complete density functional theory investigation of MnxCo3ÿxO4

compounds, using different approximations in order to explain the variation of these properties as a

function of composition (for 0 r x r 3) and determine the electronic structure over the whole solid

solution range. A detailed study of their atomic structure, magnetic properties and electronic structure is

given and compared with experimental data. The unit cell volume calculated for each composition is in

agreement with the volume obtained experimentally in ceramics, while a cubic-to-tetragonal structural

transition is predicted at x = 2.0. An antiferromagnetic to ferrimagnetic behavior is observed at the

lowest ordering temperature depending on the composition. The band gap, deduced from our band

structure calculations, strongly decreases upon doping of the end members Co3O4 and Mn3O4, but

is partly restored by the tetragonal distortion. A direct band gap, close to 0.5–0.8 eV, is calculated for

0.25 r x r 2.25, justified by inter-metal transitions from Mn ions on octahedral sites.

Complex transitionmetal oxides possess a wide range of electronic
and magnetic properties which are highly tunable, depending
on the considered cationic chemical species, the overall atomic
structure and the experimental growth conditions. This makes
such materials very interesting for several industrial applications
in electronics, sensors and energy converters, also taking into
account their advantages in terms of element abundance, low
cost and negligible toxicity.

Spinel cobaltites and manganites are interesting photoelectric
materials that have already been proposed as promising candidates
for the creation of efficient photovoltaic cells1 or photocatalysts.2,3

Different experimental studies have already shown that such oxides
can be prepared as thin films by physical or chemical vapor
deposition,4 epitaxial growth,5–8 electrodeposition,9 sol–gel,10

and spin or dip-coating techniques.11 While the former two
allow the formation of very thin (a few nanometers) compact
layers, these techniques are usually expensive. The latter three
techniques are more appropriate for the formation of homo-
genous layers of a few hundreds of nanometers at a very low cost.

Intermediate oxides, with chemical formula MnxCo3ÿxO4

(0 r x r 3), provide a larger number of cations that will
directly influence their material properties. Some of the authors
of the current paper previously studied the whole solid solution
range experimentally, confirming the interest of such materials
for various applications in electronics and optical devices, like
for example, thermistors and light absorber materials, and high-
lighting the variations of the crystal structure and conductivity as
a function of the chemical composition.12,13 The magnetic
properties of dense and single phase MnxCo3ÿxO4 (0 r x r 3)
ceramics have also been recently experimentally investigated
by the same research group.14 MnxCo3ÿxO4 possesses a net
magnetization at low temperatures and the molar Curie con-
stants Cm, deduced from the experimental measurements for
ceramics with 0r xr 2, were explained by the presence of two
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bCIRIMAT, Université de Toulouse, CNRS, INPT, UPS, 118 Route de Narbonne,

31062 Toulouse Cedex 9, France

† Electronic supplementary information (ESI) available: Detailed DOS of Co3O4 

(Fig. 1S) and Mn3O4 (Fig. 2S and 3S). Volume and lattice parameters of 
MnxCo3ÿxO4 calculated with the GGA+U approximation (Fig. 4S). Complete sets 
of DOS of MnxCo3ÿxO4 for the GGA (Fig. 5S), GGA+U (Fig. 6S) and mBJ (Fig. 7S) 
calculations. DOS calculated using the experimental lattice parameters (Fig. 8S). 
Variation of the band gaps (Fig. 9S). See DOI: 10.1039/c6cp05554k

DOI: 10.1039/c6cp05554k

1 Introduction



oxidation states per element (Co2+/Co3+ and Mn3+/Mn4+), which 
also justifies the conductivity variation.12

Few first-principles studies have already been reported for 
the pure bulk end member compounds Mn3O4

15–18 and 
Co3O4.

5,6,19–23 In these works, the authors aimed at describing 
accurately the electronic structures using different approximations 
for the exchange–correlation potential. Other recent first-principles 
studies showed the correlation between the spinel oxide electronic 
structure and the surface and catalytic properties of Co3O4

24–27 as 
well as MnCo2O4.

28–30

But, further theoretical and experimental works need to be 
done in order to obtain a better understanding of the structural, 
electronic and magnetic properties of such complex oxide materials.

In this paper, after describing the pure end member compounds 
Co3O4 (Section 3.1) and Mn3O4 (Section 3.2), we propose a 
fundamental and complete study of the structural, magnetic 
and electronic properties of MnxCo3ÿxO4, based on first-
principles calculations and in comparison with our previous 
experimental results (Section 3.3).

2 Calculation details
Our calculations were performed using the density functional 
theory (DFT) and the projector augmented-wave (PAW) method31 

with a cut-off energy of 650 eV, as implemented in the Vienna 
Ab initio Simulation Package (VASP).32,33 The first Brillouin zone 
was sampled by a 10 � 10 � 10 Monkhorst–Pack grid.34 A full 
optimization of the atomic structure (atomic coordinates and 
volume) was performed for each case using the conjugate-
gradient algorithm method and calculating the stress tensor. 
This step was only done using the exchange–correlation energy 
approximated by the generalized-gradient approximation (GGA-
PBE).35 The electronic structure was then calculated according 
to the Tran–Blaha modified Becke–Johnson local spin density 
approximation (mBJ),36,37 or by adding the so-called ‘‘+U’’ 
correction,38 applied to the d-electrons of the Mn and Co atoms. 
We used the rotationally invariant version of this method, as 
introduced by Dudarev et al.39 and the Ueff(=U ÿ J) parameter 
was chosen to be 5.0 eV and 3.8 eV, for the Co and Mn atoms, 
respectively. Since the mBJ potential is not obtained as a 
derivative of the exchange functional, it is advised not to use 
it for energy comparison (structural optimization or stability of 
magnetic states), but only for electronic structure calculations, 
where this method has been found to improve the description 
(with a relatively low computational cost) and, in particular, 
the band gap values for a large range of materials, including 
transition metal oxides.37,40

3 Results
3.1 Co3O4

Co3O4 displays a spinel structure, which corresponds to a 
distorted face-centred cubic lattice of oxygen atoms in which 
Co atoms occupy 1/8 of the tetrahedral (A) and 1/2 of the 
octahedral (B) atomic sites. CoA, CoB and O atoms occupy,

respectively, the atomic sites 8a, 16d and 32e in the Wyckoff
notation. Our calculated value of 8.087 Å is in agreement with
the experimental lattice parameter (a = 8.081 Å) previously
obtained for Co3O4 dense ceramics after spark plasma sintering
(SPS).12

Co3O4 is a mixed valence oxide with two oxidation states that
provides interesting electronic and magnetic properties. The
electronic charge distribution in this material corresponds to
the so-called normal spinel structure, which can be described
according to the formula [Co2+]A[(Co

III)2]B(O
2ÿ)4. We use the

CoIIIB notation because cobalt in octahedral sites adopts a low
spin state with a nil spin magnetic moment. CoA

2+ ions are in a
high spin state (with a theoretical spin magnetic moment of
MS = �3 mB) and are antiferromagnetically coupled together,
with a low Néel temperature of 40 K. In his experimental study,
Roth highlighted the strength of the A–A antiferromagnetic
indirect coupling that is for example higher than in aluminate
spinel compounds.41 The total spin magnetic moment for
Co3O4 is of 0 mB per formula unit (f.u.), which is correctly
described as being the fundamental magnetic state by our
calculations, with a total energy of 27 meV per f.u. lower than
that calculated for a ferromagnetic ordering, according to the
GGA calculations. A spin magnetic moment of 3.26 mB was
measured by Roth.42 This value is higher than the theoretical
value of 3 mB given before, considering a purely ionic character
of the Co2+ and the spin only contribution. It is also higher than
our calculated value, which is at the most 2.77 mB using the mBJ
calculations. Roth explained that this high measured value was
due to a small contribution from the spin–orbit coupling.42

Regarding the band structure, a debate is still opened with
the band gap width of Co3O4 at the Fermi level. Most of the
results reported in the literature, based on optical measurements
mainly, usually describe two band gaps of C1.6 eV and C2–
2.5 eV,43–46 while some references also reported a band gap
with a lower value of C0.8 eV,5,6,19 and thus claim that Co3O4

would not be a highly correlated electron material in contrast to
the Mott insulator CoO. The last hypothesis would be described
within the GGA+U formalism by using a lower value of Ueff for
the d electrons, especially for the CoIIIB ions. The electronic
structure variation for Co3O4 as a function of Ueff has been
described by Qiao et al.,5 showing that the spinel cobalt oxide
electronic structure was better investigated by standard DFT
calculations than by using DFT+U, when compared to X-ray
photoelectron spectroscopy (XPS) data. Kormondy et al. also
mapped several combinations of [Ueff(CoA

2+), Ueff(CoB
3+)] and

finally chose the set of value of [4.0, 0.0] eV after a comparison
of their calculating results with magnetization measurements
and XPS spectra. These values are much lower than [4.4, 6.7] eV
calculated by Chen et al.20 from first-principles, by using a linear
response method. As discussed there, the set of parameters still
gives a band gap lower by a factor 1.75 than for PBE0 hybrid
functional calculations. For comparison, calculated Ueff values
for CoO are of the order of 5 eV.47 Finally, a study performed
by Singh et al.22 aims at comparing different approximations
(GGA-PBE, GGA+U, and HSE06 as well as many-body Green
function GW approximations) to calculate the electronic,



magnetic and optical properties of Co3O4. They highlighted that 
the results obtained using the GGA+U and HSE06 hybrid functional 
are very sensitive to the chosen value of Ueff or to the percentage 
of exact exchange introduced in the exchange–correlation DFT 
functional. After comparison with photoemission spectroscopy 
(PES) and ultraviolet photoelectron spectroscopy (UPS), they 
concluded that the pure GGA functional, the hybrid HSE06 
(with a percentage of exact exchange a = 5%) functional, and 
the Sc-GW0 method (GW with only full self-consistency over G) 
are the most reliable methods to investigate the electronic and 
optical properties of Co3O4.

The reason for the low measured band gap is uncertain and 
was not always discussed. We preferred to keep a high constant 
value of Ueff for every Co atom, in order to be consistent with 
the mBJ calculations. GGA results will still be given for each 
system for comparison.

Our band gap widths are then 0.27 eV, 2.33 eV, and 2.91 eV 
calculated using the GGA, GGA+U (Ueff = 5 eV), and mBJ 
methods, respectively. These values are in agreement with the 
theoretical results reported in ref. 21. Densities of states (DOS) 
are plotted in Fig. 1. The DOS calculated using the GGA+U 
method displays a strong hybridization between the d orbitals 
of Co atoms in A and B sites and the p orbitals of oxygen atoms 
over the whole range of occupied valence bands, i.e. from ÿ7.25 eV 
to EF. This mainly results from the energy shift of the d bands 
toward lower energies, due to the application of the Ueff-dependent 
correction. In contrast, GGA and mBJ calculations show a large 
separation between bands with a strong d-orbital contribution 
(respectively from ÿ2.38 eV or ÿ2.12 eV to EF) and p bands of the 
O2ÿ anions. This is characteristic of low hybridization and clearly 
delimitates the respective localization of the electrons near the 
cations or the oxygen atoms. According to the mBJ calculations, 
the band gap observed in Co3O4 corresponds to the difference in 
energy between occupied e bands of CoA and eg unoccupied 
bands of CoB. The difference in energy between the occupied e 
and unoccupied t2 bands of CoA (DE

A(e - t2)), and the 
occupied t2g and unoccupied eg bands of CoB (DE

B(t2g - eg)) 
is 5.45 eV and 3.88 eV, respectively, (see Fig. 1S of the ESI†).

3.2 Mn3O4

Hausmannite Mn3O4 crystallizes also with the spinel structural 
type,48 but exhibits a tetragonal distortion with our experimental 
lattice parameters a = 8.149 Å and c = 9.465 Å (i.e. a c/a ratio equal 
to 1.162) as previously described for a single phase and dense 
ceramic.12 Our calculations here give cell parameter values of 
a = 8.132 Å and c = 9.493 Å (c/a = 1.167) considering antiferro-
magnetic ordering, which are again in agreement with the 
experimental data.

The charge distribution in Mn3O4 also corresponds to the 
normal spinel structure formula [Mn2+]A[(Mn3+)2]B(O

2ÿ)4 but in 
this case, with both MnA

2+ (MS = 5 mB) and MnB
3+ (MS = 4 mB) 

cations in the high-spin state.
Mn3O4 exhibits a complex ferrimagnetic ordering below 

the Curie temperature TC of approximately 42 K,49 below 
which it undergoes three magnetic phases.50–56 Between 39 K 
and TC, Mn3O4 is reported to be commensurate and collinear,

coinciding with the atomic unit cell. From 33 K to 39 K, the
magnetic ordering changes into an incommensurate spin
structure, generally described as a spiral with a [010] propagation
vector. Below 33 K, the spin spiral becomes commensurate and
the magnetic unit cell is doubled, with the resulting spin
magnetic moments of the MnB atoms antiparallel in the [010]
direction to those of MnA. This magnetic phase below 33 K is
closely linked to the atomic structure which can undergo a
tetragonal-to-orthorhombic phase transition (from the space
group I41/amd to Fddd).55,56 Kemei et al.56 have shown that both
structural phases can coexist at low temperature. Strain effects
can be envisaged to tune the magnetic properties56 and the
critical temperature.55,57

An optical band gap of C2.4 eV was measured on thin
films,58,59 while a higher value of 3.3 eV was reported on
nanoparticles.60 This shift of band gap was explained by a
confinement effect. Hirai et al. reported absorption spectra
from which they did not conclude about a band gap value.
However, they found an absorption peak atC1 eV which can be

Fig. 1 Spin-resolved DOS for Co3O4 (x = 0) calculated using the 3
approximations.



consistent with the calculations of Franchini et al. who gave a 
band gap of 0.3–0.5 eV. They also found two optical band gaps 
of 1.9 eV and 4.0 eV (see the ESI of ref. 18).

We performed calculations with different magnetic order-
ings (antiferromagnetic, ferrimagnetic and ferromagnetic) and 
found that the antiferromagnetic configuration with a zero 
magnetic moment is the most stable. This result is consistent 
with the literature,15,18 and highlights a clear difference with a 
common ferrimagnetic ordering obtained due to a strong anti-
ferromagnetic coupling between cations in B and A sites. In 
contrast, the spin magnetic moments per atom are in agree-
ment with reported experimental measurements (see Table 1).12

The calculated DOS are displayed in Fig. 2. According to the 
mBJ calculations, the bands just below the Fermi level are built 
from the hybridization of dt2 orbitals of MnA and dz2 of 
MnB cations, and p orbitals of oxygen atoms, with, however, a 
noticeably higher contribution coming from the MnA ions, 
while the DOS presents mainly a d character from the MnB 

atoms for the GGA. The conduction bands with the lowest 
energy have a clear MnB(d) symmetry no matter what the 
approximation is. According to the mBJ calculations, the top 
of the valence bands displays a main contribution coming from 
the MnA(dt2) orbitals, mixed with MnB(dz2) orbitals (the energy 
range of which extends from EF ÿ 1.38 eV to EF), while the 
bottom of the conduction band has a clear MnB(dx2ÿy2) char-
acter. We thus found a first band gap of 1.92 eV between the top 
of the valence band and the bottom of the conduction band, 
and the energy difference to the bottom of the unoccupied 
bands of the MnA atoms is 4.31 eV (also see the Fig. 3S, ESI†). 
These values are similar to those given by Hirai et al.18 which 
are C1.43 eV and C3.41 eV using DFT+U, and 2.61 eV and 
4.17 eV using the HSE06 hybrid functional.

Band gaps, magnetic moments and calculated lattice para-
meters are given in Table 1 for 4 magnetic configurations. The
antiferromagnetic ordering brings the closest lattice para-
meters and band gaps (although lower by 20%), if compared
with experimental measurements from the literature.58,59 However,
the best fit for the total spin magnetic moment is obtained for
the ferrimagnetic ordering with the Ak[Bm,Bm] configuration.
Although it does not correspond to the fundamental state, the
band gap energy calculated for the majority spin electrons is
still in agreement with values reported in the literature. For an
easier understanding, the last case will be used as a reference in
the next section.

3.3 Mn
x
Co3ÿx

O4

For our calculations, we considered 13 different supercells with
a varying number x of Mn atoms substituted for Co in Co3O4.
We first considered the substitution as occurring in the B sites,
and then, once every CoB was replaced by Mn atoms (for x =
2.0), every added Mn was set into the A sites, in accordance with
neutron diffraction measurements, Rietveld refinements and
bond valence sum calculations reported in ref. 12. Apart from
Co3O4, for which we considered an initial antiferromagnetic
ordering, all the other calculations were performed using a
ferrimagnetic arrangement with antiparallel alignment of spin
magnetic moments of cations in A sites compared with those in B
sites (i.e. Ak[Bm,Bm]). The last choice will be justified in Section 3.3.2.

3.3.1 Atomic structures. The complete set of lattice para-
meters was calculated for all MnxCo3ÿxO4 compounds using the
GGA approximation. The results are displayed in Fig. 3 and
compared with experimental data obtained by X-ray diffraction
measurements on single phase sintered ceramics.12 For the cell
volume, calculated and experimental data are in agreement for

Table 1 Spin-resolved band gap energies DE and atomic spin magnetic moments M for different magnetic orderings. DOS from which the band gap
energies were extracted are given in the ESI in Fig. 2S

DE(m) (eV) DE(k) (eV) M(MnA) (mB per atom) M(MnB) (mB per atom)

(a) Antiferromagnetic (Amk[Bmk,Bmk]): Mtot = 0 mB, a = 8.132 Å, c = 9.493 Å
GGA 0.78 0.78 �4.19 �3.52
GGA+U 1.37 1.37 �4.53 �3.84
mBJ 1.92 1.92 �4.48 �3.64

(b) Ferrimagnetic (Ak[Bm,Bm]): Mtot = 3 mB, a = 8.107 Å, c = 9.610 Å
GGA 0.78 0.52 ÿ4.13 3.48
GGA+U 1.37 2.42 ÿ4.51 3.79
mBJ 2.40 1.42 ÿ4.44 3.56

(c) Ferrimagnetic (Am[Bk,Bm]): Mtot = 5 mB, a = 8.134 Å, c = 9.518 Å
GGA 0.63 0.93 4.22 �3.67
GGA+U 1.17 1.79 4.53 �3.84
mBJ 1.62 2.45 4.49 �3.65

(d) Ferromagnetic (Am[Bm,Bm]): Mtot = 13 mB, a = 8.234 Å, c = 9.586 Å
GGA 0.32 2.82 4.32 3.76
GGA+U 0.78 4.00
mBJ 1.46 3.93 4.55 3.75

(e) Experimental: Mtot = 1.85–1.89 mB
50,51,54 a = 8.149 Å, c = 9.465 Å12

2.458,59 4.6451 3.5551



the extremum compositions (i.e. x = 0–0.25 and x = 3). The
volume increases almost linearly as a function of x (the average
increase of the volume is 34 Å3 per added Mn atom per f.u.) and
the calculated values only underestimate the experimental
values by at most 2.4% for intermediate compositions.

Considering the lattice parameters, some discrepancies
appear more clearly. For x o 2.0, the three calculated lattice

parameters are very close, while the chosen cationic distribution
can artificially break apart the symmetries, the lattice can be
considered as cubic in this range of x values. The calculations
predict a cubic (a = b = c) to tetragonal (c4 a = b) transition from
x4 2.0, i.e. when all the occupied B sites are filled by Mn atoms
and all the added atoms are thus placed into the A sites. If the
transition was demonstrated to be correct, the critical composition
at which it occurs is not consistent with the experiment: this
transition has indeed been measured to occur from x4 1.25, and
has been attributed to the presence of a sufficient amount (Z55%
of the occupied B sites, i.e. for x 4 1.2512,61) of MnB

3+, with a
d4s0 electronic structure, inducing a Jahn–Teller distortion. It is
thus surprising that Mn2CoO4 (for which 100% of the B sites
are occupied by Mn atoms) is still found to be cubic by the
calculations.

Because the transition only begins when additional Mn atoms
replace Co atoms in the A site, we verified that, besides the Jahn–
Teller effect, the presence of Mn atoms in these A sites could not
provide a complementary explanation. A calculation was then
performed for x = 1.0, and with 1/4 of the Mn atoms swapped
with the cobalt in the A sites. Again, a cubic structure was found,
with a volume only slightly reduced by 1% in comparison with
the ideal case in which all the Mn atoms were in the B sites.
According to these results, we can thus conclude that the
presence of MnA sites is not the reason for the tetragonal
distortion. In addition, the total energy calculated for the
structure with the swap defect was found to be 0.45 eV higher
than that for the ideal structure, which confirms the experi-
mental cation distribution with a preferential location of Mn
atoms in B sites.

The inability of GGA calculations to correctly reproduce the
tetragonal shape of the lattice between 1.25 o x r 2.0 can
originate from the wrong description of the magnetism to
which it is known to be intimately related, as discussed before
in the case of Mn3O4.

55,56 The calculations only predict the
cubic-to-tetragonal transition to happen when a critical value of
the volume is reached due to a cell increase produced by the
addition of Mn atoms in either A or B sites. The influence of the
temperature should also be taken into account, as the current
experimental data have been obtained at room temperature,
whereas magnetic phases under consideration, as well as our
calculations, are only considered at low temperatures. These
different aspects could explain the limit value of x calculated
for the transition.

Finally, we would like to mention that the GGA+U method
has also been tried for the calculations of the lattice para-
meters, but we did not retain the results as they worsen the
comparison with our experimental measurement. In that case,
the shape of the structures was completely different and the
volume tends to be overestimated (see Fig. 4S, ESI†). Other
studies have already underlined the possibility of stabilising
tetragonal or orthorhombic manganite spinel lattices by using
different approximations.62

3.3.2 Magnetic properties. For the lowest non-zero concen-
tration of Mn atoms (x = 0.25), the antiferromagnetic coupling
between CoA and MnB is sufficient to set up the ferrimagnetic

Fig. 2 Spin-resolved DOS for Mn3O4 (x = 3.0) calculated using the 3
approximations and for an antiferromagnetic ordering.

Fig. 3 Calculated volume V and lattice parameters a (+), b (�) and c (*)
compared to the experimental values of ref. 12. The results are given for a
conventional cubic or tetragonal cell of 8 MnxCo3ÿxO4 formula units.



ordering. We indeed mapped different magnetic ordering and 
found that this composition displays the lowest total energy. 
Moreover, we have checked that this ferrimagnetic ordering 
remains robust for high x values, i.e. x = 2.0 and 2.5, by 
comparing the total energy for the different magnetic states, 
similarly to the calculations done for Mn3O4. The obtained 
ferrimagnetic state is in agreement with experimental 
measurements,14,49,63 and also with recently published theoretical 
results obtained on similar compounds NixCo3ÿxO4.

64

As shown in Fig. 4a and following the GGA calculations, the 
CoB atoms merely present a low-spin state. From x 4 0.5, these 
atoms begin however to be spin-polarized and adopt an inter-
mediate spin state due to the presence of surrounding MnB 

atoms. The increase of the magnetic moments of CoB is also 
consistent with an increase of the content and the spin moment 
of the MnB atoms. Such a change in the magnetic moments can 
result from a charge reorganization at the orbital level inside 
each atom separately, due to their mutual influence, but can 
also be due to a charge transfer from Mn3+ to CoIII cations, with 
an increase and a decrease of the d-orbital occupancy, respec-
tively, in agreement with experimental hypothesis given in 
several references.13,63,65 For the mBJ calculations, performed 
using the GGA, the most stable initial magnetic configuration, 
the CoB atoms present strictly a low spin state, with no spin-
polarization, in the 0 r x o 2.0 range. The magnetic moments 
of the different atoms remain approximately constant. In con-
trast, using the GGA+U method, the spin-polarization of the 
CoB is more pronounced than using the GGA and the CoB 

directly switches from the low-spin to the high-spin configuration 
for x 4 0.5. This result certainly strongly depends on the relative 
strength of the electronic correlations, i.e. on the chosen value of 
the Ueff parameter, with respect to the crystal field splitting. On 
the other hand, it is also important to keep in mind that the 
crystal field effect is directly related to the structure and can 
be enhanced by the tetragonal distortion of the lattice, which is 
not correctly taken into account in our calculations, for 1.25 r 
x r 2.0.

The experimental absolute value of the averaged magnetic 
moments per atomic site reported in Fig. 4b were determined at 
10 K by the neutron diffraction technique.14 A complex behavior is 
emphasized, being not correctly reproduced by our calculations, in 
particular for the GGA and mBJ calculations. The low magnetic 
moment at x = 0.25 tends to suggest that the CoB atoms are still in 
a low- or intermediate-spin state, and that the CoA moments are 
still arranged in a configuration close to the antiferromagnetic 
ordering. The ferrimagnetism (ferromagnetic alignment of the CoA 

magnetic moments) is then set from x = 0.75, that is at a higher 
value of x than that found by the calculations, and the CoB atoms 
seem to switch to a high-spin state, in agreement with the GGA+U 
results. Then, the lowering of the magnetic moments for both 
types of cations at x = 1.25 is certainly due to the sufficiently high 
number of Mn atoms which induce a non-collinear ordering 
involving the B sublattice.

The calculated variation of the absolute value of the total 
magnetic moment is shown in Fig. 4c. According to the GGA 
calculations, from x = 0.25 to 0.75, the direction of the total spin

magnetic moment is governed by the magnetic moments of the
CoA and its value increases by 1 mB when x increases by 0.25. For
x = 0.75, the sum of the magnetic moments of the CoA is exactly
equal to the sum of those for the MnB atoms (with an opposite
sign), which corresponds to a total magnetic moment of 0 mB

and to an inversion of its direction. For x4 0.75, the orientation
of the total magnetic moment is then the same as the magnetic
moments of the MnB cations. A progressive magnetic moment
increase is observed until x = 2.0, when added Mn2+ cations
replace CoA

2+, which have a lower magnetic moment, thus
inducing a decrease of the total magnetic moment of 0.5 mB

per x = 0.25. The total magnetic moment calculated using the

Fig. 4 Variation of the spin magnetic moments as a function of the Mn
concentration x in MnxCo3ÿxO4: (a) average of the absolute value per atom
and per atomic site, (b) absolute value of the average (Co + Mn atoms) per
atomic site, and (c) absolute value of the total magnetic moment per f.u.
The experimental values are taken from ref. 14.



GGA+U adopts a higher value than using the GGA calculations 
for x varying from 0.5 to 1.75 due to the low-spin to high-spin 
transition.

The magnetization measurements described in Fig. 4c 
(black curve) were performed at 5 K,14 well under the ordering 
temperature, in agreement with very early studies.49,66 The 
curve displays a similar behavior to that for the GGA and mBJ 
calculations for x o 1.25, even if the total magnetic moment 
value is significantly lower. Then we observed a decrease of the 
absolute value of the magnetization that takes place simulta-
neously with the experimentally observed tetragonal distortion 
of the lattice, for x = 1.25. No jump of the magnetization value, 
indicative of a low spin to high spin transition, is observed in 
this range of compositions.

We also plotted two curves in Fig. 4c that correspond to the 
theoretical magnetic moment variations (called Th.1 and Th.2) 
assuming a collinear magnetic model, that all the CoB are in a 
low-spin state (Th.1) or in an averaged state between the low 
and the high spins (Th.2), and taking into account the oxidation 
degrees measured from ref. 12 and 67. GGA+U calculations 
display a similar tendency as the curves Th.1 and Th.2, but with 
an absolute value of the total magnetic moment intermediate 
between that of the two curves. The GGA calculations and the 
experimental measurements are however clearly different around 
x = 0.75. We can suggest from these observations that the 
presence of CoB ions with a magnetic moment different from 0, 
due to a different oxidation degree or due to the transition 
toward an intermediate or a high-spin state, is not so obvious, 
particularly if we consider that, in experimental measurements, 
the change of the magnetization due to these processes could 
compete with variations due to the non-collinear magnetic 
ordering.

The overall lower measured magnetization, in comparison 
with theoretical values, can be either attributed to structural 
defects, which cannot be avoided in such materials (antiphase 
boundaries, vacancies, interstitials, Frenkel pairs ), to size

. . .
effects, and/or to deviations from the collinear magnetic order-
ing. Indeed, the moment decrease observed at x = 1.25 (and not 
reproduced by any of the theoretical models or calculations) 
can be due to a transition because of the large number of MnB 

cations that can induce a new and more complex magnetic 
ordering, similar to pure Mn3O4. Moreover, such magnetic 
transition is concomitant with the experimental tetragonal 
distortion.

For the different reasons discussed previously, we performed 
some calculations with the lattice parameters measured 
experimentally.12 For x = 2.0 and 2.5, we verified that the 
ferrimagnetic ordering was still the most stable magnetic state, 
using both the GGA and GGA+U approximations. For x = 1.75, 
the CoB atoms are also still in low-spin states according to the 
GGA, and have their moment only decreased by 7.5%, compared 
to the calculated values with the cubic structure. The variations 
of the magnetic moments are even smaller in the case of the 
other atoms (by at most 3%) and the total magnetic moment 
remains exactly the same, which means that the magnetization 
decreases proportionally to the slightly larger measured volume.

Therefore, our calculations provided some results which remain
stable with a reliable change in volume and lattice constants.

3.3.3 Electronic structures. To illustrate the electronic
structure obtained for the MnxCo3ÿxO4 materials, two sets of
DOS calculated using the three approximations described earlier
are shown in Fig. 5, for x = 1 and 2.5, i.e. for the B and A sites
filled by an equal amount of Co and Mn atoms, respectively (also
see the complete set of DOS in Fig. 5S–8S of the ESI†). As for pure
Co3O4 and Mn3O4, the GGA+U approximation increases the band
gap around the Fermi energy, compared to the GGA calculations,
by shifting the d band energies of the cations, which inevitably
inducesmore overlapping between the cation and oxygen orbitals
(originally lying at lower energy) and increases the cation–anion
and cation–cation hybridizations. In contrast, the mBJ calculations
result in a net separation of the d bands of the cations and the p
bands of oxygen. This is consistent with the fact that CoB does not
spin polarize under the magnetic influence of the Mn atoms and
that every magnetic moment remains constant as a function of
x. This result is also in agreement with a constant oxidation
degree for each cation, i.e. CoA

2+(d7s0), MnA
2+(d5s0), CoIIIB (d6s0)

and MnB
3+(d4s0).

All calculations show a strong decrease of the fundamental
band gap compared to the two end members Co3O4 and Mn3O4,
with a more pronounced effect for the GGA and GGA+U
approximations that tend to describe a half-metallic character
of any MnxCo3ÿxO4 compounds for 0.25 r x r 2.5 (see Fig. 9S
of the ESI†). Similar results have been reported on NixCo3ÿxO4

by Shi et al.64 The non-zero DOS at the Fermi level could be
indicative of the simultaneous presence of Mn3+ and Mn4+ in
the B sites and of the conductivity setting by a double-exchange
mechanism.

The complete variation of the electronic structure investi-
gated in mBJ as a function of the composition is given in Fig. 6,
with a schematic representation of the main atomic contributions
to the electronic structure (Fig. 6a). The up and down directions for
the spin of the electrons are defined by the up and down arrows
(m,k) respectively, which can either correspond to minority or
majority spin directions, depending on the x concentration of
Mn ions. For an easier comparison of the electronic structure
evolution, the magnetic moments of the B-site atoms are always
chosen parallel to m, while the magnetic moments of A atoms
are parallel to k, and therefore the total magnetic moment will
then be parallel to the k direction for 0o xo 0.75 and to the m
direction for 0.75 o x o 3.0. The fundamental band gap
calculated using this approximation corresponds to the energy
separation between the occupied and unoccupied eg bands (dz2
and dx2ÿy2, respectively) of MnB atoms, for 0.25 r x r 3.
Therefore, introducing a small fraction of Mn in Co3O4 will
directly induce a large decrease of the band gap value (of 73%
from x = 0 to x = 0.25 according to the mBJ calculations), by
strongly lowering the occupied d-band energies of the Co atoms
for the m-spin configuration. Between x = 0.25 and x = 2, the
band gap, calculated using the mBJ method, varies from C0.2
to 0.8 eV. The band gap then increases almost linearly from
x = 2 to 3, when the tetragonal distortion is set. According to
the mBJ calculated band gap, only a small excitation energy



would be necessary to activate conductivity processes via electron
hopping.

Occupied d-bands of the CoA atoms for the m-spin con-
figuration are located between the eg bands of the MnB atoms
and the t2g bands of the CoB or MnB. This can be associated
with the presence of intermediate bands as suggested in the
literature.11,19 However, we find that only the eg bands of the
MnB strongly contribute to the band gap width.

The energy differences DE between the top of the occupied
bands (composed of O-p, [Mn, Co]A-d or [Mn, Co]B-d) and the
bottom of the unoccupied bands (composed of [Mn, Co]A-d or
[Mn, Co]B-d) are detailed in Fig. 6b. All these data have been
directly extracted from the DOS (ESI†).

The two sets of experimental optical band gaps measured by
Salek and some of the current authors,11 reported in Fig. 6b for
comparison with our calculated values, should then correspond
to transitions between d bands of cations in A sites toward

cations in B sites (A - B with green curve) for the lowest
experimental values, and from B sites to B sites (B- B with the
yellow curve) for the highest values, all with the m-spin,
although the highest band gap corresponding to the absorption
peak in the UV-visible region is usually admitted to be related to
O- B transitions. Transition from A to B sites for the minority
spin between x = 1.5 and x = 2.5 is also in the good range of
energies. It is also important to note that the fundamental band
gap (corresponding, for each compound, to the lowest value
between the B - B transition with the blue curve in the top
panel of Fig. 6b, and the A - B green curve of the bottom
panel) is still much lower than the energy gap values deter-
mined experimentally, which can be explained by the fact that
such an energy range is not usually explored experimentally.
For a very low value of x, we can also expect that the electronic
states of the MnB atoms are too localized to be mapped
experimentally.

Fig. 5 Spin-resolved DOS for the MnCo2O4 (left) and Mn2.5Co0.5O4 (right) determined by GGA, GGA+U and mBJ calculations.



Finally, DE values corresponding to possible electronic
transitions in the 1.5r xr 2.5 range, obtained from electronic
structure calculations performed by using the experimental
lattice parameters,12 i.e. with a higher tetragonal distortion,
are shown in Fig. 6c. These data clearly show that the tetragonal
distortion of the lattice, related to the Jahn–Teller effect,
induces a significant increase of the band gap values, while
they still remain lower than the measured experimental values.
Such an increase is similar to the one determined using the

calculated lattice parameters, for 2 r x r 3, and goes along
with a small shift toward higher energies of the bands, which
are the closest from the Fermi level, for the majority spin
electrons. Using the calculated lattice parameters allows us to
remain in a full ab initio configuration for our calculations, but
in that case, the results obtained using the experimental lattice
parameters are certainly more reliable. A comparison between
the two sets of calculations is however interesting as it gives
some clues on how the electronic structure, and thus the

Fig. 6 (a) Schematic representation of the band distributions as calculated using the mBJ approximation for a ferrimagnetic ordering (except for
antiferromagnetic Co3O4). (b) Calculated energy differences DE, which may correspond to optical transition, as a function of x and obtained using
calculated lattice parameters (experimental data are taken from ref. 11 and 68), and (c) using the experimental tetragonal lattice parameters.



photoelectric properties, could change and be tuned by inducing 
some strain on the lattice.

4 Conclusion
The electronic band structure, cell parameters and magnetic 
characteristics of MnxCo3ÿxO4 (0 r x r 3) were determined for 
the first time over the whole solid solution range thanks to ab initio 
DFT-based calculations and compared with experimental data.

Our results are in accordance with those reported in the 
literature for the pure end member compounds Co3O4 (x = 0) 
and Mn3O4 (x = 3). The main properties of the antiferro-
magnetic Co3O4 are quite well reproduced even if an uncertainty 
can remain regarding the band gap value which could be lower 
(C0.8 eV) than that we calculated using the mBJ calculations 
(C2.91 eV). The case of Mn3O4 is more complicated as this 
compound displays a complex ferrimagnetic ordering at low 
temperature, which can be approximated using collinear-
magnetism calculations for different magnetic states with a 
close total energy. We found that the most stable solution 
corresponds to a full antiferromagnetic ordering, with a band 
gap of 1.92 eV.

The interpretation of the calculated results, which strongly 
depends on the used methods and parameters, can be harder 
for the intermediate compounds (0 o x o 3), due to the 
complexity of the cation distribution and oxidation states 
possible for the cubic and tetragonal phases. However, our 
calculations give a cubic-to-tetragonal distortion of the lattice 
while increasing x. This transition is however predicted at 
x 4 2.0, instead of x 4 1.25 from the experimental data, which 
is not consistent with the usual Jahn–Teller effect description. 
Several inter-correlated contributions can be suggested to explain 
such a difference, as a lower calculated volume and a wrong 
description of the electron correlation effects or a complex non-
collinear magnetic ordering.

All intermediate compositional materials are ferrimagnetic 
at low temperature, with cations in A sites having spin magnetic 
moments antiparallel to those in B sites, in agreement with 
experimental studies. However, this ferrimagnetic ordering is 
certainly non-collinear, and might become more complicated to 
describe as the Mn content increases in B sites. In addition, the 
potential presence of structural defects could partly explain the 
lower experimental magnetization and its decrease measured 
for x Z 1.25. CoBIII cations are always found in a low-spin state 
for 0 r x o 2.0 using the mBJ calculations, while the GGA+U 
method predicts a transition toward a high-spin state for 
x 4 0.5. For 1.5 r x r 2.5, our calculations showed that the 
magnetic properties were not affected by a change in the crystal 
shape. Monte-Carlo calculations could be envisaged in order to 
take into account the highly complex magnetic ordering, as well 
as the temperature effect, and shall be conducted for the 
ordering temperature determination.

The electronic and band structures of the cobalt and manganese 
spinel oxide materials were also determined. The band gap is 
strongly decreased upon doping of the pure end members of

the Mn3O4–Co3O4 spinel family, which can be explained by the
lowest band gap always found between the split eg bands (dz2
for the occupied band and dx2ÿy2 for the unoccupied bands).
Such a band gap is barely mentioned in the literature based on
experimental studies, but mainly because of the restricted
measurement range areas. It is supposed to have a value of
B0.5 eV for the cubic phase, and a higher value, up toB1.5 eV,
for the tetragonal phase. This transition would be related to
cation–cation transitions with an ‘‘up’’-spin direction in octahedral
sites. The band gap width for the intermediate compounds is thus
mainly governed by the shape of the lattice (cubic versus

tetragonal). The photoelectric properties of suchmaterials could
then be tuned by controlling strain effects in the lattice.
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