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Abstract. As the available wide bandgap semiconductors continuingly increase their operating voltages, the
electrical insulation used in their packaging is increasingly constrained. More precisely the ceramic substrate,
used in demanding applications, represents a key multi-functional element is being in charge of the mechanical
support of the metallic track that interconnects the semiconductor chips with the rest of the power system, as
well as of electrical insulation and of thermal conduction. In this complex assembly, the electric field enhancement at the triple junction between the ceramic, the metallic track borders and the insulating environment
is usually a critical point. When the electrical field at the triple point exceeds the critical value allowed by
the insulation system, this hampers the device performance and limits the voltage rating for future systems.
The solution proposed here is based on the shape modification of the ceramic substrate by creating a mesa
structure (plateau) that holds the metallic tracks in the assembly. A numerical simulation approach is used
to optimize the structure. After the elaboration of the structures by ultrasonic machining we observed a
significant increase (30%) in the partial discharge detection voltages, at 10 pC sensitivity, in a substrate with
a mesa structure when comparing to a conventional metallized ceramic substrate.

1 Introduction
Power electronics is at the dawn of an important evolution
thanks to the significative introduction of wide bandgap
(WBG) semiconductors into power electronic systems.
Indeed, the evolution of the technology based on silicon carbide (SiC) allows the development of chips able
withstanding voltages greater than today ratings (for
silicon devices), along with potentially higher switching frequencies [1]. The availability of very high voltage
demonstrators (such as bipolar diodes [2] and transistors
[3–5]), opens the way to a major evolution in the field of
power electronics but at the same time stresses the need
to develop new packaging strategies in this race towards
the feasible-highest-voltage SiC device and power module. In current packaging strategies, increasing the voltage
requires, almost directly, a higher dielectric strength of the
insulating materials. Naturally, if the constraints imposed
continue to increase, the intrinsic physical limits will be
attained.
The typical structure of a 6.5 kV silicon Insulated Gate
Bipolar Transistor (IGBT module) is shown in Figure 1.
The three main functions of a module’s packaging are
to protect and isolate the chip from its environment, to
evacuate the heat dissipated by the chips, and finally to
provide an electrical connection between the chips and the
?
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power terminals. Inside the module, the semiconductor
chips are brazed to a metallized ceramic substrate, which
must be both an excellent thermal conductor and electrical insulator. The most commonly used ceramic materials
are alumina (Al2 O3 ), silicon nitride (Si3 N4 ) and aluminum
nitride (AlN). The metallization is generally carried out
by a thick layer of copper, which is connected by an oxide,
either by an eutectic bonding process (“Direct Bonded
Copper”, DBC), or by an active metal brazing process
(AMB). The ceramic substrate is then fixed on a baseplate (e.g., AlSiC), which ensures the mechanical integrity
of the assembly and the heat transfer to the cold source.
The entire assembly module is generally immersed in an
encapsulating material, typically a silicone gel, to provide
dielectric protection along the surfaces of the substrate
and between other parts of the module subject to strong
electric fields. An epoxy resin can be used to mechanically reinforce the structure, in particular the connections
[6]. The connections on the front of the chips are provided by bonding wires, ribbons [7] or pins [6], in order to
electrically connect the various chips and tracks.
The aim of this article is to propose an original solution for integrating future very high voltage components.
We considered as a base for our study, a device of 15 kV,
to match the components that are currently in the development phase [8,9]. The study focuses on a particularly
critical area, called the triple point area, situated at the
intersection of the insulating substrate, metallic track
and encapsulation, as specified in Figure 1. This area is
the location of an electric field reinforcement that will
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Fig. 1. Schematic cross-section of plastic power module. Some triple points localisations are illustrated.

particularly stress the insulation of the system in case of
voltage rating increase. In order to ensure the reliability of
the future higher voltage systems, it is essential to focus
research on ways to reduce the impact of high electrical stresses inside packaging, without (too) penalizing the
performance in terms of heat dissipation, high frequency
operation etc. The paper will first review different solutions, which are in use or have been proposed in the
literature. Then, the principle and the theoretical potentiality of the metallized substrate mesa structure proposed
here will be presented, followed by the description of the
experimental study and the discussion of results.

– Add a thin coating in the insulation system, like a
polyimide (PI) or polyamide-imide (PAI) film [12], to
improve the voltage withstand at the specific point
of the greatest stress, either to spread the equipotentials with linear semi-resistive varnishes based on
hydrogenated amorphous silicon (a − Si : H) [13],
or non-linear semi-resistive varnishes based on polyimide filled with micro-particles of zinc oxide (ZnO)
[14].
– Locally improve the dielectric properties of the
encapsulation insulator using anisotropic materials
or properties gradient materials Functionally Graded
Materials (FGM) [15]. It is an electric field grading
approach using composite materials and an in-situ
elaboration process allowing a self-adaptive permittivity gradient, located where the constraints are
strongest [16–18].
– Design the tracks geometry by optimizing the metallization edges [19], by burying the tracks in the
substrate [20] or by raising the metallization with a
rounded geometry [21].

2 Classic strategies to reduce electric field
constraints
The evolution of the voltage levels usually leads to an
increase in the thickness of the insulation, or/and to the
choice of a material with a higher dielectric strength.
Moreover, in case of simultaneous high-power level (i.e.
high currents), a higher thermal conductivity may also be
a criterion of choice. In practice today, in the power modules, the thickness of the substrate is 0.320 mm for low
voltage modules, 0.635 mm for modules between 1.7 kV
and 3.3 kV and 1 mm for 6.5 kV modules. The latter is the
maximum thickness used in conventional modules because
beyond this thickness, the degradation on the thermal
resistance is too great, though using aluminium nitride
(AlN), which is the available ceramic material affording
both the best electrical and thermal properties (comparing
to Al2 O3 and Si3 N4 ).
It is in this context that in the recent past years, different ways have been proposed to better sustain or to reduce
the electric field values, without increasing the thickness
of the insulating substrate, namely consisting into [10]:
– Improve the dielectric properties (breakdown electric
field or partial discharges resistance) of the volume
encapsulation insulation, often by the modification
of the polymeric encapsulation (addition of micro
and/or nanoparticles) [11].

The common factor in all of these solutions is that they
address the electric field relief by modifying the polymeric
encapsulation material or the interface between the substrate and the encapsulation. In this study, we present an
original structure to reduce the intensity of the electric
field, both in the ceramic part and in the encapsulating, based on a geometric modification of the ceramic
substrate.

3 Method and proposed solution
The modelling approach is based on an evaluation and
optimization of the geometry of the packaging using a
numerical simulation tool with the finite elements as a
means of preliminary dimensioning. The finite element
method (FEM) used allows simulating the electric field
distribution inside the power module, in order to evaluate
the effect of varying material properties and architecture
features. In particular, the simulation provides quantitative results on the electric field for different substrate
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Fig. 2. Comparison of the maximum value of the electric field for 2 different mesh sizes (100 µm on the left and 25 µm on the
right) of the same geometry. The meshes are draws in white.

configurations comparison. An electrostatic analysis has
been performed by solving the following equations:
ρ
ε0
→
−
→
−
E = − ∇V.
4V = −

(1)
(2)

Unlike the magnetic field, the electric field is diver→
−
gent (according to the Maxwell-Gauss equation div E =
ρ/ε0 where ε0 is vacuum dielectric constant (8.85 ×
10−12 F m−1 ).
From a numerical point of view, the theoretical value of
the field tends to infinity. Such a singularity exists at the
triple point and a numerical solution will be very sensitive

to mesh resolution, this well-known problem is described
in [22]. Therefore, for same structure and potential supply
conditions, the main parameter that influences the electric
field value close to the zones of divergence is the mesh. To
illustrate this, the electric field is simulated with the same
geometry for two different meshes in Figure 2.
In order to study the electrical insulation system of the
power module, the ceramic substrate, the encapsulating
silicone gel and the copper electrodes are considered for
the simulation. The material parameters are respectively
a permittivity equal to 2.7 for dielectric 1 (silicone gel)
and 9 for dielectric 2 (ceramic). The 2D problem is
solved by applying an electrostatic model by means of a
commercial FEM tool, i.e. Comsol Multiphysics 5.3a. The
maximum magnitude of the electric field is estimated for
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Fig. 4. Geometry for “Conventional structure” simulation.

Fig. 5. Change in geometry of a conventional metallic substrate
to mesa structure.

Fig. 3. Example of 2 different topologies, based on a
predetermined geometry (black lines) and the mesh frozen
(0.025 mm2 × 0.025 mm2 mesh square in red).

each material. Different representations of polygon meshes
may be used for different applications and goals. Here,
the structure is described using a quadrilateral mesh,
drawn in white as shown in Figure 2. The simulation is
presented for two mesh sizes ((a) on the top mesh with
100 µm and on the bottom (b) mesh with 25 µm). We
can observe a difference between the simulation results
only near the triple point and this difference is directly
linked to the mesh refinement. To compare two different
geometries, this dependence to the mesh represents an
issue because the final characteristics of the mesh, including the minimum mesh size at interfaces, triple points,
etc., depend upon the topology of the structure and are
partially determined by the designer’s choices and by
the meshing routine of the simulation tool (self-adaptive
mesh including the boundaries between the subdomains).
A way to get around the problem and allow a comparative study of the different structures is to define a
mesh a priori, adapted to consider all the topologies to
be compared in the study. This approach is proposed
because, in this process, we don’t want to evaluate the
exact maximum field in the triple point but to compare
different solutions. The significant changes in geometry
did not allow to use some other methods proposed in the
literature [22,23].
Figure 3 presents an example of the predetermined
mesh used in this study. A generic geometry is predefined, in such a way that the different topologies (with
different lengths and widths) to study can be described
by changing only the material properties in the different squares and rectangles predefined in black. In the
top Figure 3a, a classical metallized ceramic substrate
is presented, where the elements in green (respectively
in blue) are made of dielectric 1 (respectively dielectric

2). Another topology represented in Figure 3b has been
obtained assigning dielectric 1 (in green) and dielectric
2 (in blue) to other predefined areas, as wanted. This
method has allowed to compare the different solutions
under simulation without suffering from numerical artefact due to induced mesh variations. Indeed, the mesh is
generated in the beginning with the predefined structure
and frozen for the different changes in the topology for
the study. A quadrilateral mesh is the most appropriate
for the “academic” conventional and mesa structures here
envisaged.
This is a basic approach to define the general trends.
In a more complex approach, we could have used another
type of mesh, allowing to study for additional geometries,
for example to take into account copper etching [10].
3.1 Definition of the conventional structure
The basic simulated structure corresponds to a metallized
AlN substrate 1 mm thick with vertical copper edge profile. Encapsulation is conventionally made of silicone gel.
Two top electrodes are separated by 2 mm and a third electrode is placed on the rear side of the substrate (Fig. 4).
These electrodes are considered as perfect conductors. On
the left electrode, an electrical voltage of 15 kV is supplied (terminal) and the other electrodes are connected
to the ground. Silicone gel conventionally provides the
encapsulation.
Thereafter this structure is considered as a “reference”,
the simulation results after the structure modifications are
compared with it.
3.2 Definition of the Mesa structure
The aim is to create a structure, which can improve
the distribution of the electric field at the triple point.
Figure 5 presents the principle of the mesa structure
which consists in creating a trench at the bottom of the
two electrodes of the conventional structure. Indeed, the
metallization of copper is flush with the vertical side, burrowed in the ceramic, forming a plateau (mesa). As we will
see below, the distribution of the electric field at the triple
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Fig. 6. FEM simulation of the conventional structure (Fig. 4).

point will depend on the permittivity and the conductivity of the materials (permittivity, conductivity) and the
geometrical parameters of the mesa, which are the height
h and the width e of the groove (as defined in Fig. 5).
In order to estimate the benefits on the reduction of
the maximum electric field, a finite element study (FEM)
of the proposed structure is carried out with Comsol
Multiphysics software.

4 Modeling: study of the electric field
distribution by simulation
4.1 Preliminary simulation of mesa structure
The FEM simulation of the reference structure (Fig. 4)
with equipotential lines and electric field magnitude is
presented in Figure 6. The black straight lines in the silicone gel or AlN are not corresponding to the mesh, but
to the predefined geometry as explained above. The color
scales are defined in the figure. The material parameters
are only the permittivity of the ceramic (AlN) and of the
silicone gel, respectively equal to 9 and 2.7. We can clearly
observe that the electric field stress is concentrated on the
triple point area. The second electrode, beside the terminal doesn’t influence the electric field in the considered
case. Now, we will focus on the triple point. At the top for
conventional structure, the magnitude field distribution is
shown (Fig. 7) exhibiting a maximum value of 154 kV/mm
at the triple point in this reference case.
Considering 0.6 mm thick mesa structure (Fig. 5),
enables to decrease the maximum electric field down to
65 kV/mm, which means that the stress at the triple point
is considerably lowered (decrease of 57% in comparison
with the conventional structure). Indeed, by comparing the maximum values of the electric fields in both

cases, the maximum values in the silicone gel drop from
154 kV/mm to 38 kV/mm and in the ceramic decrease
from 120 kV/mm to 65 kV/mm.
It is possible to discern the displacement of the maximum stress from the ceramic in the classical structure
towards the silicone gel in the mesa structure. The encapsulating material enduring the highest electrical constraint
without the mesa structure package becomes the insulating material of greatest constraints under electrical field
in the mesa structure. However, the areas of maximum
stress (triple points) don’t match with defects areas, such
as air bubbles more likely to appear at the foot of the
reliefs during the implementation of the encapsulation.
Thus, from the point of view of partial discharges, the
mesa structure should make it possible to increase their
threshold of appearance, thanks to weaker electric fields
in the sensitive zones.
4.2 Mesa structure optimization strategy
Other heights of the mesas h, ranging from 0 to 0.6 mm,
were tested in order to evaluate the effect on the triple
point for a 1 mm thick substrate. Figure 8 (black line)
shows that the relationship between the electric field at
the triple point and the height of the mesas is inversely
exponential. It is shown, that a significant diminution
of the electric field at the triple point, by the creation
of the mesa in 1 mm thick substrate, can be obtained.
While almost no deterioration of the thermal resistance is
induced, in comparison with the reference structure.
Nevertheless, as the electric field values for 1 mm substrate remain still high compared to current material’s
dielectric strengths, the case consisting in doubling the
thickness of the AlN substrate has been simulated as well
(Fig. 8, red line). The same significant effect of the mesa
design is observed. In this latter case, a further reduction

20903-p5

6

H. Hourdequin et al.,: Eur. Phys. J. Appl. Phys. 87, 20903 (2019)

Fig. 7. Comparison of electrostatic simulations for (a) conventional structure and (b) mesa structure.

of the field stress is obtained, compared to the reference
structure.
To prove the asset of the mesa structure, a comparison
with the conventional one was made. The simulations indicate that, even by increasing the AlN substrate thickness
up to 3 mm, the resulting reduction in the electric field
at the triple point (presented on Figure 9) can never be
as significant as it can be for a thinner substrate (Fig. 8)
with a relatively small height (0.2 or 0.3 mm) of the mesa
structure [24].
For several width e of the groove, in same simulation
conditions, we have determined the maximum electric field

in the structure for a unique height h of mesa (Fig. 10).
Beyond a groove width close to 0.5 mm, the equipotential
distribution is such that the value of the maximum electric
field at the triple point becomes constant as a function
of e.
As you can imagine, confirmed by the simulations (not
presented here, cf. [10]), the misalignment of the metallization with the substrate and the inclination of the
walls of the ceramic to the vertical have a very strong
impact on the value of the electric field at the triple
point. The optimum (i.e. minimum) electric field values
are obtained for vertical sides and a perfect alignment
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Fig. 8. For two different thicknesses of the substrate in AlN,
simulation results of maximum electric field at the triple point
as a function of the height of mesa.

Fig. 9. Maximum electric field at the triple point as a function
of substrate thickness for the conventional structure.

between the metallization and the substrate. This highlights the importance of these geometric features for the
implementation of the mesa structure.

5 Experimental procedure
5.1 Direct manufacture of a ceramic with a mesa
structure
In order to propose prototypes, several implementation
techniques have been analysed that can be classified into
two categories:
– The manufacture of the ceramics in mesa form, then
after the metallization.
– The forming process of the mesa structure from
a metallized substrate and thus a removal of the
ceramic and the metal during the operation.

7

Fig. 10. Simulated maximum electric field magnitude at the
triple point versus mesa width e (fixed sidewall height 0.3 mm).

The ceramic substrate can be prepared by the conventional path from the ceramic powder. The mesa shaping
can be achieved during sintering in a preformed mesa mold
or by raw machining of the ceramic before sintering.
New technologies for Additive Manufacturing (AM) of
ceramic pieces can open the way to producing complex
geometries, such as the proposed mesa structure for the
ceramic substrate. Among the AM techniques, there is
the StereoLithography Apparatus [25], that polymerizes
a ceramic slurry containing a photosensitive binder in
a layer-by-layer deposition method or by simultaneously
sintering each layer of the ceramic by Selective Laser
Sintering [26]. Nevertheless, it has a limitation on some
types of ceramics, in particular a difficulty to implement
AlN [27]. In addition, this mesa’s shaping solution requires
a posteriori metallization of the ceramic. Industrially, it
is achieved using metal sheets, generally copper or aluminium, several hundred micrometers. Various processes
for transferring these sheets to the ceramic substrate currently exist, the most common of which are the “Direct
Bonded Cooper” DBC (or DBA for Aluminum) and the
“Active Metal Brazing” AMB, according to the type of
ceramic [28,29]. A “laboratory” solution would have been
to metallize a thin layer, for example by screen printing
or PVD, but this configuration would not have been representative of a power electronics structure with tracks
several hundred microns thick.
Whichever way solutions considered for the metallization, the problem of centering (Fig. 11) of the electrode on
the ceramic mesa is an important difficulty. To get around
the problem, we proposed to form the mesa’s structure
from a substrate already metallised.
5.2 Preparation of mesa structure starting from a
metallized substrate
Another approach is to remove the “excess” material
from an already metallized substrate to create the mesa
structure. In this case, the solutions envisaged may
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Fig. 11. Schematic representation of centering problems of
metallization.

be mechanical machining, laser ablation or ultrasonic
machining by trying to ensure alignment of the flanks
between the metal and the ceramic.
Mechanical machining by milling or coring of the
ceramic can be achieved by a diamond tool by providing
a thermal cooling system to overcome the rise in temperature taking into account the good thermal conductivity
of the ceramic. But this technique comes up against the
difficulty of removing two materials of different hardness
in one pass to get flanks well aligned between the two
materials.
Laser ablation has also been considered. Indeed, among
many applications of laser, is machining. Compared to
traditional etching techniques, laser has the advantage
of not causing mechanical pressure on the work piece,
since it is a non-contact and therefore fatigue-free technique for tools. The choice of the laser will depend on
the type of laser/material interaction. These interactions
will depend on both, the laser source (wavelength, time
application and the power density) and the material (its
nature: metal, semiconductor, dielectric, its physical properties: optical, thermal and surface condition) [30]. The
thermal effect generated by the laser/material interaction
represents a weak point that can nevertheless be partially
overcome by the use of a pico or femto-second laser with
a quasi “athermic” process. However, the different nature
of the materials remains a difficulty for this technique
because the necessary vertical alignment between metallization and ceramic can be compromised at the area of the
impact zone. Finally, to ensure that the physico-chemical
properties of the substrate have not been modified, especially at the surface, an analysis of the post-machining
material must be performed [31].
The last technique considered is ultrasonic machining, which makes it possible to avoid the difficulties
encountered by traditional machining, in order to ensuring alignment between the copper electrode and the
ceramic substrate. This is the solution chosen for the
implementation of our first test structures, as detailed
below.
5.3 Sample preparation by ultrasonic machining
Ultrasonic machining is a subtractive manufacturing process that reproduces a given shape by abrasion. It is
particularly suitable for machining hard or fragile and
brittle materials (only a small mechanical pressure is
applied on the part). This abrasion is achieved by a
sonotrode at low amplitudes and high frequencies (greater
than 16 kHz) chosen according to the material to be
machined (Fig. 12). The vibration is transmitted to the

Fig. 12. Schematic of ultrasonic machining process. The tool
(sonotrode) motion transmits the vibration towards the suspended particles in water (slury) which in tunr erode the sample
at the end of the tool.

Table 1. Ultrasonic machining parameters used for the
elaboration of samples.
Sonotrode frequency

>10 kHz

Particle type
Particle concentration in slury
Tool material

Silicon carbide
400–600 particles/cm3
Polycrystalline diamond
(metal-bonded diamond)
1 mm

Tool diameter

end of the sonotrode in slurry, usually consists of abrasive
boron carbide, aluminum oxide or silicon carbide particles in a suspension of water. This flow of slurry allows
the cutting waste to flow away. The sonotrode removes
material from the work piece by abrasion where it contacts it, so the result of machining is to cut a perfect
negative of the sonotrode’s profile into the work piece.
Ultrasonic vibration machining allows extremely complex
and non-uniform shapes to be cut into the workpiece with
extremely high precision. The ablation parameters that
were used to erode copper and aluminum nitride in a
single program are given in Table 1.

6 Results and discusion
6.1 Characterization of the shape of the mesa
structure
Eight samples, from 1 mm thick AlN ceramic substrates,
metallized with 300 µm copper (DBC), with 20 mm diameter round metallization patterns on the upper face
were machined by ultrasound. Microcertec Corporation
machines the samples.1 The vertical wall height h of the
mesa for the ultrasonic machining is 250 µm with a gorge
width e of 1 mm (without integrating the fillet of the tool
of about 100 µm).
A cross-sectional view of a sample is shown in Figure 13.
Before cutting purpose, the sample is encapsulated with
epoxy resin. Note the very good alignment between the
metallization, the mesa and the vertical profile of the
ceramic’s flanks. Notice, however, that the machining
seems to have impacted the edge of the copper as shown
in the cross-sectional view of Figure 13 by the appearance
of a “protuberance” of copper on the upper corner which
1
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Fig. 13. Cross-sectional view of sample.

Fig. 15. PDIV measurement system.

attrition of the tool. It degrades over time and must be
checked regularly. However, according to the simulation,
the curvature at the bottom doesn’t have a significant
influence on the maximum electric field in the structure.
6.2 Partial discharge qualification of the mesa
structure
Fig. 14. Observation of the surface of the AlN under a scanning electron microscope, in a area between an unmachined and
machined part.

is also visible by an observation at Scanning Electron
Microscopy (SEM).
As these samples were the company’s first tests on these
materials, the final depths of the gorge measure around
494 µm for the eight samples processed. This value is much
higher than the total depth of 350 µm initially planned.
Ultrasonic machining is not in direct contact with the
work piece (gap left between the tool and the work piece
for the circulation of the liquid with particles), the control
of the depth’s parameter is difficult to estimate a priori,
in particularly for the shallower depths. Optimization of
the parameters must be achieved according to feedback.
We have also observed the surface of AlN by SEM on
unmachined and machined surfaces in order to determine
the differences at the micrometer scale that can be caused
by such machining (Fig. 14). The observation of the bottom of the mesa is difficult, but we can establish that the
surface machined by ultrasound seems slightly rougher.
These results were confirmed by mechanical profilometer
measurements with a roughness that is almost doubled
(quadratic roughness of 500 nm against 290 nm for the
unmachined surface). Figure 14 shows the upper part of
the mesa and the beginning of the gorge, we observe that
the side of the mesa is very sharp on the scale considered.
We can also observe in Figure 13, a curvature between
the wall and the bottom of the mesa. From a manufacturing point of view, this curvature radius depends on the

To confirm experimentally the efficiency at the triple point
with the mesa structure, Partial Discharge (PD) measurements of machined substrate and conventional structure
(Fig. 5) were performed. According on the IEC 60270
standard a PDIV (Partial Discharge Inception Voltage)
measurement system is achieved. This system includes
a power supply circuit, a coupling capacitor, a high
voltage probe. The sample is placed between two balls
and immersed in an insulating fluorinated liquid (Galden
HT55 solvay). All these elements are put into a closed
cupboard for electrical safety and also to reduce electromagnetic noise (Fig. 15). The measurements of the PDIV
and the intensity of PD were carried out under sinusoidal
voltage of 50 Hz. The applied Vrms voltage is increased
manually in successive steps.
For 8 samples without mesa and 8 with a mesa structure, results are shown in Figure 16, for partial discharges
detection voltages at 10 pC (P DDV10pC ). The RMS voltage average of the P DDV10pC is 7 kV for samples without
mesa and 9.2 kV for structures with a mesa, which corresponds to a significant gain of +30%. The larger dispersion
of the P DDV10pC values for the machined samples might
be associated to the machining of copper (as observed
for example in Fig. 13, showing “protuberance” at the
copper surface edge), or to the greater surface roughness after machining at the bottom of the mesa (shown
in Fig. 14). Both could contribute to the dispersion of
values for machined samples. The P DDV10pC results are
less diffused for structure without mesa, it being caused
by a different and probably simple origin, related to the
shape of the bottom of the copper metallization where the
electric field is reinforced.
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threshold of appearance, thanks to weaker electric fields
in the most sensitive zones.

7 Conclusion

Fig. 16. Partial discharge detection voltage at 10 pC for sample
immersed in an insulating liquid (Galden HT55 solvay) with or
without mesa.

In this work we have investigated a new geometric structure to reduce the electric field intensity at a singular
point, the triple point in the power module. By the means
of the FEM analysis, we have compared conventional
and mesa structures and we have obtained a significant improvement. The mesa structure is implemented
by an ultrasonic machining technique, to ensure alignment of the flanks between ceramic and copper. Even
if the machining introduces imperfections, the measurements carried out make to obtain an improvement of
electrical results for partial discharges tests compared to
the conventional structure. Moreover, the substrate structure proposed here offers perspectives to be combined
with other technologies, such as employing innovative
encapsulating materials, in order to cumulate their effects
to diminish the electrical stress at the triple point.
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