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Sr2IrO4 is characterized by a large spin-orbit coupling, which gives rise to bands with strongly
entangled spin and orbital characters, called J1/2 and J3/2. We use light-polarization dependent
ARPES to study directly the orbital character of these bands and fully map out their dispersion.
We observe bands in very good agreement with our cluster dynamical mean-field theory calculations.
We show that the J1/2 band, the closest to the Fermi level EF , is dominated by dxz character along
kx and dyz along ky. This is actually in agreement with an isotropic J1/2 character on average,
but this large orbital dependence in k-space was mostly overlooked before. It gives rise to strong
modulations of the ARPES intensity that we explain and carefully take into account to compare
dispersions in equivalent directions of the Brillouin zone. Although the latter dispersions look
different at first, suggesting possible symmetry breakings, they are found essentially similar, once
corrected for these intensity variations. In particular, the pseudogap-like features close to the X
point appearing in the nearly metallic 15% Rh-doped Sr2IrO4 strongly depend on experimental
conditions. We reveal that there is nevertheless an energy scale of 30meV below which spectral
weight is suppressed, independent of the experimental conditions, which gives a reliable basis to
analyze this behavior. We suggest it is caused by disorder.

I. INTRODUCTION

Most Mott insulating oxides display orbital degrees
of freedom beyond a non-degenerate half-filled single-
orbital model1,2. These degrees of freedom compli-
cate the analysis, as they open the possibility of var-
ious types of orbital orderings. Even in a seemingly
classical example of a Mott insulator such as V2O3,
the orbital occupations change at the metal-insulator
transition3,4. In layered perovskites, like ruthenates,
there are three partially filled t2g orbitals, creating a
hidden one-dimensional character despite the tetrago-
nal structure. Namely, chains of dxz orbitals run along
kx (and respectively dyz chains along ky), which may
trigger nesting instabilities5. An exception are cuprates,
where a half-filled dx2−y2 band at the Fermi level de-
scribes the electronic structure quite well. Recently,
Sr2IrO4 has become another possible example, because
the spin-orbit coupling quite efficiently splits the three
t2g bands into a half-filled non-degenerate Jeff = 1/2
band and two filled Jeff = 3/2 bands6,7, called here-
after J1/2 and J3/2. The geometry of the J1/2 band is
rather unusual, with strongly entangled spin and orbital
characters.

J±mJ

1/2 =
|dyz,∓σ〉 ± i|dxz,∓σ〉 ± |dxy,±σ〉√

3
(1)

where σ is the spin and mJ the pseudospin. This
J1/2 character was confirmed experimentally8,9. Sr2IrO4

thus realizes new low-energy Hamiltonians which may ex-
hibit new forms of magnetic ordering (see for instance
Ref. 10).

In this paper, we use angle-resolved photoemission
spectroscopy (ARPES) to check directly the orbital char-
acter of the bands approaching the Fermi level in Sr2IrO4.
This is possible thanks to selection rules associated to
the light polarization, which modulate the intensity of
the bands, depending on their symmetry with respect
to mirror planes of the structure11. We uncover a
strong polarization dependence of the ARPES intensity,
which seems counter-intuitive at first, as J1/2 has a very
isotropic shape by construction. We explain through ex-
plicit density functional theory (DFT) calculations that a
J1/2 band on the Sr2IrO4 lattice should indeed exhibit a
well defined k-dependence of the orbital character that is
in very good agreement with our findings. This “hidden”
orbital degree of freedom is often forgotten and places
Sr2IrO4 at an intermediate situation, between cuprates
and ruthenates. It could play a role in subtle symme-
try breakings reported in iridates, either a time-reversal
symmetry breaking in pure Sr2IrO4

12,13 or density waves
in doped compounds14,15. We carefully take into account
these intensity modulations to discuss possible intrinsic
changes in the dispersion along equivalent directions of
the Brillouin Zone (BZ), both for the pure and Rh-doped
Sr2IrO4. We conclude that they are identical within at
least 50 meV.

The possible role of hidden orders in the formation of
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Figure 1. (a-c) Fermi Surface for 15% Rh doped Sr2IrO4 at 50K in different experimental conditions : Linear Vertical (LV)
polarization with ΓX oriented along x (a), Linear Horizontal (LH) with ΓX oriented along x (b) and LH with ΓM oriented along
x (c). The polarization A is indicated by the red arrow and the dotted red circle indicate the k positions of the spectrum closest
to EF in this BZ. (d) Sketch of the Fermi Surface with hole pockets around X point having predominantly dxz or dyz character.
Thin parts are folded with respect to the 2 Ir Brillouin zone [blue square, see also (g)]. (e-f) Geometry of our experiment for
LV (e) and LH (f) configurations. (g) Sketch of the in-plane unit cell with the two Ir atoms and the ΓX mirror plane (blue
circles represent oxygen atoms).

pseudogaps has been much discussed, especially in the
case of cuprates16. In iridates, two different kinds of
pseudogaps have been reported. In electron doped sys-
tems, obtained by La17 or surface18 doping, the Fermi
surface emerges from the M point (equivalent to the nodal
point in cuprates), which may mean there is a pseudogap
at the X point, similar to hole-doped cuprates. The-
oretical calculations have discussed the possible emer-
gence of a pseudogap due to strong antiferromagnetic
fluctuations19,20. In hole-doped iridates, which can be
obtained by Ir/Rh substitutions21, the Fermi surface
emerges around the X points22,23. A k-dependent pseu-
dogap was first reported22, implying some type of unde-
fined symmetry breaking. In contrast, we have found a
pseudogap over the entire Fermi surface (FS)23, rather
suggesting that it is a characteristic of the metallic state
itself.In this paper, we clarify that the pseudogap-like
features strongly depend on the experimental conditions,
especially on polarization. This very likely explains the
different conclusion of references 22 and 23 . We further
show that at the X point spectral weight from unoccupied
states leaks in and causes a leading edge in the electron
distribution curve (EDC) at ∼ 30meV, which is indepen-
dent of the experimental conditions. This finally gives a

solid basis to analyze the pseudogap-like behavior in this
particular case.

To compare dispersions and lineshapes between the-
ory and experiment, we use an oriented cluster extension
of dynamical mean-field theory (DMFT)19. This tech-
nique has recently been applied successfully for pure and
electron-doped Sr2IrO4

19,24. We present here results for
the hole doped case, which simulates Rh doping. The
Fermi surface and dispersions of all bands are in re-
markable agreement with ARPES experiments. We do
not find a pseudogap on the hole pockets, but intensity
does extend to the X point. We then suggest that the
pseudogap-like feature is associated with disorder due to
in-plane Rh substitutions, which is not taken into account
in the calculations.

II. ORBITAL CHARACTER IN Sr2IrO4

A. Polarization dependent ARPES measurements

Fig. 1 (a-c) displays Fermi surfaces measured at 50K
in Sr2IrO4 doped with 15% Rh, at 100eV photon energy,
with different polarization and orientation. The inten-
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Figure 2. Kohn-Sham band structures of Sr2IrO4 within DFT-LDA without (a) and with (b) spin-orbit coupling. Direct and
folded bands are plotted as solid and dotted lines, respectively. The t2g orbital character obtained from the calculation is
displayed using a three-color (RGB) scale : dxz in red, dyz in green and dxy in blue. In (c) and (d), the decomposition of the
orbital character for the top band along ΓX2 is indicated, without and with spin-orbit, respectively. In (e), the orbital weights
for the same band in the J1/2, J3/2 basis are indicated.

sity modulations we are going to describe are however
common to all dopings of Sr2IrO4. The intensity at X is
due to the J1/2 band and is found stronger for X points
along ky in (a), along kx in (b) and along the diagonal
in (c), where the sample is rotated by 45◦. Obviously,
different polarizations “favor” different X points, which
implies a symmetry breaking that is not immediately ex-
pected from the equation given above for J1/2.

Well known selection rules11 state that orbitals odd
(resp. even) with respect to a mirror plane will be de-
tected with polarization odd (resp. even) with respect to
that plane. The geometry of our experiment is sketched
at the bottom of the figure. The light polarization A
lies along the y axis in linear vertical (LV) polarization
and within the xz plane in linear horizontal (LH) po-
larization (these sketches correspond to normal emission
(kx=0), the angle of A to the sample surface will change
for higher kx, see supplementary25). In LV, A is odd/xz
and even/yz, so that orbitals odd/xz are expected to be
detected along kx and orbitals even/yz along ky. The
strong difference in intensities along kx and ky strongly
suggests that we have bands even/yz along ky (favorable
case) and even/xz along kx (unfavorable case). This is
the case for dyz (even/yz) and dxz (even/xz), respec-
tively. On the other hand, for LH, A is even/xz, while
both components are present with respect to yz25. While
the interpretation of this situation is not as straightfor-
ward, the fact that the strongest intensity is now along
kx confirms that an orbital even/kx dominates in this

direction.
We also observe a strong variation of intensity as a

function of kx (more than a factor 10 between kx=1 and
kx=3), indicating that the cross section increases when A
is almost perpendicular to the surface (towards grazing
incidence). This means that the orbitals at X must have
a strong out of plane component, which is the case for
dxz or dyz.

If we now turn the sample by 45◦, the selection rules
apply with respect to the plane containing the diagonal
of the unit cell (ΓM) and the sample normal (this is not
a true mirror plane, because of the oxygen positions).
There is no difference anymore between the spots along
kx and ky, as expected for dxz and dyz which are equiv-
alent with respect to this diagonal plane.

B. Calculated orbital weights within DFT

To understand the expected orbital characters ob-
served around the X point, we calculate the k-resolved
spectral function and project it at each k-point on the
local Ir 5d-orbitals to get their orbital weights. In
Fig. 2, we show the Kohn-Sham band structure of
Sr2IrO4 calculated within the local density approxima-
tion (LDA)26 along ΓX2MΓ without spin-orbit coupling
(SOC) in (a) and with SOC in (b). the calculation was
performed using the WIEN2k software27.We use as color
scale the weight of each orbital dxz (red), dyz (green) and
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dxy (blue) obtained from this calculation and normalized
by the total Ir weight. There is significant hybridization
(nearly 50%) with oxygen, but this does not affect the
band symmetry. There is also significant hybridization
with dx2−y2 around Γ28, that does not enter the color
scale.

There are two sets of t2g bands because of the 2 Ir
per IrO2 plane (see Fig. 1), with the two Ir orbitals
in-phase or out-of-phase25. We call the first ones direct
bands and write them (dxz, dyz, dxy) [solid lines in Fig.
2(a-b)], and the second ones folded bands (dxz*, dyz*,
dxy*) [dotted lines in Fig. 2(a-b)]. The distinction be-
tween them is made simply by comparison to the bands
of a non-distorted structure7. It is important to take this
into account for ARPES measurements, as the two types
of bands have opposite parities with respect to a ΓX mir-
ror plane25 and the folded bands have typically a much
weaker intensity29. There is an additional doubling of
the number of bands because of the two planes per unit
cell, which gives a "bilayer splitting", which is usually
small in Sr2IrO4

25, but it is clearly visible for the bands
near -1eV at Γ for example.

In Fig. 2(c-e), we show explicitly the orbital charac-
ter of the topmost band along ΓX2. Without SOC, it is
nearly of pure dyz character and meets a band of nearly
pure dxz character near Γ and X2. At these points, the
orbital character cannot be individually defined since the
bands are degenerate. The SOC mixes the orbital char-
acters [Fig. 2(d)] and the colors of Fig. 2(b) are indeed
not as clear as in (a), but they are still dominated by
one component in many places. One actually obtains a
doublet of J1/2 character, as defined in Eq.(1), and a de-
generate quartet of J3/2 character, only when the SOC
acts on three degenerate t2g states. While the three t2g
orbitals are nearly degenerate in Sr2IrO4 at the atomic
level9, this is not the case for the Bloch states at a given
k point. For instance, at the Γ point, the bands of char-
acter dxz* and dyz* are degenerate at 0.3eV, but the
dxy* band is much lower around -0.5eV. Consequently,
the character of the topmost band is mixed between dxz
and dyz, with an admixture of only 10% dxy/dx2−y2 in-
stead of 33% expected for a "standard" J1/2 state. The
situation is slightly different at X2 since the dyz* band
lies near the Fermi level while the energy of dxz* band is
circa -1.0eV. As a result, the character expected near X2

along kx is now 70% dyz* for the topmost band. Note
that the SOC acts only between bands of same nature
(direct or folded) and is ineffective between direct and
folded bands. Therefore, it does not lift the degeneracy
between the bands of dxz/ and dyz* character. As the
situation is reversed near X3 along ky (where the top-
most band is of 70% dxz* character), the character of
the whole band is in average over the Brillouin Zone es-
sentially J1/2 but at most of the k-points, and notably
at the X points, the character may be far from the stan-
dard (1/3,1/3,1/3) decomposition. This is confirmed in
Fig 2(e) where we plot the orbital character of the top-
most band along ΓX2 with respect to the J1/2 and J3/2

basis. The topmost band is on average composed of 80%
of J1/2 character and of 20% of J3/2 character along this
direction, which is in good agreement with the decompo-
sition given in Ref. 30.

The ARPES observation that a well-defined t2g orbital
character persists at X (also used recently in ref. 31) is
then in agreement with the calculation. Introducing cor-
relations beyond DFT will modify slightly the relative
ratio of the decomposition at each k-point. First, cor-
relations enhance the spin-orbit polarization32,33, which
brings the J3/2 band at Γ below the Fermi level. Second,
they open a gap at X in Sr2IrO4 to form an insulator.

III. COMPARISON TO DMFT CALCULATIONS

We now compare our data to a dynamical mean-field
theory (DMFT) calculation, which captures both the gap
opening and the correct position of J3/2 compared to
J1/2. In Fig. 3, we show a calculation for the hole doped
case in which within the J1/2 band the hole density is
nh = 12%. To treat the J1/2 band within the calculation,
we use an oriented cluster extension of DMFT, which has
recently been applied successfully for pure and electron-
doped Sr2IrO4

19,24. Going beyond single-site DMFT by
including spatial fluctuations to treat the J1/2 band is es-
sential to obtain a correct spectrum in the paramagnetic
phase. The J1/2 spectrum is then supplemented by the
DMFT spectrum of the J3/2 manifold. This assumes that
the J3/2 spectrum does not change much upon hole dop-
ing due to its completely filled character, except for an
additional energy shift due to the change in chemical po-
tential. We use an effective on-site Coulomb interaction
of Ueff = 0.6eV as in the electron-doped case discussed in
Ref. 19.

We have used different polarizations and geometries
to measure all Ir bands of Rh-doped Sr2IrO4 from -2eV
to the Fermi level EF

25. The experimental dispersions
(solid lines) are overlayed in Fig. 3(a) onto the calcu-
lated spectral function. They compare well, in particular
the J3/2 bands and the J1/2 band features close to the
Fermi level are well captured. Deviations seem to occur
at the bottom of the J1/2 band, which is higher in the
calculation. Comparing to the original DFT calculation
shows that this is not due to a renormalization of J1/2

induced by correlation. The problem is probably due to
an inaccurate extraction of the experimental dispersion
in this region, where two bands overlap25.

Comparing the calculated Fermi surface in Fig. 3(b)
to the experimentally observed spectrum (Fig. 1) shows
good agreement and motivates a detailed investigation of
the spectrum. In the following we focus on the spectrum
at the high symmetry point X2, as well as at the Fermi
vector kF along the path Γ−X2. Within the calculation,
we have to choose a broadening η of the spectral func-
tion. A value of η = 0.08 leads to good agreement with
experiment, but hides some of the FS features that be-
come apparent at small broadening only. There, as in the
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Figure 3. (a) Extracted experimental dispersions (color lines) superimposed on an oriented cluster DMFT calculation with
U=0.61eV and a hole density of nh = 12%. Experimental dispersions were extracted in 15 %Rh doped Sr2IrO4 and the raw data
are shown in the supplementary. The colors are mainly there to follow the bands more easily and are just loosely connected to
J=1/2 (one red band, the other band is above EF ), J=3/2 (green) and dxy/dx2−y2 (blue). (b) Corresponding Fermi surface for
a broadening of η = 0.08. The third quadrant shows the FS for η = 0.03. (c) Spectral function A(k, ω) and energy distribution
curves fFD(ω) ·A(k, ω) around the Fermi energy at X2 and kF along Γ −X2 as indicated by stars in (b).

electron-doped case19, the Fermi surface is composed of
two sheets due to the two different directions of antifer-
romagnetic fluctuations that are included via our cluster
treatment.

As can be seen in the top panel of Fig. 3(c), the spec-
tral function at X2 has a peak above EF , as expected for
a hole pocket around X. In the bottom panel of Fig. 3(c),
we simulate the energy distribution curve (EDC) signal
based on this data via fFD

T (ω) · A(k, ω), where fFD
T (ω)

denotes the Fermi-Dirac function. The low energy tail of
the spectrum gives the impression of a tiny peak at EF

after multiplying with fFD
T (ω). The spectrum is quite

different at the Fermi energy for kF . For the realistic
broadening used in our calculation, the spectrum is rel-
atively flat around EF , see top panel of Fig. 3(c), but
it has an underlying two-peak structure. After multiply-
ing with the Fermi-Dirac distribution, the curve at kF

shows a peak close to EF , but below. This should not
be confused with a pseudogap, as the leading edge of the
spectra (used experimentally to define the pseudogap25)
is still defined by the Fermi edge.

IV. IMPACT OF THE INTENSITY
MODULATIONS ON THE ARPES LINESHAPES

The polarization dependence of the ARPES intensity
we have described is not only important to better un-
derstand the orbital structure of J1/2, but also because
it strongly affects the intensity of the spectra and some-
times their shape. We will show that it is particularly
important to take this into account to analyze pseudogap-
like features around the X point.

A. Comparison of the dispersions along kx and ky

Figure 4(b) sketches the spectral function with its in-
tensity modulations along the Γ − X2 − Γ′ path. First,
the dominant orbital along ΓX2 will be dxz, which have
very different intensity in most experimental conditions
compared to dyz along ΓX3 (see intensity modulations
in Fig. 1). Second, this dominantly dxz band joins at
X2 with a dominantly dyz* band. These two bands are
even with respect to the ΓX mirror plane25, so that they
should have similar intensity under the same polariza-
tion, but the intensity of the dyz* band is intrinsically
much weaker due to its folded character29. When the
gap opens at X2, both the dxz/dyz* and direct/folded
characters get mixed. The expected modulation of in-
tensity along Γ−X2 − Γ′ is illustrated by the size of the
markers.

In the bottom part of Fig. 4, we compare the dispersion
along three different ΓX paths for pure Sr2IrO4 [Fig. 4(d-
f)] and Rh-doped Sr2IrO4 [Fig. 4(h-j)]. The distribution
of intensity is very different along ΓX3 (d) and Γ′X2 (f),
for example, which follows well the expectations of Fig.
4(b). The intensity concentrates on the direct band, i.e.
on the sides of the dispersion for (d) and at the center for
(f). In Fig. 4(e), the intensity is more equally distributed
between the center and the sides, which is not expected
from the direct/folded difference alone [(d) and (e) should
be equivalent in that respect] and could be due to the
contribution of dxy or imperfect selection rules. This
nevertheless validates the existence of strong intensity
variations near X.

Besides these intensity variations, the dispersions
themselves look different at first sight. They seem to
extend closer to EF in (d) and (h). For the Rh case,
it even looks as if there was no gap along ky (h) and
a real gap along kx (i). Indeed, their leading edges at
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Figure 4. (a) Sketch of the Fermi surface of Rh-doped Sr2IrO4 and positions of the different cuts represented below. (b) Sketch
of the band structure along the path Γ-X2-Γ’. Thin lines represent the dxz and dyz* dispersion, before mixing. To simulate the
gap opening, we assume a potential of 0.3eV along ΓX. The resulting dispersion is shown with markers having orbital character
as color scale and weight as size (the direct band is assumed arbitrarily to have 10 times the weight of the folded band). (c)
Energy distribution curve (EDC) spectrum for Rh doped sample at X (top) and kF (bottom) for different ΓX directions. A
reference spectrum at X for the pure case is shown in black with its abscissa (top) shifted by 0.25eV. This corresponds to
the shift observed between the pure and Rh compound in the images (d-j). (d-f) Dispersion in Sr2IrO4 measured using LH
polarization along ΓX3 (d), ΓX2 (e) and Γ’X2 (f). The thin white line is a guide to the eye (the same in each case). (g)
Momentum distribution curve (MDC) spectra at -0.4eV for the (d-f) cuts. (h-j) Same dispersions for 15% Rh doped Sr2IrO4

measured in the same experimental conditions. The white dispersion is shifted up by 0.25eV. (k) MDC spectra at -0.05eV
sample for the three cases (h-i).

kF [see Fig 4(c)] are quite different, with an onset at
larger energies for X2 (35meV) than for X3 (12meV).
This could indicate a charge-density-wave-like gap open-
ing along kx and questions the equivalence of kx and ky.
To compare the dispersions more precisely, we overlay
the same white curve over all images, just shifted up by
0.25eV for the Rh case, which is the estimated difference
in chemical potential between the pure and the Rh-doped
sample34. It is quite clear that the intensity is slightly
outside this curve in (d) and (h) and inside in (e) and
(f), suggesting again a truly different dispersion. This is
illustrated more quantitatively by the momentum distri-
bution curve (MDC) spectra taken at -0.4eV for the pure
case [Fig. 4(g)] and -0.05eV for the Rh case [Fig. 4(k)].
In both cases, the peaks are found at slightly different
positions along kx and ky with δk=0.06*ΓX. The dis-
persion through ky along Γ’X2 looks however even more
different, with peaks shifted towards X. This implies that
a difference between kx and ky would not be a sufficient
explanation.

Two types of origins can be considered to explain such

differences. It could be intrinsic due to a real splitting
of the dispersion. As different experimental conditions
may pick up different contributions of the two bands,
this would lead to different peak positions. This splitting
could be due to 1D fluctuations, as in the oriented clus-
ter DMFT calculation described before, or other types
of order, as the d-wave spin-orbit density wave33. The
energy shift of the white curve needed to produce the ob-
served splitting in momentum is of the order of 50meV.
Alternatively, or additionnally, there could be an extrin-
sic contribution due to the intensity modulations. Such
modulation may distort the lineshapes by giving differ-
ent importance to contributions coming from different k
points. As we know that there is indeed a strong inten-
sity modulation around X, we give particular attention
to this point.

The most striking feature of the MDC in Fig. 4(g) and
(k) is actually that they are very asymmetric, distorted
towards the center. Although a lorentzian is normally ex-
pected for a MDC curve11, it is quite commonly distorted
towards the occupied side of the band35. This can be un-
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Figure 5. (a-c) Leading edge spectra images taken along the circular contour, indicated as dotted red lines in Fig. 1(a-c). Red
crosses indicate the position of the leading edge. (d) Leading edge spectra image around the X2 point of the ΓM-LH FS in Fig.
1.

derstood as due to the integration of the tails of all EDC
located at neighboring occupied k points. We show in
supplementary that the change in intensity as a function
of k described before can indeed satisfyingly explain the
different shapes of MDC observed for the pure case. As
the simulation depends both on the intrinsic shape of the
spectral function (its width as a function of k for exam-
ple, which is a priori unknown) and on the details of the
extrinsic variation of intensity, we cannot simulate quan-
titatively the spectra. Therefore, we cannot exclude an
intrinsic variation of the dispersion coexisting with this
extrinsic modulation, with an upper bound of 50meV,
however. This is not negligible, but the broad linewidths
(0.23eV for the pure case shown in Fig. 4(c) for example)
do not allow to refine this further. On the other hand,
this is already incompatible with the splitting of 0.2eV
at X considered by Ref. 33 as a sign of d-wave spin-orbit
density wave order. We note that such a splitting was
also unclear in the raw data of Ref. 17 and may be an
artifact of the fitting procedure used in this paper.

The case of Rh is more tricky as the band is now above
the Fermi level at X and one would not expect a strong
contribution to the lineshape from this unoccupied part.
However, just like there is a remaining intensity at X
coming from the tail of the spectra above EF in our cal-
culation in Fig. 3(c), there could be a sizable contribu-
tion in this case. Comparing with the spectra of the pure
compound shifted up to the expected position for Rh (i.e.
by 0.25eV, like the white dispersion) indeed suggests that
some intensity can be expected at X. In this case, mod-
ulation of the relative intensity at kF and at X could
affect the lineshape and possibly change the leading edge
shape. We now take a closer look at this point.

B. Addressing the question of the pseudogap in
Rh-doped Sr2IrO4

A pseudogap is usually defined as the position of the
leading edge of the spectra closest to EF in one partic-
ular direction. In Fig. 1, we indicate by the dotted red
circle the k points of such spectra and, in Fig. 5 (a-c), we
build images with spectra taken along this contour. The
full EDC spectra for the different ΓX directions are pre-
sented in supplementary. The leading edge is indicated

by a cross. Values ranging from nearly zero to 60meV
are found. It is clear that they are not associated to the
different X points, but to the experimental conditions, as
they change at a given X point for different experimental
conditions. The tendency is to measure a larger pseu-
dogap when the intensity is higher, wherever it occurs in
k-space. Further analysis is clearly needed to understand
what should be called a pseudogap in this case.

The ARPES study of Ref. 22 concluded that the pseu-
dogap was different on the “direct” and “folded” parts of
the Fermi Surfaces, forming “Fermi arcs” instead of hole
pockets around X [see Fig. 1(d)]. This point is quite
important to check, as it would completely change the
FS topology. We note that the equivalence between the
two sheets is dictated by periodicity of the 2 Ir unit cell
itself, so that this proposal is quite puzzling. In Fig.
5(d), we track the position of the leading edge along the
hole pocket at X2 in the ΓM-LH FS. We choose this case
because the two sides have relatively similar intensities
in this geometry. The leading edges of the spectra in
Fig.5(d) are remarkably constant around -60meV. This
rules out a specific pseudogap on the folded FS compared
to the direct one. The different pseudogaps measured by
Ref. 22 are more likely due to different intensities on the
two sheets in their measurement conditions, as for ΓX2

and Γ′X2 in Fig. 4(c).
Interestingly, all spectra show the same leading edge

at X [Fig. 4(c)], despite the very different absolute in-
tensities (more examples are given in supplementary25).
However, their onset is located around -30meV from EF ,
which is unexpected and anomalous for a metal. This de-
fines a new energy scale to characterize this pseudogap-
like behavior, independently of experimental conditions.
As there are equal contributions of dxz/dyz and di-
rect/folded bands at X, it indeed makes sense that this
measurement is less sensitive to the experimental con-
ditions. On the contrary, the leading edge value mea-
sured at kF is directly related to the relative intensity
between X and kF . From our previous study of the pure
case, we have seen that the relative intensity at X is
strongest along Γ’X2, then ΓX2 and finally ΓX3. This
explains perfectly the trend of a larger leading edges on-
sets along Γ’X2 (45meV), then ΓX2 (35meV) and finally
ΓX3 (12meV).

This shifts the discussion from the pseudogap-like fea-
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ture to the meaning of this new energy scale at X. The
intensity around X is incoherent, in the sense that there
is no quasiparticle (QP) peak that could be defined any-
where with a width smaller than its binding energy. In
the case of Rh, the disorder may enhance scattering be-
tween different k values. This would naturally explain
why our calculations, which do not include any disor-
der effects, do not reproduce the experimentally observed
leading edge position of the EDC at a non-zero binding
energy.

V. CONCLUSION

Using polarization-dependent ARPES, we have di-
rectly determined the orbital character of the bands in
Sr2IrO4. Despite the band dispersion being well de-
scribed by the J1/2 picture, the band closest to the Fermi
level has - at a given k point - well-defined orbital char-
acter in terms of cubic harmonics. This is in line with
ab initio calculations and attaches great importance to
anisotropies and orbital degrees of freedom. From a
conceptual point of view this observation has an inter-
esting consequence: the coefficients of an expansion of
the J1/2 Wannier orbital in terms of cubic harmonics
aquire k-dependence. This prevents the corresponding
band from being spanned by a simple tight binding model
with atomic J1/2 orbitals. It is rather reminiscent of the
Zhang-Rice construction in cuprate systems36, where the
Wannier orbital of dominant dx2−y2 character is obtained
as a superposition including px and py orbitals with k-
dependent coefficients.

In the ARPES experiment, the k-dependent orbital
variations give rise to strong matrix element effects that
modulate the intensities. Because of the k-dependence of
the J1/2 Wannier orbital itself the assumption of slowly
varying matrix elements breaks down. In addition, the
presence of two transition metal atoms per unit cell,
which is a rather common situation, imposes strong se-
lection rules. As a consequence, dispersions measured
in equivalent directions of the Brillouin zone sometimes
appear different. We considered both intrinsic (e.g. sym-
metry breakings) and extrinsic (e.g. matrix elements)
origins for these differences. Although we cannot exclude
the former, with an upper bound of 50meV to shifts or

splittings that could be present in the electronic struc-
ture, we show that the strong modulation of ARPES in-
tensity by matrix elements observed here is already able
to explain most of these differences.

In Rh-doped Sr2IrO4, we show that the leading edge of
the spectra detected throughout the FS, commonly used
to define a pseudogap, strongly depends on the exper-
imental conditions. However, at the center of the hole
pocket - a k point which is not part of the Fermi sur-
face - spectral weight is observed with a leading edge of
30meV, independently of experimental conditions. This
establishes a new energy scale defining this highly anoma-
lous metallic state.

We have performed theoretical calculations within the
recently developed oriented cluster dynamical mean-field
scheme, which was already applied to electron doped
Sr2IrO4. Here, we show that it also provides a good de-
scription of the dispersion of hole-doped Sr2IrO4. We
provide a detailed comparison between the polarized
ARPES measurements and the calculated spectral func-
tion. In theory, the leading edge at the Fermi surface
does not show a depletion of spectral weight. We spec-
ulate that disorder effects, associated with Rh substitu-
tions, are responsible for creating the spectral weight at
X and the pseudogap-like feature. Rh-doped Sr2IrO4 ap-
pears as an interesting example of disordered correlated
metal that deserves further studies.

More generally, our study indicates ways to better
characterize pseudogap-like features with ARPES. De-
pressions of spectral weight at EF have indeed been ob-
served in many correlated systems. Besides the famous
example of cuprates, one dimensional systems37, aperi-
odic crystals38, “bad metals” like manganites, nickelates
and others39 all tend to show a depression of intensity at
the Fermi level. It is likely that all these behaviors do not
have the same meaning and significance, but more pre-
cise definitions are lacking. A common feature of these
situations is to exhibit broad lineshapes in energy and
momentum. We emphasize in our study that this makes
them sensitive to rapid intensity modulations and that
non-lorentzian MDC lineshapes are a signature of such a
situation. In this case, the simple estimation of the pseu-
dogap by the leading edge value becomes insufficient and
a full study of the intensity distribution is necessary.
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