
HAL Id: hal-03097134
https://hal.science/hal-03097134

Submitted on 5 Jan 2021

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Weak localization competes with the quantum
oscillations in a natural electronic superlattice: the case

of Na 1.5 (PO 2 ) 4 (WO 3 ) 20
Kamil K Kolincio, Olivier Pérez, Enric Canadell, Pere Alemany, Elen

Duverger-Nédellec, Arianna Minelli, Alexei Bosak, Alain Pautrat

To cite this version:
Kamil K Kolincio, Olivier Pérez, Enric Canadell, Pere Alemany, Elen Duverger-Nédellec, et al.. Weak
localization competes with the quantum oscillations in a natural electronic superlattice: the case of Na
1.5 (PO 2 ) 4 (WO 3 ) 20. Physical Review B: Condensed Matter and Materials Physics (1998-2015),
2020, 101 (16), pp.161117. �10.1103/PhysRevB.101.161117�. �hal-03097134�

https://hal.science/hal-03097134
https://hal.archives-ouvertes.fr


ar
X

iv
:2

00
4.

01
34

6v
3 

 [
co

nd
-m

at
.s

tr
-e

l]
  1

0 
A

pr
 2

02
0

Weak localization competes with the quantum oscillations in a natural electronic
superlattice: the case of Na1.5(PO2)4(WO3)20
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We report an investigation of the combined structural and electronic properties of the bronze
Na1.5(PO2)4(WO3)20. Its low dimensional structure and possible large reconstruction of the Fermi
surface due to charge density wave instability makes this bulk material a natural superlattice with
a reduced number of carriers and Fermi energy. Signatures of multilayered 2D electron weak local-
ization are consequently reported, with an enhanced influence of quantum oscillations. A crossover
between these two antagonistic entities previously observed only in genuine low dimensional mate-
rials and devices, is shown to occur in a bulk crystal due to its hidden 2D nature.

The unfading interest in low dimensional conduct-
ing materials originates from their remarkable electronic
properties. High critical temperature in superconduc-
tors [1, 2], improved thermoelectric properties [3–6], in-
stability of the electron gas into a charge density wave
(CDW) [7, 8], are consequences of a pronounced struc-
tural and electronic anisotropy. In particular, quasi 1D or
2D conductors exhibit a partial Fermi surface (FS) recon-
struction at a CDW transition, accompanied by strong
reduction of free electron density, increase of the remain-
ing carriers mobilities, and enhanced magnetoresistance
[9, 10].

In addition, quantum corrections may strongly im-
pact the low temperature transport properties. Weak
localization (WL) phenomenon is a well known example.
Another characteristic of low temperature magnetoresis-
tance effects in metals, especially of those with high car-
rier mobility, is the existence of Shubnikov de Haas (SdH)
quantum oscillations. They originate from the quantiza-
tion of electron density of states into Landau levels when
exposed to a magnetic field, and are observed in high
purity samples in the limit ωcτ ≫ 1, where ωc = eB

m∗
is

the cyclotron frequency, m∗ the effective mass of carriers,
and τ the elastic scattering time). WL and SdH effects
are a priori antagonistic because they are respectively
favored and limited by disorder. However, due to the
decrease of the WL contribution with magnetic field and
with the restricted condition ωcτ ≤ (kF ℓ)

−1 (kF is the
Fermi momentum and l the electronic mean free path),
a crossover can be observed between these two quantum
processes, whose magnetic field range has been related
to interaction effects [11]. This crossover has been previ-
ously observed in rare systems showing strong 2D char-
acteristics: 2D electron gas heterostructures with high

mobilities [12], quantum wells [11, 13, 14], and graphene
[15, 16]. We show here that both WL and SdH are for
the first time observed in a single crystal whose 2D char-
acter arises from the carriers confinement in conducting
layers with a thickness of few atomic planes. The sam-
ple under study belongs to the monophosphate tungsten
bronze (MPTB) family Ax(PO4)2(WO3)2m (A = K, Na
or Pb). In this family, carriers originate from the PO4

groups, and are delocalized in the middle of WO3 lay-
ers, giving a pronounced anisotropic electronic structure
[17, 18]. The carrier density can be tuned by changing m
due to the increase of unit cell for constant carrier num-
bers and/or by the insertion of A cations with metallic
character [19]. These A cations are inserted in hexagonal
tunnels to give Ax(PO4)2(WO3)2m[20]. Supplemental in-
terest of this bronze family is that most of the investi-
gated members have shown CDW transitions that have
been explained using the hidden nesting concept [21, 22].

X-ray diffraction investigations performed at room
temperature reveal that the whole pattern can be de-
scribed using a monoclinic cell (a = 6.5483(6)Å, b =
5.2893(5)Å, c = 18.0789(15)Å, β = 94.7000(4)◦) and
the space group P21/m; these cell parameters are in
agreement with those reported for PbxP4W20O68 on
the basis of a pattern matching analysis performed on
powder diffraction data [24]. The final agreement factor
for our data is 4.7% and the refined chemical compo-
sition is Na1.49(8)P4W20O68; Na sites are partly occu-
pied. For details of the data collection, refinement and
the atomic structure parameters see the Supplementary
Material [25].

A projection along the b axis is shown in Figure
1a. The main structural characteristics expected for the
MPTB family in the fundamental state are observed.
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FIG. 1. a) Projection along b of the structure of Na1.5P4W20O68. Blue octahedra are (WO6), green tetrahedra are (PO4) and
purple a circles are Na atoms. The [15 0 7] and [15 0 -4] directions are showing the short and long direction (WO6) chains; they
are 90◦ oriented. b) (0kl)* c) (hk0)* planes assembled from the frames collected at 130 K on the ID28 beamline at ESRF[23].
Two directions of diffuse scattering are shown by green and blue arrows. Intensifications of the diffuse signal are observed at
the intersection of the two types of diffusion scattering for 1

2
a* (see blue dashed rectangle).

Slabs of the (WO6) edge sharing octahedra alternate with
slices of (PO4) tetraehdra; at the junction, hexagonal
tunnels host Na atoms. Two orthogonal directions [15 0
7] and [15 0 -4] can be highlighted; they correspond to
chains of 10 and 5 edge sharing (WO6) octahedra respec-
tively (see Figure 1a).
To check the possibility of a CDW transition, full data

collections were performed at RT and 130 K on the ID28
beamline at ESRF synchrotron. There is no evidence
for additional scattering signal at RT but at 130K dif-
fuse scattering can be observed on different experimental
frames. An accurate study of the (hk0)* plane (see Fig-
ures 1c) reveals an enhancement of the diffuse signal at
the intersection of two diffuse planes for the 1

2a* wave
vector. An analysis of the shift between the positions of
the diffuse scattering in subsequent (0kl)*, (1kl)*, (2kl)*
reciprocal layers, reveals that the diffuse sheets intersect-
ing them run along the direction [15 0 7] (see Supplemen-
tary Material [25] for details).
The planes running along [15 0 7] are perpendicular to

[-7 0 15]*; but [-7 0 15]* and [15 0 -4] fortuitously corre-
spond to the same direction (see Supplementary Materi-
als [25]) the direction of the chain of 10 octahedra. Then
the observation of the diffuse scattering can be corre-
lated with an ordering within the longest (WO6) chain
but with a loss of order both along b and along [15 0 -4]
i.e. with a loss of order with the adjacent chains. The
existence of diffuse scattering planes evidences the 1D
ordering, possibly associated to CDW. Nevertheless, the
absence of their condensation to sharp reflections shows
that this ordering shows at T = 130 K a moderate coher-
ence length, instead of establishing a long range order.
Having established the crystalographic parameters, we

studied the electronic structure of Na1.5(PO2)4(WO3)20.
The results of band calculations performed with Gener-
alised Gradient Approximation (GGA) (see supplemen-

tary material for details [25]) are shown in Fig. 2. There
are large similarities between the studied compound and
other MPTB members showing CDW [21, 26]. As seen
in Fig. 2a, three bands are crossing the Fermi level re-
sulting in FS composed of three quasi 1D elements: three
pairs of parallel planes running along (a∗+ b∗), (a∗− b∗),
and b∗ directions with almost no dispersion along c∗ as
shown in Figures 2a) and c). While the presence of sim-
ilar flat regions in MPTB hosting CDW gives a rise to
hidden 1D nesting [21, 26], their almost perfect align-
ment in Na1.5(PO2)4(WO3)20 additionally enhances the
susceptibility for such a scenario. The relevance of this
mechanism is additionally supported by the calculation
of a Linhard function (Fig. 2d). In particular three very
intense features are near the a*/2 wave vector suggest
that large parts of the Fermi surface are susceptible to
destruction by either an inherent instability of the Fermi
surface or coupling with another type of instability of the
lattice with this wave vector.
Fig. 3a shows the thermal variation of resistivity ρ of

a Na1.5(PO2)4(WO3)20 single crystal. Metallic behavior
( dρ
dT < 0) is observed from 400 K down to 10 K, where

a smooth increase of resistivity appears. The electronic
resistivity follows a -lnT variation at low temperature,
and this experimental observation suggests a WL contri-
bution. The expression of the WL correction to conduc-
tance for non interacting electrons is [27]:

∆G =
pe2

2π2~
ln
T

T0
(1)

where p describes the temperature dependence of the
inelastic scattering rate τi ∝ T−p. p is equal to 1 for
phase breaking dominated by Coulomb interactions and
to 3 for electron-phonon scattering [28]. Fitting the low
temperature part gives dG

dlnT = 0.0517 Ω−1, to compare
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FIG. 2. a) Electronic band structure calculated for Na1.5(PO2)4(WO3)20. Zero energy corresponds to the Fermi level and the
different points are defined as Γ = (0, 0, 0), X = (1/2, 0, 0), Y = (0, 1/2, 0), S = (1/2, 1/2, 0) and Z = (0, 0, 1/2), respectively
in the units of the reciprocal vectors. b) section of the Fermi surface for c∗ = 0. c) 3D representation of the Fermi surface. d)
calculated Lindhard function.

with e2p
2π~ = 1.23 10−5 Ω−1 expected for a 2D WL contri-

bution. The large difference between these values can be
explained if our sample is considered as a superlattice of
N independent and non-interacting 2D layers, giving rise
to a multilayered WL effect [29–33]. Dividing the mea-
sured conductivity by the theoretical WL conductivity of
a single layer gives N ≈ 4300, considering a value p = 1,
as expected for electron scattering in d-electron systems.
Multiplying N by a thickness of the W-O conducting layer
- approximately equal to the c lattice constant, we obtain
≈ 10 µm, comparable to the thickness of the sample. The
weak disorder causing WL can originate from a weakly
nonuniform distribution of Na atoms in the tunnels [22],
stacking faults reported for MPTB with high m parame-
ter [34] or can be contributed by the short order of charge
density waves state.

Since other mechanisms can lead to a logarithmic in-
crease of resistivity at low temperature (Kondo scatter-
ing, strong Coulomb interaction), we analyzed the mag-

netoresistance (MR = ρ(B)−ρ(0)
ρ(0) · 100%) in order to

confirm the underlying mechanism. The low temper-
ature magnetoresistance depicted in Figure 3b is non-
monotonic. It is negative for moderate B, and upon in-
creasing the magnetic field, it shows a minimum followed
by a notable increase. For T ≤ 18 K, large oscillations of
the resistance can be observed in the increasing part of
MR(B).

As a strong argument for WL, we observe a negative
MR for B perpendicular to the conducting plane (θ = 0o)
but it disappears in the parallel configuration (θ = 90o) -
see inset of Fig. 3b. This is precisely what is expected in
the 2D WL regime, where the orbital effect responsible
for the MR is suppressed for parallel fields [35]. The low
field magnetoconductance ∆G = G(B)−G(0) in the WL
regime, can be described by the Hikami-Larkin-Nagaoka
(HKN) expression [28, 36]:

∆G =
e2

2π2~

(

ψ

(

1

2
+

1

A

)

+ ln(A)

)

, (2)

where ψ is the digamma function and A = 4eDτiB
~

. To
show the increase of magnetoconductance in the mag-
netic field, we have quantified and removed the classical
∼ B2 magnetoresistance component. Then, we fit the low
field curves with the WL expression considering the num-
ber of 4300 independent layers as found from the thermal
dependence of conductivity. As shown in Fig. 3c, the fits
show good agreement with the experimental data. The
diffusion length of localization (Thouless length) Lφ =
(Dτi)

1/2 was extracted from the fitting parameter and
reported in the Fig. 4a. It is worth noting that Lφ is
larger than the thickness of the conducting layer and ap-
proximately equal to the periodicity along the c axis, con-
firming the regime of 2D coherence. When increasing the
magnetic field, the dephasing regime emerges for LB =
(

2~
eBφ

)1/2

≥ Lφ. The effect of the magnetic field is then

no longer relevant for WL and a negative contribution
disappears. We have compared the value of Bφ extracted
from the fitting with the condition L = LB and the mag-
netic field value B∗ where the G(B) ceases to grow with B
and where quantum oscillations immediately emerge. We
find that these values are very close to each other (for ex-
ample for 4, 8 and 10 K the values obtained from the fits
yield 5.27 T, 5.36 T, and 5.49 T respectively to compare
with observed B∗ = 5.45 T, 5.31 T and 5.53 T, respec-
tively). For lowest temperatures, Lφ ceases to grow as the
temperature is lowered, and even drops for 1.8 K, where
the negative MR term also starts to decrease. A plausi-
ble explanation for this effect is the further crossover from
weak localization to weak antilocalization (WAL)[37, 38]
due to strong spin-orbit effects observed in tungsten rich
compounds [39, 40]. This scenario is also supported by
the emergence of sharp cusp-like features in the low field
limit of magnetoresistance (see Supplementary Materi-
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als), which is characteristic for WAL regime[27, 41]. A
further examination of this term, to obtain reliable HKN
fit with the introduction of the antilocalization compo-
nent will require the transport measurements at temper-
atures below 1.8 K.

The oscillations in magnetoresistance emerge immedi-
ately after the negative WL term is suppressed, as evi-
denced in Fig. 3c. They are periodic as a function of 1/B,
as expected for Shubnikov-de Haas quantum oscillations.
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We have used the Lifshitz-Kosevich (LK) theory to ex-
tract the electronic parameters [42]. The Fourier trans-
form of the oscillating part of magnetoresistance gives
the power spectrum shown in Fig. 4b. A peak can be
observed at the frequency F1= 69 T for θ = 0o. This
value yields the area A1 of an extremal Fermi surface
cross section that is perpendicular to B, through the On-
sager relation [43] Ai = 2πeFi/~. It corresponds to a
FS cross section A1= 0.68 nm−2, i.e. to a very small
part (≈ 0.5 %) of the first Brillouin zone, estimated to
be 110 nm−2. A plausible explanation for the presence of
such a small pocket is the Fermi surface decomposition
associated with charge density wave. This scenario is
supported by the X-ray diffuse scattering and electronic
structure calculations showing a potential for strong nest-
ing around a*/2, which most likely occurs at high tem-
perature as for other high m values of the MPTB family
[44]. The temperature dependence of the quantum oscil-
lations amplitude is depicted in Fig. 4c. It can be re-
lated to the effective mass of quasi-particles m∗ through
the temperature damping factor. We find m∗= 0.83 me

with me being the free electron mass, indicating that the
electron-electron interactions are moderate as theoreti-
cally predicted for the WL-SdH crossover[11]. The field
dependence of the quantum oscillations allows to esti-
mate the Dingle temperature TD ≈ 6 K, corresponding to
an electronic mean free path l ≈ 62 nm. Since the Fermi
momentum is kF ≈ (A1/π)

1/2 = 0.47 nm−1, it leads to
kF l ≈ 29≫ 1 confirming the diffusive regime [45, 46].
The angle θ between B and the c axis was varied from 0
to 90o and the SdH oscillations can be observed within
experimental resolution up to θ ≈ 50o. The frequency
of the SdH oscillations clearly shifts to larger values as
θ is increased, with an approximate 1/cosθ variation, as
depicted in the inset of Figure 4b. This is expected for
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quasi-2D Fermi surface topology and is also consistent
with the angular dependence of magnetoresistance shown
in the inset of figure 3b. For B perpendicular to the con-
ducting plane, MR initially attenuated by the negative
contribution, steeply increases with ∼ B2 in the high field
limit, where the WL phase coherence is broken, while for
in-plane orientation MR is sublinear with B which gives
a tendency for saturation as B → ∞. Such a behavior
is characteristic for open and closed orbits, respectively,
expected for a cylinder-like FS[47].

Such a reduced, cylindrical Fermi surface is a charac-
teristic feature of 2D systems, as high mobility ultrathin
films and heterostructures [48–51] and unparalleled cases
of pure Bi and graphene, where the FS covers only 10−5

and 10−6 of the Brillouin zone, respectively [52–55]. The
renormalization of the Na1.5(PO2)4(WO3)20 electronic
structure driven by the charge density wave, causing the
lowering of the Fermi wavevectors brings this bulk sys-
tem close to a natural superlattice, with reduced number
of carriers and/or reduced Fermi energy, which promotes
the quantum phenomena.

In conclusion, we report the structural and trans-
port properties of the monophosphate tungsten bronze
Na1.5(PO2)4(WO3)20. We demonstrate that this sin-
gle crystal shows multilayered 2D weak localization ef-
fects. As soon as the dephasing by magnetic field domi-
nates and breaks the WL contribution, there is a sudden
crossover to the large quantum oscillations regime. This
shows that natural crystals with 2D characteristics and
reduced carriers density possibly due to a CDW conden-
sation can be used as promising systems for investigating
enhanced quantum transport properties.
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Cabrera, and I. Rodŕıguez-Vargas, Physica E: Low-
dimensional Systems and Nanostructures 101, 188
(2018).

[7] P. Monceau, Advances in Physics 61, 325 (2012).
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[56] V. Petŕıcek, M. Dusek, and L. Palatinus, 229, 345

(2014), 5.
[57] L. Palatinus and G. Chapuis, Journal of Applied Crys-

tallography 40, 786 (2007).
[58] P. Hohenberg and W. Kohn, Phys. Rev. 136, B864

(1964).
[59] W. Kohn and L. J. Sham, Phys. Rev. 140, A1133 (1965).
[60] J. P. Perdew, K. Burke, and M. Ernzerhof, Phys. Rev.

Lett. 77, 3865 (1996).
[61] J. M. Soler, E. Artacho, J. D. Gale, A. Garćıa, J. Jun-
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